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Biomass-derived 2-methyltetrahydrofuran (2-MTHF) undergoes tandem ring-opening and dehydration
(dehydra-decyclization) to linear pentadienes, namely 1,3-pentadiene and 1,4-pentadiene. It can also
fragment to butenes and formaldehyde through a competing retro-Prins condensation pathway. Using detailed
kinetic measurements of 2-MTHF dehydra-decyclization on zeolites with disparate acidities (boro- and
alumino-silicates) and micropore environments (MFI, MWW, and BEA), weakly acidic borosilicates were
shown to exhibit ca. 10-30% higher selectivity to dienes at about five-to-sixty times lower proton-normalized
rates than aluminosilicates (453-573 K). Dehydra-decyclization site time yields (STYs) were invariant for
aluminosilicates within the investigated frameworks, indicating the absence of pore-confinement influence.
However, individual site-normalized reaction rates varied by almost an order of magnitude on borosilicates in
the order MWW > MFI > BEA at a given temperature (523 K), indicating the different nature of active sites in
these weak solid acids. The diene distribution remained far from equilibrium and was tuned towards the
desirable conjugated diene (1,3-pentadiene) by facile isomerization of 1,4-pentadiene. This tuning capability
was facilitated by high bed residence times, as well as the smaller micropore sizes among the considered
zeolite frameworks. The suppression of competing pathways and promotion of 1,4-pentadiene isomerization
events lead to a hitherto unreported ∼86% 1,3-pentadiene yield and an overall ∼ 89% combined linear C5
dienes’ yield at near quantitative (~98%) 2-MTHF conversion on the borosilicate B-MWW, without a
significant reduction in diene selectivities for at least 80 hours time-on-stream under low space velocity (0.85 g
reactant/g cat./h) and high temperature (658 K) conditions. Finally, starting with iso-conversion levels (ca.
21-26%) and using total turnover numbers (TONs) accrued over the entire catalyst lifetime as the stability
criterion, borosilicates were demonstrated to be significantly more stable than aluminosilicates under reaction
conditions (~3-6x higher TONs).
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1.0 Introduction. Conjugated C4-C5 dienes, 

currently manufactured as a byproduct of the 

cracking of naphtha and gas oil fraction of crude oil, 

are vital bulk chemicals for the elastomer 

industry.[1,2] Due to a recent surge in the supply of 

shale-gas ethane, refineries are finding ways to 

decouple the production of ethylene and C4-C5 

fractions including isoprene, butadiene, and 

piperylene (1,3-pentadiene), accentuating the need 

to produce these chemicals from alternative on-

purpose routes possibly utilizing renewable 

feedstocks such as lignocellulosic biomass.[3,4,5,6] 

While isoprene is understandably the most valuable 

C5 diene isomer, 1,3-pentadiene has recently 

Abstract. Biomass-derived 2-methyltetrahydrofuran (2-MTHF) undergoes tandem ring-opening and 
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acidities (boro-, and alumino-silicates) and micropore environments (MFI, MWW, and BEA), weakly 
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times lower proton-normalized rates than aluminosilicates (453-573 K). Dehydra-decyclization site time 
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almost an order of magnitude on borosilicates in the order MWW > MFI > BEA at a given temperature 

(523 K), indicating the different nature of active sites in these weak solid acids. The diene distribution 

remained far from equilibrium and was tuned towards the desirable conjugated diene (1,3-pentadiene) 

by facile isomerization of 1,4-pentadiene. This tuning capability was facilitated by high bed residence 

times, as well as the smaller micropore sizes among the considered zeolite frameworks. The suppression 

of competing pathways and promotion of 1,4-pentadiene isomerization events lead to a hitherto 

unreported ∼86% 1,3-pentadiene yield and an overall ∼ 89% combined linear C5 dienes’ yield at near 

quantitative (~98%) 2-MTHF conversion on the borosilicate B-MWW, without a significant reduction 

in diene selectivities for at least 80 hours time-on-stream under low space velocity (0.85 g reactant/g 

cat./h) and high temperature (658 K) conditions. Finally, starting with iso-conversion levels (ca. 21-26%) 

and using total turnover numbers (TONs) accrued over the entire catalyst lifetime as the stability 

criterion, borosilicates were demonstrated to be significantly more stable than aluminosilicates under 

reaction conditions (~3-6x higher TONs). 
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attracted attention as a high potential feedstock for 

fine chemical synthesis using transition metal 

catalysis.[7,8,9,10]  

We previously reported a thermochemical 

route (Scheme 1) to 1,3-butadiene, 1,3-pentadiene, 

and isoprene from the vapor-phase dehydra-

decyclization of biomass-derived saturated five-

membered cyclic ethers tetrahydrofuran (THF), 2-

methyltetrahydrofuran (2-MTHF), and 3-

methyltetrahydrofuran (3-MTHF), 

respectively.[11,12] These studies reported high 

selectivity to corresponding dienes on phosphorus-

containing all-silica zeolites. However, the nature 

of active sites and the surrounding silica framework 

in these materials remains nebulous.[13,14] Cho et al. 

reported the inability of these sites to catalyze 2-

propylamine Hoffman elimination and to protonate 

pyridine.[14] Most recently, Gorte and co-workers 

have reported the onset temperature of H-D 

exchange of toluene on phosphorous-containing 

self-pillared pentasil (P-SPP) to be ≥100 K higher 

than aluminosilicates, highlighting the weakly 

acidic nature of these materials.[15] It is also 

important to note that these phosphorous active 

sites are distinctly different from the well-studied 

Brønsted acid sites in silicoaluminophosphates 

(commonly known as SAPO zeotypes);[16,17,18] the 

P-OH functionalities on aluminum-free all-silica 

support in P-zeosils are significantly weaker.  

Based on these observations, the role of acid site 

strength on dehydra-decyclization was considered 

on solid Brønsted acids with relatively well-

understood active sites that are weaker than bridged 

hydroxyls in aluminosilicates. 

The tuning of Brønsted acidic site strength has 

been implemented in zeolites by incorporating 

different trivalent atoms in the framework.[19,20,21,22] 

Iglesia and co-workers have reported deprotonation 

energy (DPE) determined from periodic density 

functional theory calculations as a measure of the 

acidic strength of microporous solid acids.[23] 

Furthermore, the same group has shown the effect 

of heteroatoms like Al3+, B3+, and Ga3+ in MFI 

framework on DPE values, indicating that the acid 

site strength among heteroatom-substituted zeolites 

increases as H-Al-MFI > H-Ga-MFI >> H-B-

MFI.[24]  Notably, borosilicates exhibit ∼80-100 

kJ/mol higher DPE values than aluminosilicates, 

making them weakly acidic.[24,25] It is therefore 

unsurprising that purely borosilicate zeolites are 

rarely used for acid catalysis and have been 

traditionally used either as precursor to the 

synthesis of Lewis acid catalysts,[26,27,28] or more 

recently to modify the textural or acidic properties 

of aluminosilicates.[29,30,31,32] Among other 

examples, Chen et al. have reported that 

incorporation of the appropriate amount of boron 

concentrates the aluminum more selectively in the 

sinusoidal channels of MWW;[29] others have been 

able to tune aluminum siting by competitive boron 

incorporation in other frameworks including 

MFI[32,33] and BEA.[34] Furthermore, Gounder and 

co-workers have recently shown that boron 

incorporation can be used to regulate crystallite 

sizes in MFI independent of total aluminum 

content.[30] 

We have recently highlighted the mechanisms 

and pathways for THF dehydra-decyclization on 

ZSM-5.[35]  These cyclic ethers undergo rate-

limiting ring-opening on Brønsted acid sites to an 

alkoxide, which rearranges and dehydrates to form 

unsaturated alcohols as intermediates, followed by 

Scheme 1. Reaction pathways for the conversion of 2-MTHF over solid Brønsted acids[11,12,37, 87-89]. 
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their dehydration to form dienes. The key 

competing pathway is retro-Prins condensation, 

which results from the fragmentation of the 

adsorbed Cn ether / alkoxide to Cn−1 olefin and 

formaldehyde. 2-MTHF is more reactive than THF 

and 3-MTHF towards C-O bond rupture due to a 

kinetically relevant carbenium transition state ion 

pair formed upon ring opening,[36,37] and is 

extensively studied for hydrodeoxygenation to 

pentanols, and consequently pentane, on metal-

phosphide catalysts.[38,39,40,41] Due to its high 

reactivity, 2-MTHF can act as a surrogate cyclic 

ether to probe weakly acidic materials in more 

detail for dehydra-decyclization[37]. 

In this study, we consider aluminum- and 

boron-containing zeolites in three frameworks 

(MWW, MFI, and BEA) to understand the role of 

heteroatom identity and confining environments in 

the dehydra-decyclization of 2-MTHF-to-1,3-

pentadiene. Using site-normalized apparent kinetic 

measurements, B-sites are shown to have higher 

selectivity to C5 dienes, albeit at significantly lower 

proton-normalized rates than aluminosilicates. 

Moreover, borosilicates are shown to have ca. 3-6 

times more total turnovers than aluminosilicates 

under investigated reaction conditions (T=573 K, 

P2−MTHF =25-26 torr, initial 2-MTHF conversion in 

the range 21-26%). The diene distribution remains 

far from equilibrium, and higher bed residence 

times predictably lead to increments in 1,3-

pentadiene (1,3-PD) formation rates, consistent 

with its favorable thermodynamic conformation 

compared to 1,4-pentadiene (1,4-PD). The diene 

distribution is also framework-dependent; 10-MR 

channels in MFI and MWW show higher 

preference to 1,3-PD over 1,4-PD than 12-MR 

channels in BEA. These findings are then utilized 

to achieve a stable ~86% 1,3-PD yield on boron-

containing MWW framework. 

 

2.0 Materials and Methods.  

2.1 Material synthesis and characterization. 

The following were purchased and used without 

any further treatment:  2-methyltetrahydrofuran (2-

MTHF, ≥98% with BHT as stabilizer, TCI 

Chemicals), pyridine (99.8 %, Sigma Aldrich), tert-

butylamine (≥98%, Sigma Aldrich), 1,4-pentadiene 

(≥98%, TCI chemicals), 1,3- pentadiene (cis- and 

trans- mixture, ≥98%, TCI Chemicals), 4-penten- 

1-ol (≥99%, Sigma Aldrich), 4-penten-2-ol (≥99%, 

Sigma Aldrich), 3-penten-1-ol (≥95%, Alfa 

Chemistry), 2-penten-1-ol (≥95%, trans-, Sigma 

Aldrich) 2,6-di-tert-butyl pyridine (DTBP, ≥97 %, 

Sigma Aldrich), silicon-dioxide (quartz chips, 4-20 

mesh, Sigma Aldrich), tetrapropylammonium 

hydroxide solution (TPAOH, 40 wt% in water, 

Sigma Aldrich), NaOH (Macron Chemicals), 

fumed silica (Cab-o-sil M5, scintillation grade, 

Acros Organics), ammonium nitrate (≥98 %, Sigma 

Aldrich), boric acid (≥97 %, Macron Chemicals), 

anhydrous borax (Na2B4O7, ≥99 %, Sigma 

Aldrich), tetrapropylammonium hydroxide 

(TPAOH 40 wt% in water, Alfa Aesar), piperidine 

(99 %, Sigma Aldrich), tetraethylammonium 

hydroxide solution (TEAOH, 40 wt % in water, 

Sigma Aldrich), hexamethyleneimine (≥99 %, 

Sigma Aldrich), tetraethyl orthosilicate (TEOS, 

≥99 %, Sigma Aldrich), cetyltrimethylammonium 

chloride (CTAB, Sigma-Aldrich, 99% purity), 

sodium aluminate (MP Biomedicals). 

The NH4
+ form of ZSM-5 (CBV8014, 

Si/Al=40), and Al-BEA (CP814C, Si/Al=12.5) 

were purchased from Zeolyst International. MCM-

22 (Si/Al=24) was synthesized using 

hexamethyleneimine as the structure-directing 

agent using the same procedure reported by Corma 

and co-workers,[42] (detailed procedure is included 

in Section S1.1 in the SI). MCM-36 was prepared 

by swelling and pillaring of MCM-22 as reported 

by Maheshwari et al.[43] (detailed procedure is 

included in Section S1.1 in the SI). Boron-

containing zeolites in three different frameworks 

MWW,[26] BEA,[44,45] and MFI[24] were synthesized 

modifying existing hydrothermal synthesis 

procedures,  and detailed steps are included in 

Section S1.1 in the SI. All catalysts were calcined 

in a boat placed within a 1” quartz tube under air 

flow at 823 K using a ramp rate of 2 K min-1 for 10 

hours prior to any catalytic testing. 

Powder X-ray diffraction (XRD) patterns were 

collected on a Bruker AXS D5005 diffractometer 

using  Cu  Kα radiation  (=1.5418  Å)  with  a  step  

size  of  0.02° and  a  step  time  of  four seconds. 

Inductively Coupled Plasma Optical Emission 

Spectrometry (ICP-OES) was used for elemental 

analysis. Textural information of all synthesized 

samples was characterized through Ar 

physisorption in an Autosorb iQ2 porosimetry 

instrument (Quantachrom). Prior to analysis, 

catalysts were outgassed at 573 K for six hours and 

subsequently cooled down to room temperature 
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under vacuum. BET specific surface area 

measurements were used to represent the total 

surface area of the catalyst materials; total pore 

volume was determined using a single point 

measurement at P/P0 = 0.95. SEM was performed 

on a JEOL JSM-6500F scanning microscope 

operated at 2.0 kV. All TEM images were obtained 

with a FEI Tecnai G2 F30 TEM operating at 300 

kV using a charge-coupled device (CCD) camera. 

MAS NMR experiments were performed using a 

Bruker DSX-500 and a Bruker 4.0 mm MAS probe. 

The spectral frequencies were 500.2, 160.5, and 

99.4 MHz for 1H, 11B, and 29Si nuclei, respectively. 

Samples were spun at 13 kHz for 1H and 11B 

detections, and 8 kHz for 29Si. For 11B MAS NMR, 

0.5 sec π/12 pulse was used. The chemical shifts 

were calibrated to external references of TMS for 
1H and 29Si, and BF3(OEt)2 for 11B. 

2.2 Catalytic Experiments.  All kinetic 

measurements were performed in the temperature 

range of 430-550 K at total pressures of 1.00-1.05 

bar in an upflow fixed bed reactor. Catalyst samples 

were pressed and sieved to particle sizes ranging 

from 250-500 µm and placed between deactivated 

quartz wool plugs in a 1/4” quartz U-tube. Void 

volume in the tube was minimized by loading 

quartz chips upstream of the catalyst bed. A 1/16” 

K-type thermocouple (Omega) was placed just 

above the reactor bed for temperature 

measurements. The furnace temperature was 

regulated by using a temperature PID controller 

(Omega CN 7800). All catalyst samples were 

calcined in situ at 823 K in 40 sccm air (99.997%, 

Minneapolis Oxygen) using a ramp rate of 3.0 K 

min−1. The reactor was thereafter cooled to reaction 

temperature and purged with He (99.995 %, 

Matheson) for at least 30 minutes prior to 

introducing the reactant feed to eliminate 

temperature gradients across the bed. Reactant 

partial pressures were varied using a combination 

of carrier gas flowrates (10-150 sccm) by a mass 

flow controller (Brooks Instruments 5850E), and 

volumetric flowrate of the reactant using a syringe 

pump (Cole Parmer 74905 series).  All transfer 

lines were maintained at temperatures ≥ 400 K to 

avoid condensation of any species. Online analysis 

of the reactor effluent was performed using a gas 

chromatograph (Agilent 6890) equipped with a 

quantitative carbon detector (QCD, PolyarcTM)[46] 

and a flame ionization detector (FID). Separation 

was performed using an HP-PLOT Q column 

(Agilent, 19091P-QO4). All carbon mass balances 

closed to within ± 10%. Unless otherwise specified, 

error bars represent 95% confidence intervals on 

independent replicate measurements on fresh 

catalyst beds from the same batch. As noted earlier, 

retro-Prins condensation of 2-MTHF produces 

butenes and formaldehyde in equimolar ratio, and 

Table 1. Structural, textural, and acidic properties of all zeolites 
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the amount of formaldehyde was indirectly 

calculated by the quantification of butenes. 

A combination of Mears’ and Weisz-Prater 

criterion was used to investigate the external and 

internal mass transfer limitations, respectively 

(Section S2 in SI).[47] Under near differential 

conditions (X2-MTHF <13%), while the rates for BEA 

and MFI (with both heteroatoms) were found to be 

free from any diffusional limitations, such a 

conclusion could not be reached for B-MWW and 

MCM-22, and the reported rates on these materials 

likely reflect a complex interplay of reaction and 

intra-crystalline diffusion. All aluminosilicates 

deactivated under reaction conditions over time 

scales of a few hours, and all reported rates were 

corrected to a bare catalyst surface by using a first-

order deactivation model and extrapolating 

obtained rates to time zero. Kinetic experiments at 

different temperatures were conducted using fresh 

catalyst beds to minimize systematic errors. 

Alternatively, borosilicates deactivated at much 

longer time scales than aluminosilicates, and 

reported rates on these materials were all corrected 

to a reference condition of 523 K to account for any 

small intervening deactivation during kinetic 

measurements. Brønsted acid site densities of all 

aluminosilicates were measured using the 

Hoffman-elimination of tert-butylamine. The 

Reactive Gas Chromatography (RGC)[48] technique 

was used to quantify all butene isomers resulting 

from Hoffman elimination of tert-butylamine on a 

Brønsted acid site (BAS), assuming each butene 

molecule was produced on a unique BAS.  

Previous works by Gorte and co-workers shows 

that alkylamines can desorb without undergoing 

Hoffman elimination on the acid sites in 

borosilicates due to their low reactivity.[49] 

Moreover, the nature of these sites as well as boron 

coordination changes with the extent of 

hydration,[50] and it is likely that part of tetrahedral 

boron in solid state 11B MAS NMR is actually 

trigonally coordinated under reaction conditions. 

To account for these factors, the BAS count for 

borosilicates was estimated by in situ pyridine 

titration experiments during 2-MTHF dehydra-

decyclization in the temperature range 453-477K.  

2-MTHF dehydra-decyclization was carried out 

until initial transients subsided, and an 

instantaneous switch was made to the 2-

MTHF/pyridine mixture (molar ratio∼310:1) at 

identical volumetric flowrate. Total 2-MTHF 

consumption rate was monitored with titrant uptake 

and linearly extrapolated to zero rates to quantify 

the total number of catalytically relevant acid sites 

in borosilicates. Experiments with selective DTBP 

titrations to deconvolute the catalytic role of 

different pore systems in aluminum-containing 

MWW (namely MCM-22, and MCM-36) were 

conducted at 453 K, sufficiently lower than 

temperatures corresponding to the onset of DTBP 

desorption on aluminosilicates.[51,52] Similar to in 

situ pyridine titration on borosilicates, 2-MTHF 

dehydra-decyclization was carried out for a fixed 

time (ca.175 minutes), and an instantaneous switch 

was made to 2-MTHF/DTBP mixture (molar 

ratio∼650:1) at identical volumetric flowrate. 

Separation of compounds for these measurements 

were performed with a Restek RTx-5 column. 

Experiments to evaluate the stability of all 

catalysts were performed at 573 K and p2-MTHF ∼25 

torr; bed residence times and carrier gas flowrates 

were adjusted on different catalysts to achieve an 

initial conversion of ~21-26%. To provide a 

quantitative description of stability, we used total 

turnovers during catalyst lifetime (Eq. 3), which is 

a measure for the total moles of 2-MTHF converted 

to carbonaceous products per proton over the entire 

lifetime of catalyst.[53] Total TONs were calculated 

until the conversions for all catalysts decreased to 

≤3%. The time scales to achieve this criterion for 

borosilicates was 300-470 h on stream, while 

aluminosilicates completely deactivated within 24-

75 hours. Furthermore, by calculating the fraction 

of total turnovers (Eq. 4), product selectivities (Eq. 

2) were compared as a function of reaction progress 

allowing us to compare selectivities on catalysts 

with non-identical total turnovers. 

 

  (1) 

 

     (2) 

𝑆𝑇𝑌𝑖 =
𝐹𝑖

𝑚𝑐𝑎𝑡 ..𝑁𝐻+
  

𝑆𝑒𝑙𝑒𝑐𝑡𝑖𝑣𝑖𝑡 𝑦𝑖 C% basis  

100
=

Total  carbon  present  in  the  product 𝑖

Total  carbon  from  the  reactant  converted  to  products
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     (3) 

 

    (4) 

where 𝐹𝑖 is the molar flow-rate of product i, N 𝐻+ is 

the Brønsted acid site (BAS) density, STY 𝑖 is the 

site time yield for product i, mcat. is mass loading of 

the catalyst, and 𝑛𝑖 is the number of carbon atoms 

in product i. 

3.0 Results and Discussion.  

3.1 Characterization of Synthesized 

materials. Powder X-ray diffraction patterns, 

scanning and/or transmission electron microscopy 

images, and Ar-porosimetry measurements of 

MCM-22/MCM-36/B-MWW, ZSM-5/B-MFI, Al-

BEA/ B-BEA are reported in Figures S1, S2, and 

S3, respectively, of the SI (Section S1.2-1.4).  A 

detailed discussion of the boron environments and 

the corresponding results of 11B and 29Si MAS 

NMR are included in the SI (Section S1.5 and 

Figure S4); these data were found consistent with 

previous reports on borosilicate zeolites with three- 

and four-coordinated boron (details in Section 

S1.5). Elemental analyses, textural properties, 

Brønsted acid site densities, and crystallite sizes of 

all catalysts are listed in Table 1. 

Trace aluminum impurities in borosilicates 

have frequently lead to misinterpretation of their 

catalytic properties,[30] and the catalytic rates with 

boroaluminosilicate materials have been shown to 

scale with aluminum contents as low as ∼ 100 

ppm.[54,55] To avoid these artifacts in this work, 

high-purity silica source Cab-o-Sil M5 was used 

instead of Ludox colloidal silica for all borosilicate 

synthesis to eliminate the presence of aluminum, 

and ICP-OES (Galbraith laboratories) showed 

Si/Al ≥ 11,000 in synthesized borosilicates, leading 

to ≤1.5 µmol/g BAS density from trace aluminum. 

As discussed later, the most active borosilicate (per 

mass basis) in this study (B-MWW) also has the 

highest boron content. Both of these results indicate 

that the synthesized borosilicates are sufficiently 

free from aluminum impurities. 

The acid site density in borosilicates was 

measured using in-situ pyridine titration during 2-

MTHF dehydra-decyclization in the temperature 

range 453-477 K. The mole fraction of pyridine was 

kept low (∼1.9×10−5) so the partial pressure of 2-

MTHF before and after its introduction could be 

assumed the same. The reduction in mass-

normalized total 2-MTHF conversion rates were 

monitored with the uptake of the titrant, and the 

total number of B-sites were calculated by the 

cumulative pyridine uptake to completely suppress 

the rates (Figure 1). While the titration for B-

MWW was carried out at 453 K, the corresponding 

experiments for B-MFI and B-BEA were carried 

out at 473 K and 477 K, respectively, due to their 

significantly lower reactivity than B-MWW (also 

discussed in Section 3.2). 

 
Figure 1.  Total consumption rate of 2-MTHF as a 

function of pyridine uptake over B-MWW(■), B-MFI 

(♦), B-BEA (►); Inset shows the corresponding data for 

B-BEA on a magnified scale. Titrant flow is an 

equivalent volumetric flowrate of 2-MTHF/Pyridine 

with 2- MTHF: Pyridine ∼ 310. Inset shows the data for 

B-BEA on a magnified scale. (Reaction conditions: T = 

453 K for B-MWW, 473 K for B-MFI, and 477 K for B-

BEA;  p2MTHF = 10.5 torr for B-MWW, 4.5 torr for B-

BEA and B-MFI; WHSV = 0.60-4.50 g 2-MTHF/g 

cat./h; Carrier gas (He) flowrate = 60 sccm for B-MWW, 

40 sccm for B-MFI and B-BEA; X2MTHF ≤ 1%). 

Pyridine was found to titrate all the B-sites 

relevant in 2-MTHF dehydra-decyclization on B-

MWW, as shown by the complete suppression of 

rates (Figure 1). For B-BEA and B-MFI, the rates 

𝑇𝑂𝑁(𝑡) =
1

𝑁𝐻+
 

𝑡

0

 

𝑛

𝑛. 𝐹𝐶𝑛
(𝑡′)𝑑𝑡′ =  

𝑡
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𝑛

𝑛. 𝑆𝑇𝑌𝐶𝑛
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𝑓𝑡𝑜𝑡𝑎𝑙 −𝑡𝑢𝑟𝑜𝑣𝑒𝑟𝑠  𝑡 =
𝑇𝑂𝑁 𝑡 

𝑇𝑂𝑁 𝑡𝑋2𝑀𝑇𝐻𝐹  ≤ 3%
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dropped to ∼85-90% of their initial values. 

Furthermore, upon switching back the feed to 2-

MTHF after pyridine saturation, we did not observe 

the recovery of rates even at 477 K for over two 

hours, which indicates that pyridine remains a 

reversible yet strongly bound titrant for B-sites 

initially titrated in the temperature range 

investigated. The irreversible nature of pyridine 

adsorption has previously been shown at slightly 

lower temperature (433 K) during methanol 

dehydration on B-MFI.[24] The results (Figure 1) 

confirm the presence of acid sites which can 

protonate pyridine in these materials, the 

quantification of which allows for the calculation of 

site time yields (STYs) for the dehydra-

decyclization pathway. Notably, the number of 

protons per heteroatom for boron-containing 

zeolites remains significantly lower than 

corresponding values for aluminosilicates (Table 

1), as has been reported by Jones et al. previously 

for B-MFI.[24] Unlike aluminosilicates, the site 

homogeneity indicated by framework-independent 

DPE values has not been established for 

borosilicates, and it is possible that a majority of 

boron in the borosilicates is either not associated 

with a proton, or a fraction of protons associated 

with B lack the acidic strength to protonate pyridine 

irreversibly under the reaction conditions. 

However, it is reasonable to assume that the 

fraction of B sites unable to protonate pyridine 

(proton affinity = 930 kJ/mol)[56] cannot protonate 

2-MTHF (proton affinity = 851 kJ/mol) either.[57] 

Therefore, the reported STYs on these materials are 

likely accurate even if this method does not titrate 

all acid sites in borosilicates. 

As shown in Figure 1 , the mass-normalized 2-

MTHF consumption rates for B-MFI were almost 

twice the corresponding value for B-BEA, even 

though total boron content in B-BEA was ∼1.5x 

higher than B-MFI. Moreover, B-MFI and B-BEA 

had similar total BAS counts (∼50 and ~60 µmol/g, 

respectively) (Table 1). Thus, the dehydra-

decyclization site time yields for B-MFI were ∼ 

2.4x higher than B-BEA, even at 5 K lower 

Figure 2. (A) Arrhenius plots of apparent kinetics for the dehydra-decyclization of 2-MTHF and b) tem- perature 

dependence of dehydra-decyclization (DH) to Retro-Prins condensation (RP) rate ratios over B-MWW(■), MCM-22 

(□), B-MFI (♦), ZSM5 (◊), B-BEA (►), and Al-BEA (▷); X2MTHF denotes the conversion of 2-MTHF. (Reaction 

conditions: p2MTHF = 10.5 torr, Space velocity = 1.10-10.35 molec. 2-MTHF/H+/min, Carrier gas (He) flowrate of 60 

ml/min, X2MTHF ≤13%). Dashed lines in (a) are fits to Arrhenius equation, and dashed lines in (B) are to guide the eye. 

Brønsted acid site counts (mol H+) for aluminosilicates and borosilicates are quantified using the Hoffman elimination 

of tert-butylamine, and in-situ pyridine titrations during 2-MTHF dehydra-decyclization, respectively. Error bars in 

b) are standard errors originating from uncertainty in the estimation of Retro-Prins condensation (RP) rates for 

borosilicates due to their low activity coupled with low selectivity to this pathway.  



 

____________________________________________________________________________ 
 
Kumar, et al.   Page 8 

temperature. Since the rates do not scale linearly 

with bulk boron content, these results indicate that 

the relative distribution of active boron species is 

different in the three borosilicates investigated. 

Furthermore, these results underpin the necessity to 

probe the acidity of borosilicates strictly under 

reaction conditions due to their complex speciation 

behavior and changes in coordination upon 

contacting basic molecules including oxygenates.  

An accurate explanation for this framework-

dependent catalytic behavior of borosilicates would 

involve the estimation of Brønsted acid site strength 

of boron sites in these three frameworks. However, 

the different possible boron environments (Figure 

S4 in the SI) as well as the presence of 

crystallographically distinct T-sites which may 

differ in their DPE values, makes the estimation of 

a single representative DPE value difficult without 

also having a priori knowledge of relative 

distributions of these sites under reaction 

conditions. The distinct behavior of boron sites in 

SOD and FER frameworks has been highlighted 

before by Fois et al., who probed these sites by first 

principles calculations to study the non-identical 

nature of  ammonia adsorption on these 

materials.[58]  

3.2 Effect of heteroatom identify in dehydra-

decyclization selectivity.  The application of 

borosilicates and boron-modified aluminosilicates 

to selectively suppress the production of side 

reactions has been previously implemented for 

several chemistries. Some examples where boron-

modified zeolites were utilized for this purpose 

include: dehydration of 2,3-butanediol to butanone 

over boric acid impregnated on ZSM-5;[59] 

Beckmann rearrangement of cyclohexanone oxime 

to caprolactam on B-MFI,[60,61] and B-ZSM-5;[62] 

catalytic cracking of MTBE to isobutene and 

methanol on B-MFI;[63] intramolecular Prins-

cyclisation of citronellal on B-TUD-1;[64] 

isomerization of 1-hexene on B-MCM-41,[65] 

dehydrative aromatization of 2,5-dimethylfuran 

(DMF) to p-xylene on B-BEA,[25] and dehydration 

of 2-methylbutanal to isoprene.[66]  

The known reaction pathways during the 

conversion of 2-MTHF over Brønsted acid sites are 

shown in Scheme 1. Consistent with this scheme, 

major products observed in our reactor effluent 

included 1,3- and 1,4-pentadiene (dehydra-

decyclization products), butenes and formaldehyde 

(retro-Prins condensation products), propene, 

pentenes, and large organics (identified as aromatic 

C6+ fraction). We conducted apparent kinetic rate 

measurements in the temperature range 453-573 K 

to assess the relative rates and selectivities to 

dehydra-decyclization and retro-Prins 

condensation, and the results are shown in Fig. 2.  

The dehydra-decyclization rates were found 

invariant across the three frameworks in 

aluminosilicates (Table 2), indicating that 

Table 2. Measured apparent kinetic parameters of 2-MTHF dehydra-decyclization on different zeolites. 
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kinetically relevant ring-opening transition-state 

(TS) ion-pair[35] is likely stabilized to the same 

extent in MWW, MFI and BEA. Consequently, the 

apparent activation energies for the dehydra-

decyclization pathway on aluminosilicates (BEA, 

and MFI) are ~ 20 kcal/mol (Table 2). These results 

are consistent with Kumbhalkar et al., who have 

also reported identical proton-normalized site-time 

yields for pentadienes’ production over 

aluminosilicates having different micropore 

environments and extra-framework aluminum 

(ZSM-5 (Si/Al=11.5), Al-BEA (Si/Al=12.5), and 

Al-MOR (Si/Al=10)).[37] The apparent dehydra-

decyclization barrier of 17.7 kcal/mol on 

amorphous Si/Al in the temperature range 570-660 

K is also qualitatively close to the values obtained 

by us, and small differences are likely caused by 

changes in apparent kinetics resulting from the 

differences in surface coverages at high 

temperature conditions employed in their study. 

Notably, these activation barriers are ∼10-12 

kcal/mol lower than four-carbon THF-dehydra-

decyclization on ZSM-5 reported in our earlier 

work under similar reaction conditions,[35]  

providing further corroboration of the promoting-

effect of a methyl substituent on the stabilization of 

the kinetically relevant transition state. 

Borosilicates catalyze the dehydra-

decyclization pathway at STYs which are at least 

∼5x lower than aluminosilicates (Figure 2a). 

Furthermore, they exhibit different dehydra-

decyclization STYs depending on framework type 

unlike aluminosilicates. Remarkably, there is 

approximately an order-of-magnitude difference in 

the dehydra-decyclization STY between the most 

active (B-MWW) and least active (B-BEA) 

borosilicate at given temperature (523 K). These 

results indicate that the speciation behavior of 

active sites in these materials is catalytically 

different depending on B siting and/or the 

micropore environments around the B-site. 

Furthermore, the nature of apparent kinetics for the 

dehydra-decyclization pathway remains similar on 

borosilicates as indicated by similar apparent 

barriers as on aluminosilicates (Table 2).  

The suppression of the retro-Prins (RP) 

condensation pathway on borosilicates is much 

greater (∼ 30-50x) than the suppression of dehydra-

decyclization (DH) pathway, leading to higher 

diene selectivities (Figure 2b and Table 2). 

Consequently, these materials show ~ 6x-30x 

higher DH/RP rate ratios than aluminosilicates 

under near-differential conditions (X2-MTHF <13%) 

(Figure 2b).  This likely results from the inability 

of weakly acidic B-sites to fragment a C-C bond 

(the rate-determining step for retro-Prins 

condensation[35]). Furthermore, this behavior is not 

2-MTHF conversion-dependent, and borosilicates 

Scheme 2.  Proposed pathways for the production of 1,3-Pentadiene and 1,4-Pentadiene from 2-MTHF over Brønsted 

acid sites. 
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show ∼90% selectivity to dienes across all 

conversions, which is ca. 10-30% higher than 

aluminosilicates under similar reaction conditions 

(Table S2 in SI). These results, taken together, 

provide experimental evidence that weakly acidic 

borosilicates limit the kinetic branching to 

competing retro-Prins pathway in this chemistry. 

3.3 Distribution of diene products.  Besides 

the production of butenes and formaldehyde in the 

competing retro-Prins reaction pathway, another 

challenge to selectively produce the conjugated 1,3-

pentadiene (1,3-PD) is the concurrent production of 

the non-conjugated 1,4-pentadiene (1,4-PD) during 

2-MTHF dehydra-decyclization. This is illustrated 

in Scheme 2; 2-MTHF can ring-open from the more 

substituted ‘C-2 side’ or the less substituted ‘C-5 

side’. Ring opening from the ‘C-2 side’ is likely 

more favorable, given the carbenium character of 

the kinetically relevant transition state associated 

with ether ring opening, and leads to the formation 

of primary alkenols, namely, 3-penten-1-ol (E2 

type elimination of Hβ1) or 4-penten-1-ol (E2 type 

elimination of Hβ2). While the dehydration of 3-

penten-1-ol leads to 1,3-pentadiene, 4-penten-1-ol 

dehydration leads to 1,4-pentadiene. Alternatively, 

the alkoxide formed upon ring-opening from the 

‘C-5’ side can only form a secondary alkenol, 

namely, 4-penten-2-ol. This alkenol can further 

undergo dehydration to form 1,3-pentadiene (E2 

type elimination of Hβ1) or 1,4-pentadiene (E2 type 

elimination of Hβ2). 

To assess the validity of Scheme 2, we 

conducted experiments by feeding pure C5 

alkenols, namely, 4-penten-1-ol, 3-penten-1-ol, 4-

penten-2-ol, and 2-penten-1-ol, over ZSM-5 at 

lower temperature (413 K) than 2-MTHF reaction 

temperatures, primarily to maintain differential 

conditions given the facile dehydration of these 

alkenols. It was found that the preference to 

produce 1,3-pentadiene from different alkenols 

follows 2-penten-1-ol >> 4-penten-2-ol > 3-penten-

1-ol ∼ 4-penten-1-ol (Figure S9 in the SI).  

Neither 3-penten-1-ol nor 4-penten-1-ol were 

purely selective to 1,3-pentadiene and 1,4-

pentadiene, respectively. Moreover, the most active 

and selective intermediate to 1,3-pentadiene, 

namely 2-penten-1-ol, does not result directly from 

a simple E2 elimination of the adsorbed alkoxides 

indicated in Scheme 2. Previous reports have 

highlighted that the migration of a double bond on 

a carbon chain is a low barrier step,[67,68] and 

consistent with this, these results indicate that both 

the intermediate primary alkenols as well as the 

produced dienes can inter-convert on a Brønsted 

acid site, which limits mechanistic interpretations 

about the origin of diene distribution directly from 

2-MTHF. 

3.3.1 Tuning selectivity to 1,3-pentadiene.  

1,3-Pentadiene is thermodynamically more stable 

than 1,4-PD.[37,69] Using gas-phase 

thermochemistry data from NIST, it was found that 

all diene distributions were far from equilibrium 

under the reaction conditions in this study; 

selectivity to 1,3-PD was not equilibrium-limited 

(Section S.4 in SI). 1,3-PD was formed as a favored 

diene with both borosilicates and aluminosilicates, 

and there was no obvious correlation between the 

1,3-PD/1,4-PD selectivity ratio and heteroatom 

identity in the range of space times investigated 

(Figure 3), which is not surprising given this ratio 

would not only depend on the reactivity of protons, 

but also on their volume density, as well as the 

corresponding crystallite sizes. However, the 

preference towards 1,3-PD increased with reactor 

space times on all investigated zeolites irrespective 

of the heteroatom identity. For aluminosilicates, the 

total diene production rates were higher at low 

space times, and the increase in  1,3-PD production 

was only partly as a result of secondary 

enhancements due to 1,4-PD isomerization. 

However, on borosilicates, the increments in 1,3-

PD formation rates was concommitant with the 

decrease in 1,4-PD production such that the overall 

diene selectivity remained nearly unchanged in the 

space times investigated (0.01-10 H+.min/ molec. 2-

MTHF). These results, taken together, indicate that 

the diene ratio can be tuned towards the conjugated 

1,3-PD by operating under reaction conditions 

which facilitate the isomerization of the non-

conjugated 1,4-PD. They also imply that the spatial 

gradients in diene concentrations are observable on 

the length scales of reactor bed lengths, and a 

fraction of 1,4-pentadiene formed at small bed 
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length desorbs and reacts further down in the bed to 

form the thermodynamically favored 1,3-PD. 

One would expect the more reactive protons in 

aluminosilicates to be more consequential in 

depleting unfavorable 1,4-pentadiene 

concentrations, and it was expected that the 1,3-

PD/1,4-PD rate ratio would depend more 

sensitively on space time (or, equivalently, show 

higher slopes w.r.t. space time) on aluminosilicates 

than borosilicates. Interestingly, this was not found 

to be the case (Figure 3). While aluminosilicates 

are known to catalyze double bond 

isomerizations,[70,71,72] this observation suggested 

that even the weakly acidic borosilicates can 

isomerize 1,4-PD to 1,3-PD. This hypothesis was 

tested by feeding pure 1,4-pentadiene and 1,3-

pentadiene over borosilicates, and the results are 

shown in Figure S8. 1,3-pentadiene did not show 

any conversion to 1,4-pentadiene on all 

borosilicates, consistent with its significantly 

higher thermodynamic preference than 1,4-PD. 

Furthermore, the preference towards 1,3-

pentadiene on borosilicates (B-MWW > B-MFI > 

B-BEA) (Figure 3) was directly correlated with 

their reactivity for 1,4-pentadiene isomerization 

(Figure S8), confirming that the isomerization of 

1,4-pentadiene remains facile, even on the weakly 

acidic borosilicates. 

Interestingly, 12-MR BEA with both 

heteroatoms (B and Al) consistently exhibited a 

lower 1,3-PD/1,4-PD ratio than MWW and MFI 

frameworks across two decades of space times 

(Figure 3). Furthermore, the preference to 1,3-PD 

was more pronounced when these measurements 

were not in the strict kinetic regime (X2-MTHF =30-

60% in Figure 3). These observations led to our 

hypothesis that differences in 1,3-PD production 

are likely through different extents of diffusion-

enhanced isomerization of 1,4-PD rather than 

differenes in diene kinetic preference between the 

investigated frameworks. For example, 10-MR 

channels in MFI likely impose more severe 

transport restrictions faciliataing 1,4-PD 

isomerization than 12-MR channels in BEA, 

leading to higher 1,3-PD production rates in MFI. 

However, such direct interpretations could not be 

drawn for MWW materials due to the highly non-

distinct pore systems in its topology (discussed in 

Section 3.3.2). Deconvoluting the catalytic role of 

these distinct pore systems would therefore provide 

insights into the origin of diene distribution on solid 

acids. To test our hypothesis, we designed (DTBP) 

titration experiments on alumniumn-containing 

MWW materials to study the change in diene 

distributioin as the chemistry was restricted 

Figure 3. Measured selectivity ratios of 1,3-

Pentadiene/1,4-Pentadiene as a function of reactor 

space-times over B-MWW(■), MCM-22 (□), B-MFI 

(♦), ZSM-5 (◊), B-BEA (◄), and Al-BEA (◁) 

(Reaction conditions: T = 503 K, p2-MTHF = 1.5-120 torr, 

Carrier gas (He) flowrate of 60 ml/min). The bracketed 

values are the corresponding conversion levels. Dashed 

lines are provided to guide the eye. 
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selectively to a pore system smaller than in MFI 

(intra-layer 10-MR sinusoidal channels).  

3.3.2 Deconvoluting the pore systems of 

aluminum-containing MWW in catalysis.  

MWW is formed by calcination of a precursor 

layered material and consists of two independent 

pore systems (Figure 4a). The intra-layer pore 

network consists of two-dimensional sinusoidal 10-

MR channels (4.1×5.1 Å).  Perpendicular  to  these  

sinusoidal  channels  are  larger  supercages  (7.1× 

7.1×18.1 Å) interconnected by elliptical 10-MR 

windows (4.0 × 5.5 Å). The transport between the 

two pore systems is restricted by 6-MR 

constrictions. The external surface of MWW 

crystals is terminated by supercages, which leads to 

the formation of hourglass shaped surface side-

pockets (7.1× 7.1× 9.0 Å). The MWW precursor 

can be swelled and pillared prior to calcination to 

preserve the intra-layer crystallinity.[43,73] Given our 

previous results indicate the higher preference of 

1,3-PD in medium-pore MFI than large-pore BEA, 

the presence of two different pore systems makes 

MWW a suitable topology to probe the effects of 

micropore environments in the production of 1,3-

pentadiene. 

Many recent reports have demonstrated the 

different catalytic performance of acid sites located 

in these distinct confining environments in MWW 

for various chemistries like methanol-to-

hydrocarbons (MTH),[29,74] toluene 

disproportionation,[75] and methylcyclohexane[76] / 

n-heptane cracking.[77] While the sites in the side 

pockets are on the external surface and can be 

titrated with bulky bases that do not interact with 

intra-layer sinusoidal channels, the method cannot 

be used for titrating acid sites in the supercages due 

to their inter-connectivity through ellipsoidal 10-

MR channels. On the other hand, smaller bases like 

pyridine have been shown to titrate all sites in 

MWW.[78]  However, on swelling and pillaring the 

MWW precursor, the supercages don’t collapse to 

form a 3-D structure after calcination, and this 

procedure leads to the preservation of long-range 

intra-layer crystallinity while creating inter-layer 

mesoporosity (Figure 4b). Upon successsful 

pillaring, a bulky base like DTBP can titrate not 

Figure 4. (A) Detailed schematic of MWW framework indicating the location and relative sizes of all pore systems; 

(B) Detailed schematic of MCM-22 and MCM-36 framework topology; (C) Total rate of consumption of 2-MTHF; 

(D) Absolute values of 1,3-PD/1,4-PD rate ratio; and (E) Normalized rate ratio of 1,3-PD/1,4-PD (normalized to t=0) 

as a function of time-on-stream after the introduction of DTBP titrant for MCM-22 (□), and MCM-36 (☆). Titrant 

flow is an equivalent volumetric flowrate of 2-MTHF/DTBP with 2-MTHF: DTBP ∼ 650:1 (Reaction conditions: T 

= 453 K, p2MTHF = 10.5 torr, WHSV = 3.97-5.05 g 2-MTHF/g cat/h, X2MTHF ≤ 8%). 
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only the external surface side-pocket sites, but also 

the sites in the supercages which are now hourglass 

shaped surface side-pockets located in a 

mesoporous environment. This allows probing the 

catalytic role of different pore systems in 

determining the diene distribution by sequentailly 

restricting the chemistry to happen in the internal 

acid sites by DTBP tiration on MCM-22, and 

subsequently only in the 10-MR intra-layer 

sinusoidal channels by DTBP titration on MCM-36.  

Prior reports have estimated that MCM-22 has 

∼ 8% sites in the external side-pockets, which can 

be titrated using DTBP during probe reactions like 

ethanol dehydration.[78,79] However, we observed a 

significantly higher (∼ 38%) decrease in 2-MTHF 

consumption rates on MCM-22 upon DTBP 

saturation (Table  3 and Figure 4c).  It has been 

shown that DTBP can access pore-mouth and 

channel-intersection sites in MWW,[79] and it is 

reasonable to expect that the accessibility of DTBP 

to these sites imposes more severe transport 

restrictions on 2-MTHF than ethanol, rendering 

some untitrated acid sites inaccessible to 2-MTHF.  

Besides, the ratio of external to internal sites in 

MWW depends on the particle size, and a higher 

drop in rates could also reflect more external 

specific surface area viz-à-viz previous reports. 

Both the decrease in the rates (Table 3 and Figure 

4c) and the time scales over which the rate dropped, 

were higher on MCM-36 than MCM-22, clearly 

indicating a higher number of sites being accessible 

to DTBP in MCM-36. 
 

Table 3. Comparison of 2-MTHF dehydra-decyclization 

STYs before and after saturation by 2,6- DTBP as titrant 

on MCM-22, and MCM-36. 

 
 

As seen in Figure 4d, the selectivity ratio of 

1,3-PD/1,4-PD was in the range of ~2-3 prior to 

DTBP introduction on MCM-22, while it was ~1.0-

1.2 for MCM-36, illustrating the role of pore 

environments on the diene distribution; mesopore 

environments in MCM-36 were detrimental to 1,3-

PD production, consistent with our other findings. 

Upon the introduction of DTBP, the diene 

distribution shifted towards the conjugated diene on 

both catalysts. To study the relative changes in the 

diene distribution independent of absolute values, 

the formation rate ratio of 1,3-PD/1,4-PD was 

normalized by its initial value (at time zero). This 

also ensured that any product distribution changes 

due to catalyst deactivation did not affect the 

mechanistic interpretations. Concomitant with 

DTBP saturation, the normalized 1,3-/1,4-PD rate 

ratio on MCM-22 increased with the uptake of 

DTBP and stabilized at ∼2.8 (Figure 4e). As noted 

earlier, this diene distribution still has contribution 

of intra-layer sinusoidal channels and supercages. 

Nonetheless, this result indicates that the diene 

distribution shifts towards 1,3-PD when the 

catalytic contribution of external acid sites is 

completely suppressed. Most notably, the 

normalized 1,3-/1,4-PD rate ratio increased 

significantly upon DTBP introduction on MCM-36, 

and stabilized at ∼4. As noted earlier, the sites in 

the super-cages are made accessible through 

pillaring of MCM-22. Hence, any residual rate after 

DTBP saturation on MCM-36 can be directly 

attributed to the intra-layer 10-MR sinusoidal 

channels. Indeed, when the chemistry was restricted 

to occur only in these sinusoidal channels, the diene 

distribution became highly skewed in favor of the 

conjugated 1,3-pentadiene. Once again, we note 

that these measurements were not performed in 

strictly kinetic regime (Section S2. in SI), thus 

supporting our other findings that impediment in 

diffusion facilitates 1,4-PD isomerization, thus 

leading to increments in 1,3-PD selectivity in 

medium-pore (10-MR) zeolitic channels. 

3.4 Long-term stability of borosilicates.  

Catalytic evaluation of borosilicates or boron-

modified aluminosilicates has been shown to 

increase time-on-stream stability for a variety of 

chemistries.[31,32,59,80,81,82] However, recent reports 

have highlighted the limitations of using time-on-

stream (TOS) as a metric of catalyst stability, 

specially when comparing materials with varying 
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reactivity,[53,83,84] as is the case with the two classes 

of zeolites in this study. We therefore use total 

turnover numbers per reactive proton (TON) during 

catalyst lifetime as the stability criteria (Eq. 3).[53] 

As noted earlier, turnover number at time-on-

stream t is the cumulative moles of 2-MTHF-

derived carbon converted to all products per mole 

of active site from time-on-stream 0 to time, t. The 

reactivity differences between boro-, and 

aluminosilicates manifest themselves in the 

different site-time yields (STYs) in (Eq. 3). This 

formalism further allows us to study changes in 

selectivity trends as a fraction of total turnovers, 

which is a more rigorous selectivity comparison for 

catalysts disparate in total TONs.[53]  

Figure 5a shows the conversions on all zeolites 

as a function of time-on-stream (TOS). In all the 

three investigated frameworks, borosilicates 

exhibited ~8-13x lifetimes, indicating their 

significantly higher stability under reaction 

conditions. Interestingly, for both alumino-, and 

borosilicates, the catalyst lifetime decreased in the 

order MWW > MFI > BEA. It is likely that C-C 

chain elongation steps terminate at shorter chain 

lengths in the 10-MR frameworks MFI and MWW. 

However, these condensation reactions leading to 

coking precursors occur more readily in the straight 

12-MR channels of BEA and are detrimental to 

total catalyst lifetime. Figure 5 b shows the total 

TONs for all zeolites employed in this study. As 

expected from the time-on-stream data, 

borosilicates showed ~3-6x higher total TONs than 

aluminosilicates starting from similar 2-MTHF 

conversions (Figure 5 b).  

The product selectivities of all major products 

under reaction conditions were plotted as a function 

of total turnovers (Eq. 4) and are shown in Figure 

6. As the catalysts deactivated, the selectivity to 

both 1,3-pentadiene and 1,4-pentadiene decreased 

for all zeolites; this reduction was mirrored by an 

increase in C6+ products (identified as alkylated 

aromatics), which are likely the coking precursors. 

Based on this observation, we conclude that linear 

pentadienes can further undergo condensation 

and/or cyclization reactions leading to these larger 

fractions. The product selectivity towards butenes 

was consistently lower on borosilicates than 

aluminosilicates at all stages of reaction progress, 

Figure 5. (A) 2-MTHF conversion as a function of time-on-stream on B-MWW(■), MCM-22 (□), B-MFI (♦), ZSM-

5 (◊), B-BEA (►), and Al-BEA (▷); (B) Total turnover numbers during catalyst lifetime (primary axis), and initial 

conversion (secondary axis) for all zeolites. (Reaction conditions: T=573 K,  p2MTHF = 25-26 torr, Space velocity = 

7.22-24.3 molec. 2-MTHF/H+/min, Carrier gas (He) flowrate = 10-140 ml/min). Error bars represent the standard 

errors in the calculation of total turnovers with the trapezoidal rule. 
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consistent with the inability of borosilicates to 

fragment C-C bonds. Notably, the selectivity to 

higher C6+ fraction was consistently lower in 

borosilicates (~15-22%) than aluminosilicates (25-

40%), especially later in the reaction progress 

 𝑓𝑡𝑜𝑡𝑎𝑙−𝑡𝑢𝑟𝑜𝑣𝑒𝑟𝑠 𝑡 > 0.5 , when the catalysts had 

significantly deactivated. This is likely a result of 

weak binding of these larger hydrocarbons, 

enabling desorption from boron-acid sites but  

irreversible adsorption and consequent 

condensation reactions on the aluminum acid sites, 

leading to coke formation. It is therefore likely that 

the higher stability of borosilicates is a direct 

consequence of reduced C6+ fraction formation. 

3.5 Maximizing the yield of 1,3-pentadiene in 

the dehydra-decyclization chemistry.  Recent 

reports of renewable catalytic pathways to 

piperylene production have utilized 2-MTHF as a 

feedstock. Other feeds have been less common, but 

a notable recent example includes a two-step 

deoxydehydration of xylitol leading to a 1,3-

pentadiene yield of ~52%.[85] The hydrogenolysis 

of 2-MTHF is a frequently studied chemistry on 

metal phosphides, but the presence of high pressure 

of H2 leads to the production of saturated species, 

and the overall yield to pentadienes is typically low; 

Oyama and co-workers have reported ∼50% yield 

of pentadienes during the hydrodeoxygenation of 2-

MTHF over WP/SiO2 at 548 K.[39] Other reports 

have reported negligible production of pentadienes 

in this chemistry.[38,40,41]  

Dehydra-decyclization of 2-MTHF appears to 

be a promising chemistry to obtain high yields of 

1,3-PD; Norman has recently reported that a ternary 

V-Ti-P oxide results in ~59% 1,3-PD yield during 

2-MTHF dehydra-decyclization.[86] Dumesic and 

co-workers have reported 68% combined 1,3 + 1,4-

pentadiene yield in the same chemistry on 

Figure 6. Selectivity to (left to right and top to bottom) 1,3-Pentadiene, 1,4-Pentadiene, butenes, and C6+ compounds, 

as a function of the fraction of total turnovers B-MWW(■), MCM-22 (□), B-MFI (♦), ZSM-5 (◊), B-BEA (►), and 

Al-BEA (▷); Reaction conditions are same as Figure 5. 
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amorphous silica/alumina.[33] However, their 

reported yield dropped from 68% to 52% over 58 

hours on-stream due to catalyst deactivation. Our 

previous studies on phosphorus-containing zeosils, 

while selective to dienes at low conversions, show 

a moderate yield of dienes of 60% at quantitative 2-

MTHF conversions.[12]  

As noted before, borosilicates suppress both the 

competing retro-Prins pathway, as well as 

condensation reactions leading to C6+ fraction. 

Furthermore, these catalysts are significantly more 

stable under reaction conditions than 

aluminosilicates. Therefore, experiments were 

designed to probe borosilicates at near complete 

conversions to maximize the yield of dehydra-

decyclization products in this chemistry, which 

predictably required high temperature and low 

space velocity conditions due to their instrinsic low 

reactivity. The obtained overall diene selectivities 

on borosilicates were consistently in the range of 

86-92% independent of experimental conditions 

and conversion levels. Most notably, under these 

low space velocity (0.85 g 2-MTHF/g cat./h) and 

high temperature (658 K) conditions, a total diene 

yield of ∼ 89% was observed on the borosilicate B-

MWW. More importantly, the yield of conjugated 

1,3-pentadiene was found to be ∼ 86% (Figure S6), 

and the corresponding diene selectivities were 

sustained for over 80 hours on-stream. Due to the 

lower activity of B-MFI and B-BEA, the yields 

obtained were limited by 2-MTHF conversions, and 

under similar experimental conditions, the 1,3-PD 

yield was found to be ~76% and ~24% on B-MFI, 

and B-BEA, respectively.  

 

4.0 Conclusions.  The systematic catalytic 

evaluation of boro-, and aluminosilicates in three 

zeolite topologies (MWW, MFI, and BEA) reveals 

that weakly acidic borosilicates suppress the 

competing retro-Prins pathway to butenes, as well 

as complex condensation pathways leading to 

coking precursors in the dehydra-decyclization of 

2-methyltetrahydrofuran, thus leading to ~90% 

selectivity to dienes across different 2-MTHF 

conversions. The thermodynamic favorability of 

1,3-pentadiene is shown by the increments in the 

diene distribution ratio of 1,3-/1,4-pentadiene by 

increasing reactor space-times and tighter 

micropore environments in MFI and MWW. Lastly, 

total catalyst lifetime in the chemistry is topology-

dependent, with 12-MR BEA showing lower TONs 

for both heteroatoms than MFI and MWW. 

Borosilicates exhibit a remarkable improvement in 

total catalyst lifetime in all three frameworks, 

ranging from ~3x in MWW to ~6x in BEA. These 

strategies are utilized to report a stable 1,3-

pentadiene yield of ~86% on B-MWW. 
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S1. Synthesis and characterization results for all synthesized samples 

S1.1 Synthesis of zeolites  

MCM-22  

Briefly, 1.32 g NaOH pellets were dissolved in 233.06 g deionized water (18.2 MΩ). Thereafter 1.37 g 

NaAlO2 was added till full dissolution, followed by the addition of 14.34 g hexamethyleneimine(HMI). 

17.68 g of fumed silica (Cab-o-sil M5) was added under stirring conditions, and mixture was stirred till a 

homogeneous gel was obtained. This gel with the chemical composition SiO2: 0.112 NaOH: 0.493 HMI: 

0.057 NaAlO2: 44.04 H2O was treated hydrothermally at 408 K for eleven days under rotation. Upon 

removal, ion exchange was performed by preparing 5% w/w mixture of Na-form of the prepared sample 

with 1.0 M NH4NO3 solution and keeping the solution under stirring conditions at 343 K for 12 hours. This 

material is the Al-MWW precursor (denoted as Al-MWW(P)). Calcination of this precursor lead to MCM-

22. 

MCM-36 

For the synthesis of MCM-36, a wet cake of Al-MWW (P) (20 wt% solids) was swollen at room temperature 

under high pH conditions (pH~14) followed by pillaring of the swollen materials with TEOS. In the 

swelling process, typically, 9 g of wet cake of Al-MWW(P) was mixed with 35 g of an aqueous solution of 

29 wt% CTAB and 11 g of an aqueous solution of 40 wt% TPAOH. The mixture was allowed to stir for 16 

h at ambient temperature, and then the particles were recovered by repeated cycles of centrifugation and 

water washing (600 s centrifugation at 10000 rpm, and re-dispersion in fresh water). The swollen material 

was then dried at 343 K overnight. The pillaring process was conducted by mixing 5 g of swollen Al-

MWW(P) powder with 25 g of TEOS, stirring for 24 h at 351 K under argon atmosphere, then filtering and 

drying at ambient temperature. A 1.0 g sample of the resulting solid was hydrolyzed with 10 g of water (pH 

~ 8, controlled with NaOH) for 6 h at 313 K, then filtered, dried at 300 K to produce pillared MWW (MCM-

36). After calcination (as described in the main text), successful swelling and pillaring of Al-MWW (P) 

was confirmed by the presence of (001) peak in the XRD patterns (Figure S1 b), as well the visible stacking 

of layers in the scanning TEM micrographs (Figure S1 h).  

B-MWW  

8.04 g of boric acid was dissolved into 68.4 g deionized water (18.2 MΩ). After complete dissolution, 23.84 

g of piperidine was added, and the mixture was stirred for 30 minutes. 12.0 g of fumed silica (Cab-o-sil M5) 

was then added to the above solution. A vortex shaker was used to mix the gel for at least 20 minutes prior 

to setting up magnetic stirring overnight, and the gel appeared translucent milky after vortex mixing. After 
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stirring overnight, this gel with chemical composition SiO2: 1.4 PI: 19 H2O:0.65 H3BO3 was transferred to 

autoclaves and hydrothermally treated in a rotation oven at 443 K for seven days. 

B-MFI 

1.13 g of anhydrous borax was dissolved into 29.0 g of deionized water (18.2 MΩ). 4.5 g TPAOH and 4.5 

g solid NaOH were added, and the solution was stirred for 30 minutes. Then, 2.71 g of fumed silica (Cab-

o-Sil M5) was added to the solution, and the gel was stirred overnight. The gel with a chemical composition 

SiO2: 0.49 TPAOH: 2.5 NaOH: 36 H2O: 0.13 Na2B4O7 was then transferred to autoclaves and 

hydrothermally treated in a static oven at 453 K for five days. Upon removal, ion exchange was performed 

by preparing 5% w/w mixture of Na-form of the prepared sample with 1.0 M NH4NO3 solution and keeping 

the solution under stirring conditions at 343 K for 12 hours. 

B-BEA  

0.54 g of boric acid was dissolved into 68.5 g deionized water (18.2 MΩ) and 22.83 g of TEAOH. The 

solution was stirred for 30 minutes. Then 24.03 g of fumed silica (Cab-o-sil M5) and 1.17 Si-BEA seeds 

(synthesized using procedures listed elsewhere1) were added to the above solution. After stirring for two 

hours, the gel with chemical composition SiO2: 0.385 TEAOH: 14 H2O: 0.067 H3BO3 was transferred to 

autoclaves and hydrothermally treated in a static oven at 423 K for four days. 

Following hydrothermal treatment for B-BEA and B-MWW, and ion-exchange for B-MFI and MCM-22, 

all samples were separated and fully washed and centrifuged to pH ∼ 9.0 followed by drying at 343 K 

overnight. These were then calcined using procedures reported in the main text. 
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S1.2 Characterization results for all zeolites with MWW topology 

 

Figure S1. (A) PXRD patterns for B-MWW, and MCM-22 compared with (bottom) MWW XRD pattern 

from International Zeolite Association (IZA)2 ; (B) PXRD pattern for MCM-36; (C) Ar adsorption-

desorption isotherms for B-MWW(■), MCM-22 (■) and MCM-36 (■); (D) SEM micrograph for B-MWW; 

(E) SEM micrograph for MCM-22; (F) SEM micrograph of MCM-36; (G) TEM micrograph of MCM-22 

and (H) STEM image of MCM-36. Note that the presence of 001 peak (Figure S1B) indicates successful 

pillaring of MCM-22 to MCM-36 (long range order is preserved, and stacked layers are also visible in 

STEM image in Figure S1H 
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S1.3 Characterization results for all zeolites with MFI topology 

 

Figure S2. (A)  PXRD  patterns  for B-MFI,  and ZSM-5 compared with (bottom) MFI XRD pattern from 

International Zeolite Association (IZA);2 (B) Ar adsorption-desorption isotherms for B-MFI (■) and 

ZSM-5 (■); (C) SEM micrograph for B-MFI; (D) SEM micrograph for ZSM-5. 
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S1.4 Characterization results for all zeolites with BEA topology 

 

Figure S3. (A)  PXRD  patterns  for B-BEA,  and Al-BEA compared with (bottom) BEA XRD pattern from 

International Zeolite Association (IZA);2 (B) Ar adsorption-desorption isotherms for B-BEA (■) and Al-

BEA (■); (C) SEM micrograph for B-BEA; (D) TEM micrograph for B-BEA; (E) SEM micrograph of Al-

BEA. 
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S1.5 Ex-situ characterization of boron and silicon environments in borosilicates  

Figure S4. (A) Trigonal and tetrahedral boron environments in borosilicates; (B) 11B MAS NMR spectra; 

and (C)  29Si MAS NMR spectra of B-MWW, B-BEA, and B-MFI. 

 Numerous reports on the silicon states in aluminosilicates as well as borosilicates exist and are not 

discussed in detail here for brevity. Briefly, the occupancy of Si in these frameworks is either in form of 

Si(OSi)4 linkages (represented as Q4 by 29Si-NMR), or as defect silanol nests Si(OSi)3OH (represented as 

Q3). Q4 shows a chemical shift of ∼ -110 ppm whereas Q3 shows a shift  of ∼ -100 ppm in 29Si MAS NMR 

spectra. Both signals were found present in all the synthesized borosilicate samples (Figure S4 c). As 

hydrolysis of B-O-Si bonds leads to the formation of silanol nests, a relatively weak Q3 signal in all samples 

indicated that most B-O-Si bonds were intact.3,4 Previous reports have further highlighted that boron 

coordination is mostly trigonal in dehydrated samples, and it undergoes a change to tetrahedral state upon 

rehydration.5,6 However, it is also possible that upon addition of excess water, trigonal (three-coordinated) 

B is hydrolyzed to a defect terminal B-OH linkage  which can be completely extracted from the framework.7 

The broad range for tetrahedral B chemical shifts are in the range of -5 to 0 ppm, while different trigonal 

sites show a chemical shift in the range ~ 3 to 18 ppm in 11B MAS NMR spectra, depending on the anchoring 

of B in the framework.5,6,8,9 Figure S4 a depicts an exhaustive list of boron environments in borosilicates. 

It can be seen that trigonal sites T0, T2, T3, can transform into tetrahedral sites (Q0, Q3, Q4), respectively, on 

the addition of water, and this change is reversible upon dehydration. Such transformations can also take 

place upon interaction of trigonal B sites with bases like pyridine and ammonia.8,10 Signals corresponding 

A 

B 

C 
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to both trigonal and tetrahedral B environments were present in the 11B MAS NMR spectra of all three 

borosilicates considered in this work (Figure S4 b). Interestingly, B-MWW showed a multiplet for 

tetrahedral B. Generally, the different chemical environments of boron atoms at T-positions in zeolite 

frameworks only have a minor influence on chemical shifts in 11B MAS NMR spectra,5 and multiplets in 

this region are attributed to the presence of non-identical crystallographic distinct T-sites in frameworks 

including B-MWW,11 B-RUB-112 and B-FER.9 MWW has eight distinct T-sites, and the result indicates 

that B-MWW preserves long-range order of B in these distinct tetrahedral sites resolvable by 11B NMR. It 

is also possible that B-MWW has higher B content than the other two borosilicates, and hence the distinct 

local environments are resolved in it. An accurate siting of B at these distinct sites, while possible using 

site multiplicities and previously reported relative stability of B in these distinct sites,11 is challenging using 

1-D NMR experiments alone. At each crystallographically distinct T-position, B can be sited in any of Q0-

Q4 environments, making it difficult to accurately predict their NMR shifts, and hence an accurate 

assignment of the multiplet lies outside the scope of this work. 
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S2. Assessment of transport limitation during kinetic measurements 

 

     Mears’ Criterion was used to estimate the existence of any external mass transfer calculations when 

measuring reaction rates. This was done for the catalyst exhibiting the highest mass-normalized rates (Al-

BEA) at the highest temperature (513 K). It can be safely assumed that the less active catalysts (per mass 

basis) will not be external transport-limited provided this limiting case doesn’t show these artifacts at 

identical reaction conditions. External mass transfer limitations can be neglected if the following inequality 

is satisfied 

 
𝑟𝑜𝑏𝑠𝜌𝑏𝑅𝑛

𝑘𝑐𝐶𝑏
< 0.15 (S.1) 

   

Where robs is the observed rate of reaction in mol kgcat-1 s-1, ρb is the catalyst bed density in kg m-3 (ρb = (1-

ϕ)ρc where ϕ is the bed void fraction and ρc is the density of the catalyst, reported as 1000 kg m-3), R is the 

catalyst aggregate size in m, n is the reactant reaction rate order, kc is the external mass transfer coefficient 

in m s-1, and Cb is the reactant bulk concentration in mol m-3.  

Table S1. Tabulation of parameters for the calculation of Mears’ Criteria for 2-MTHF dehydra-

decyclization on Al-BEA (Si/Al 12.5) at 513 K  

Parameter Value 

robs (mol kgcat-1 s-1) 4.34 x 10-3 

ρb (kgcat m
-3) 700 (ρc = 1000, assumed ϕ = 0.3) 

R (m) 3.75x10-4 (average mesh size of 250-500 μm) 

kc (m s-1)a 0.102 

Cb (mol m-3) 0.31 (10.5 torr 2-MTHF; total pressure 787.6 torr) 

n 0 

Mears’ Criterion (Mass) 0 ( 3.6 x 10-2 if assumed n = 1) 
a Estimated assuming Sh (Sherwood Number) =  kc(2R)/D = 2 + 0.6 Re1/2Sc1/3; Re (Reynolds Number) = ρU(2R)/μ 

and Sc (Schmidt number) = μ/ρD, where ρ = bulk gas density (Assumed to be He at 513 K, ρ = 0.15 kg m-3), U = 

superficial velocity (total volumetric flow rate (1 cm3 s-1); tube diameter (2R) = 4 x10-3 m: U = 7.95x10-2 m s-1), and 

μ = gas viscosity (estimated as He viscosity at 513 K = 2.85 x 10-5 Pa s). D is gas phase diffusivity, estimated using 

Chapman-Enskog theory of diffusivity for 2-MTHF in He at 513 K =2.47 x 10-4 m2 s-1).   

 

The Mears criterion parameter show the reported rates are not corrupted by external mass transfer 

limitations. 

Internal mass transfer limitations were evaluated by using the Weisz-Prater criterion (Eq S.2) for 

the highest temperature on all the six catalysts. 

 𝐶𝑊𝑃 = 𝜂𝜙2 =
𝑟𝑜𝑏𝑠𝜌𝑐𝑅2

𝐷𝑒𝐶𝐴𝑠
 (S.2) 
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where η is the dimensionless effectiveness factor, ϕ2 is the dimensionless Thiele modulus, De is the effective 

diffusivity in m2s-1 (De = Dεδ/τ, where ε is the porosity, δ is the constrictivity, and τ is the tortuosity, 

assumed to be average values of 0.35, 0.8, and 6, respectively), ρc is the particle density of the catalyst 

(assumed 1000 kg/m3) and CAs is the reactant surface concentration in mol m-3 (Mears’ criterion showed 

that there were no external mass transfer limitations, and hence we assume CAs = Cb). The upper limit of 

𝜂𝜑2 to safely assume that reaction is not diffusion limited is typically taken to be ~0.3.  

The evaluation of De requires sorption experiments with framework dependent probe molecules, 

and we instead adopted an alternative method for these internal transport calculations. A prior study by 

Ruthven and co-workers has measured the effective diffusivity of  2-methyl cyclopentane (2-MCP) in 

silicalite-1,13 which was assumed to be a surrogate for 2-MTHF given their similar sizes and chemical 

structures. Setting the value of Weisz-Prater parameter to 0.3 at the experimentally observed rates, the lower 

limit of De (De,min) which would still ensure the rates to be in kinetic regime was calculated for each catalyst, 

and compared with the effective diffusivity of 2-MCP (De,2-MCP, actual) in MFI micropores at the same 

temperature. Conclusions drawn from these calculations were different for the different frameworks. 

a) MFI: If De,min < De,2-MCP, actual, the rates are strictly in kinetic regime and internal transport limitations are 

absent. If De,min > De,2-MCP, actual, internal transport limitations exist. 

b) MWW: If De,min > De,2-MCP, actual, we can conclude that we are diffusion limited in the sinusoidal 10-MR 

channels of MWW (as they are smaller than MFI). However, the result is inconclusive if the opposite is 

true (De,min < De,2-MCP, actual). In short, the criteria can only confirm if we are diffusion-limited but not 

sufficient to prove if we are reaction-limited or not.  

c) BEA: If De,min < De,2-MCP, actual, we can certainly say that we are not diffusion-limited in BEA (given BEA 

has larger micropores than MFI). However, the test remains inconclusive in the case De,min > De,2-MCP, actual. 

In short, the criteria can only confirm if we are reaction-limited but not sufficient to prove if we are 

diffusion-limited or not. 

The results of this calculation for B-MFI and ZSM-5 are shown in Figure S5 (a-b). Since De,min < 

De,2-MCP, actual for both B-MFI and ZSM-5 at the three highest temperatures of kinetic investigation, these 

data are in kinetic regime. The rates (per mass) for Al-BEA are within ~2x of ZSM-5 while the difference 

in De,min  and De,2-MCP were almost an order of magnitude, and a similar analysis shows absence of internal 

transport limitations in Al-BEA as well. Similarly, B-BEA is significantly less active than B-MFI, and one 

can safely assume that  absence of internal transport limitations in B-MFI implies that the data for B-BEA 

are also in kinetic regime. 
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The situation changes, however, in the case of both MWW catalysts. We note that the correct length 

scale to be used in the Thiele modulus formalism should not be the thickness of the platelet-shaped 

crystallites (Figure S1 d-f) but rather their diameter; the transport through external surface pockets to the 

crystallite is inhibited by 6-MR constrictions, and only happens through the sinusoidal 10-MR channels 

(which are somewhat smaller than MFI). The results of the calculations for MWW catalysts are shown in 

Figure S5 (c-d). On MCM-22, De,min ≈ De,2-MCP, actual, and we cannot rule out the presence of diffusional 

limitations. While data for only the highest three reaction temperatures is shown, this was also found to be 

the case at low temperatures (453 K). Therefore, even under reaction conditions used for DTBP titration 

experiments, the measurements were not strictly in kinetic regime. Similarly, for B-MWW, De,min > De,2-MCP, 

actual which means that the presence of internal transport artifacts certainly cannot be ruled out in the rate 

measurements. We therefore don’t report activation barriers for the MWW catalysts as the rates are not 

strictly in the kinetic regime under the reaction conditions. 
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Figure S5. Comparison of De,min, and De,2-MCP, actual under 2-MTHF reaction conditions for (A) ZSM-5, (B) 

B-MFI, (C) MCM-22, and (D) B-MWW. 

 

  

A. B.

C. D.
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S3. Catalytic performance of all zeolites for the dehydra-decyclization of 2-MTHF  

While all mechanistic inquiries were sought under differential conditions, all zeolite samples were 

evaluated at different conversions to evaluate the product distributions and explore the range of 1,3-

Pentadiene yields achievable. Table S2 lists all the experiments conducted at relatively high temperatures, 

low 2-MTHF partial pressures, and low weight hourly space velocities to maximize conversions.   

Table S2. Reaction conditions and obtained product selectivities to major products 

Catalyst T 
(K) 

WHSV Conversion Carbon selectivity (%) 

  (h−1) (%)  

    1,3-PD (1,3+1,4)- Butenes C6+ 

     PD   

B-MFI 608 0.89 35.2 (32.5) 63.5 (62.5) 89.3 (88.5) 3.5 (3.2) 1.5 (1.8) 

 608 0.57 58.5 70.2 89.1 3.2 5.2 

 658 0.21 93.3 83.2 91.2 3.5 5.6 

 608 1.50 7.5 52.2 88.2 2.9 4.3 

 608 0.45 47.7 71.1 89.9 3.1 5.1 

ZSM-5 608 0.86 69.5 74.6 77.9 8.5 7.8 

B-BEA 608 0.89 9.2 (8.1) 46.0 (45.2) 91.4 (90.5) 0.5 (0.4) 2.7 (2.4) 

 658 0.16 44.9 53.3 87.8 1.5 5.2 

 658 0.81 33.4 52.1 86.2 0.7 6.2 

 658 0.09 50.7 53.9 91.7 1.5 4.3 

Al-BEA 608 1.21 75.7 41.8 55.9 19.5 14.1 

B-MWW 608 0.81 74.4 85.9 88.6 2.6 4.6 

 658 0.85 98.6 (98.7) 86.1 (87.5) 87.6 (89.2) 3.5 (3.1) 6.6 (6.4) 

 548 0.82 23.5 (23.8) 78.2 (78.8) 87.5 (87.1) 0.4 (0.5) 6.6 (8.6) 

 608 0.29 39.5 79.1 91.6 1.2 4.6 

 608 10.8 12.4 76.9 91.3 0.4 2.1 

 608 0.31 57.5 82.6 88.3 1.6 5.3 

MCM-22 608 1.20 88.1 67.7 73.9 10.4 9.4 

Conversions and selectivity recorded at TOS ≈ 10h; bracketed conversions and selectivity reported at TOS≈ 

48 h. Carbon balances close to within 10%. p2MTHF = 3.6 torr. Carrier gas flowrate 35 sccm. 
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Figure S6. (primary axis) 2-MTHF conversion (●), and product selectivities towards 1,3-Pentadiene (□), 

1,4-Pentadiene (◊), and butenes (Δ), and (secondary axis) Carbon mass balance (■) (Reaction conditions: 

T= 658 K, p2−MTHF =3.6 torr, WHSV = 0.85 h−1, Carrier gas flowrate= 35 sccm). Products with selectivity 

<2% are not shown. 
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S4. Isomerization of 1,4-Pentadiene to 1,3-Pentadiene 

 

S4.1 Equilibrium calculations for the inter-conversion of 1,3-, and 1,4-Pentadiene 

 

 

 

 

 

Table S3. Enthalpy of formation, and gas phase entropies of 1,3-PD and 1,4-PD* (* NIST values) 

* Calculations are done assuming a 1:1 ratio of E:Z 1,3-PD 

 

 

Table S4. Reaction enthalpies for the isomerization of 1,4-PD to 1,3-PD 

∆rxnH0 (kJ/mol) -27.06 

∆rxnS0 (kJ/mol) -0.015 

∆rxnG0(kJ/mol) -9.143 

K (298 K) 9352 

                                 

 

 

 ∆f H0 (kJ/mol) Sgas,0(J/mol) 

1,3-Pentadiene (E) 75.77 315.6 

1,3-Pentadiene (Z) 82.72 322.8 

1,4-Pentadiene 106.3 334 
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Figure S7. (A) Variation of the equilibrium ratio of 1,3-Pentadiene to 1,4-Pentadiene with temperature 

(Van’t Hoff Equation), and (B) The approach to equilibrium at 503 K (𝜂 =
(

𝑃1,3−𝑃𝑒𝑛𝑡𝑎𝑑𝑖𝑒𝑛𝑒
𝑃1,4−𝑃𝑒𝑛𝑡𝑎𝑑𝑖𝑒𝑛𝑒

)

𝐾503 𝐾
) for all the 

zeolites at 503 K; the plot shows that the diene distribution remains far from equilibrium on all catalysts 

under investigated conditions 
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S4.2 Catalytic evaluation of borosilicates using pure 1,3-Pentadiene, and 1,4-Pentadiene feeds 

 

Figure S8. (left) Product distribution obtained using pure 1,4-Pentadiene feed on different borosilicates; 

(right) Product distribution obtained using pure 1,3-Pentadiene feed on all borosilicates (all-silica materials 

are added for comparison). (Reaction conditions: T= 608 K, pfeed=3.5 torr, WHSV = 1.5 h−1, Carrier gas 

flowrate= 35 sccm, carbon balances close to ≈ 80-85%). 
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S4.3. Diene distributions resulting from pure C5 alkenol feeds on ZSM-5 (Si/Al 140) 

 

Figure S9. (A) The alkenol intermediates resulting from the ring-opening of 2-MTHF; and (B) Site time 

yields for the production of 1,3-Pentadiene, and 1,4-Pentadiene and the corresponding 1,3-PD/1,4-PD ratios 

obtained from (top to bottom) 2-penten-1-ol,  3-penten-1-ol,  4-penten-1-ol,  and 4-penten-2-ol (Reaction 

conditions:  T= 413 K, pfeed= 10.5 torr, WHSV = 3.2-6.5 h−1, Carrier gas flowrate= 60 sccm, Catalyst: ZSM-

5 (Zeolyst) (Si/Al=140, with a BAS count of ≈ 85.3 µmol/g), all conversions kept in the range 2-5%). 
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