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Boron oxynitride quantum dots for CO2 photoreduction

Ravi B. Shankar,a Elan D. R. Mistryb, Mahmoud Ardakanic and Camille Petita,* 

Photocatalytically active boron oxynitride quantum dots (BNO QDs) were produced  via  a
bottom-up hydrothermal synthesis. This is the first demonstration of BN-based quantum
dots being employed as photocatalysts. The material facilitates CO2 photoreduction, with
evolution  rates  and  quantum efficiencies  exceeding  those  for  P25  TiO2, the  benchmark
catalyst in the field.

Quantum dots (QDs) represent a family of 0D materials, typically exhibiting a lateral size less
than  20  nm,1 which  encompass  a  broad  spectrum of  chemical,  optoelectronic,  magnetic  and
catalytic properties.2, 3 QDs exhibit higher surface-to-volume ratios compared to bulk materials, as
well as  a large number of dangling bonds, which makes them highly sensitive to surface defects
and adsorbate interactions.4 This has facilitated a range of applications including, but not restricted
to,  drug  delivery,  sensing  and  catalysis.  QDs  often  exhibit  strikingly  different  electronic  and
photochemical behaviour in contrast to their bulk counterparts. This is attributed to edge effects
and spatial quantum confinement phenomena, arising at sizes less than the Bohr radii of charge
carriers. This results in larger HOMO-LUMO gaps and discretised electronic states.5 However, the
confined size of QDs can facilitate efficient charge separation due to the shorter bulk-to-surface
migration  distance for  the  exciton  pair.6 This  efficient  charge separation,  coupled  with  tunable
chemistry and optoelectronic properties, has made several organic and inorganic QDs attractive
alternatives to bulk materials for photocatalysis.7-12 Aside from carbon-based QDs, the majority of
QDs as photocatalysts present the problem of toxicity and/or usage of non-abundant heavy metals
(e.g. CdX: X = S, Se, Te and PbS).13, 14 Like carbon-based QDs, boron nitride (BN) and BN-based
QDs have garnered interest owing to their non-toxicity15 and high degree of tunability. Tailoring the
size, morphology, composition and edge functionalisation have been shown to alter the optical,
magnetic and electronic properties of BN-based QDs.16-18 The primary applications of BN QDs in
literature  so far  include:  photoluminescence19-21,  sensing22,  23 and bioimaging.24,  25 Yang  et  al.26

recently utilised BN-based QDs to enhance exciton dissociation and charge transfer in decorated
graphitic carbon nitride for visible light-driven oxygen activation. However, the photoactivity from
the BN-based QDs as standalone materials was not assessed.27  There have been no reports to
date of BN-based QDs being able to function as stand-alone photocatalysts without the aid of
cocatalysts, namely due to a large band gap (~5.0 – 6.0 eV in BN QDs1). The work described
herein  addresses  this  gap  and  provides  a  step-change  addition  to  the  current  BN-based
photocatalysts family.28, 29

To lower the band gap of  the BN-based QDs, we employed oxygen doping in  a bottom-up
hydrothermal synthesis route (Fig. 1). Oxygen doping has recently been shown to be a band gap
narrowing strategy in bottom-up syntheses of BN materials.30 The resulting product is termed boron
oxynitride  (BNO),  owing  to  the  significant  proportion  of  interior-substituted  oxygen  atoms,  to
distinguish  from  other  BN  materials.  In  short,  an  aqueous  solution  of  boric  acid  and
hexamethylenetetramine (HMTA) was reacted in an autoclave at 200  oC for 18 hours (Fig. 1). A
tertiary amine (HMTA) was used as the nitrogen precursor instead of  commonly used primary
amines (e.g. melamine) to promote oxygen doping owing to the higher reaction energy barrier.30

After  cooling  to  room  temperature,  the  reaction  mixture  was  filtered  using  an  ultrafiltration



membrane (0.22 μm) to remove larger particles. A yellow solution of BNO QDs were obtained
(inset Fig. 1). The solution was evaporated off at 90 oC in a drying oven to obtain a yellow powder
(inset Fig. 1), which we used for characterisation and photocatalytic testing.

We first characterised the structure and morphology using high resolution transmission electron
microscopy (HRTEM) to gain insight 
into the size distribution of the BNO QDs (Fig. 2). From Figs. 2a and 2b, the BNO QDs exhibit
spherical morphology and are mainly distributed in the 2 – 5 nm range, with an average lateral size
of approximately 3 nm (as determined by ImageJ).31 This is in agreement with previous literature
reports.19, 26 As illustrated in the inset of Fig. 2a, the dark dot shows clear lattice fringes of 0.34 nm,
corresponding to an interplanar d(002)-spacing.32

Fig.  1  Synthesis  of  boron oxynitride  quantum dots  (BNO QDs)  via a  bottom-up hydrothermal
synthesis using boric acid and hexamethylenetetramine precursors. The structure shown on the
right is a representation of part of a layer of the obtained BNO QDs. The insets show pictures of
the BNO QDs aqueous solution, including visualisation of the Tyndall effect.

Typical XRD patterns for BN materials with characteristic peaks at 2θ values of 26o  and 44o,
corresponding to the (002) and (100) planes were observed (Fig. 2c).33 BNO QDs exhibited a
surface area of  2 m2/g,  as opposed to 49 m2/g for  TiO2 P25 (Fig.  S1).  We next analysed the
bonding  types  and  chemical  composition  of  the  BNO  QDs  using  Fourier  transform  infrared
spectroscopy (FT-IR) and X-ray photoelectron spectroscopy (XPS) (Figs. 3 and S2). The sample
exhibits the two characteristic IR bands of BN at ~1250 cm-1 (in-plane B-N transverse stretching)
and ~750 cm-1 (out-of-plane B-N-B bending) (Fig. 3a).34 We attribute the weaker band at ~1000 cm-

1 to B-O bonds arising from interior substituted oxygen atoms.29, 30 A broad O-H peak at ~3200 cm-1

is observed, highlighting edge hydroxide functionalisation and termination of the BNO QDs.35,  36

The  bands  at  ~930  cm-1 and  ~1200  cm-1  likely  correspond  to  C-H  and  C-N/C-O  bonds,
respectively.37 The presence  of  carbon  in  BN QDs is  common and has been  reported.19,  36,  38

Compared to hydro-/solvothermal routes, bottom-up pyrolytic syntheses of BN, more so under the
presence of ammonia39, aid the removal of carbon from the end product.28, 29 To gain further insight
into the relative atomic surface composition and chemical states of the elements, we collected high
resolution core level B 1s, C 1s, N 1s and O 1s  spectra through XPS. In addition to B (39 at.%), a
significant proportion of oxygen atoms (~50 at.  %) was detected,  the majority of which seems
involved in B-O bonds (B 1s: 194.0 eV, O 1s: 533.1 eV). The peaks at 191.0/193.0 eV and 398.5
eV and 398.5 eV in the B 1s and N 1s spectra, respectively, likely belong to B-N/B-Ox-N3-x bonds
(Fig. S2).40 We assign the C 1s peak at 286.3 eV to C-N/C-O bonds, in agreement with the FT-IR



spectrum in Fig. 3a.25 We link the main N 1s peak at 402.5 eV to C-N. We used the bonding patterns
derived from the FT-IR spectrum and XPS to construct the proposed structure of the BNO QDs in Fig. 1.

Next, we probed the optoelectronic properties of the BNO QDs through UV-vis diffuse reflectance
spectroscopy (UV-Vis DRS). The  absorption edge is ~ 355 nm (inset of Fig. 3c). From the Tauc plot of
the transformed Kubelka-Munk function against photon energy (Fig. 3c), the BNO QDs exhibits a UV-
range band gap of 3.50 eV. We consider BNO QDs as direct band-gap semiconductors based on
literature.41

Fig.  2  Structure  and  morphology  of  the  BNO  QDs. (a)  HRTEM  image  of  the  BNO  QDs
highlighting the spherical morphology (inset – lattice fringes). (b) Histogram of size distribution of
BNO QDs as determined based on HRTEM images. (c) Powder XRD pattern of the BNO QDs with
the characteristic (002) and (100) peaks highlighted.

We followed the same methodology as in a previous study29 to determine the band structure of the
BNO  QDs  by  measuring  the  valence  band  offset  (ΔEVB)  and  work  function  (Φ) through  XPS
measurements (Fig. S3). We note here that since the charge carriers are bound and trapped in a



potential well, the energies relative to absolute vacuum are negative. Hence, the work function (Φ)
and valence band offset  (ΔEVB) take negative values relative to absolute vacuum based on the
notation outlined in our previous study.29 The BNO QDs exhibited a valence band offset of -3.10 eV
and a work function of -3.90 eV (Fig. S3). By combining this data with the optical band gaps determined
in Fig. 3c, we determine the conduction and valence bands to be -3.50 eV and -7.00 eV. The complete
band structures for the BNO QDs on the absolute energy scale vs. vacuum, with the redox potentials
for CO2/CO and H+/H2 vs. SHE at pH = 0  are presented in Fig. 3d. This is the first time the band
structure for any type of BN QD is reported. The conduction and valence bands for the BNO QDs
straddle the redox potentials for the CO2 photoreduction system, which is imperative for the material to
be able to thermodynamically facilitate the reaction. The thermodynamic overpotential  for the CO2

photoreduction reaction is approximately 1 V (Fig. 3d).  We observe that the separation between the
Fermi level (EF) and conduction band is smaller than that with the valence band (Fig. 3d). This suggests
that the BNO QDs exhibit n-type character, which is desirable for CO2 photoreduction.

Next, we tested the BNO QDs for the gas phase photoreduction (or CO2 hydrogenation) of CO2,
under UV-vis irradiation, in a simple gas/solid phase set-up under ambient conditions without the
presence of a co-catalyst.

 

Fig. 3 Chemical and optoelectronic properties of the BNO QDs. (a) FT-IR spectrum for the
BNO QDs with the bands highlighted. (b) Relative atomic composition of the BNO QDs as obtained
from XPS.  (c)  Tauc plot  of  Kubelka-Munk  function  against  photon  energy  (inset  –  absorption
spectrum of BNO QDs) (d) Band structure for BNO QDs on the absolute energy scale vs. vacuum
with the conduction and valence bands, with the redox potentials for CO2/CO and H+/H2 vs. SHE at
pH = 0 illustrated.

The photocatalytic output was compared to that of P25 TiO2. P25 TiO2 is a benchmark commercial
material  in  the field, which enables comparison with other groups’ work,  despite differences in



experimental  set-ups.42 We used the same mass of  catalyst,  sample preparation  and reaction
conditions for both the BNO QDs and P25 TiO2  (see Section S2). The lamp intensity spectra is
presented in Fig. S4. For both materials, after an irradiation time of 3 hours, CO was observed as
the major product, with comparatively smaller quantities of CH4 detected. Under these conditions,
the BNO QDs drove the photoreduction of CO2 with an average specific CO production rate of 44.9
μ mol g-1 h-1 (Fig. 4a) and a quantum efficiency (QE)  of 0.02 % across the UV-vis spectrum (270

– 900 nm), which was an order of magnitude higher than that of P25 TiO2 (average CO production
rate of 8.53 μ mol g-1 h-1 and QE of 1.2 x 10-3) (Tables S1 and S2). The same trend amongst the
materials is also observed with regard to the minor product,  CH4 (Fig. 4a and Table S1).  The
performance of the materials per available material surface area, as well as per irradiated surface
area, is reported in Table S2. 

Fig. 4 Photocatalytic testing of the BNO QD sample. (a) Specific production rate of CO and CH4

for BNO QDs, compared to P25 TiO2, under UV-vis irradiation and H2 as the sacrificial agent (300
W Xe arc lamp, 9.5 cm distance from catalyst to lamp source, 5 hours, 25 °C). Intensity at the
catalyst surface was  1850  ± 17  W m-2. (b)  Kinetic study illustrating photocatalytic CO evolution
from the BNO QDs as a function of time under UV-Vis irradiation (same lamp and reactor settings
as before).

We confirmed the origin of CO isotopic labelling experiments using  13CO2.  Aside from  13CO2

being used as the feed gas in tandem with H2 as the sacrificial agent, we maintained the same
catalyst  preparation  method  and  reaction  conditions  from  the  original  system.  The  gas
chromatograms  corresponding  to  the  13CO  peak  (m/z  =  29)  and  mass  spectra  for  the
photocatalytic  13CO2 reduction  system  are  presented  in  Fig.  S5.  After  the  completion  of  the
reaction, the mass spectra shows dominant peaks of  m/z = 45 (13CO2) and m/z = 29 (13CO) with no
peak for 12CO (m/z = 28) observed. Corresponding to this, a 13CO peak (m/z = 29) observed in the
gas chromatogram. The results point to the formation of 13CO and provides direct evidence that the



origin of the evolved CO is indeed from the reduction of CO2 itself.  The kinetic study (Fig. 4b)
shows a constant CO evolution rate over a 6-hour testing period, which shows that the catalyst
maintained its photoactivity throughout the course of the reaction. The O-containing groups of the
BNO QDs, particularly the OB3 centres, likely played a dominant role in the photochemistry of the
material43.

In  conclusion,  we proposed a one-step hydrothermal  route to synthesise photoactive boron
oxynitride quantum dots. This approach transformed the material from a wide band gap insulator to
a UV-light harvesting n-type semiconductor. For the first time, it was demonstrated that BNO QDs
are able to facilitate gas phase CO2 photoreduction,  in  a simple solid/gas phase setup,  under
ambient conditions without the presence of a co-catalyst. The evolution rate exceeded that of P25
TiO2  (i.e. – the benchmark catalyst in the field). These BNO QDs represent a step change and a
new design paradigm to the existing BN photocatalyst family. 
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Section S1. Synthesis of boron oxynitride quantum dots 

0.4946  g  of  boric  acid  (H3BO3,  ACS reagent,  99.0  %,  Sigma-Aldrich)  and  0.1893  g  of

hexamethylenetetramine (HMTA) (C6H12O6,  molecular  biology grade,  Sigma-Aldrich)  were

mixed  in  50  mL  of  deionised  water  under  constant  stirring  for  20  minutes  at  room

temperature. The solution was transferred to an autoclave and reacted in a reaction oven at

200 oC for 18 hours. After cooling naturally to room temperature, the reaction mixture was

filtered using  an ultrafiltration  membrane (0.22 μm)  to  remove larger  particles.  A yellow

solution of BNO QDs was obtained. The solution was evaporated at 90 oC in a drying oven

to obtain a yellow powder, which we used for characterisation and photocatalytic testing.  

Section S2. Experimental characterisation

2



Powder X-ray diffraction (XRD).  Powder XRD was performed using a PANalytical X’Pert

Pro  X-ray  diffractometer  in  reflection-transmission  mode  with  a  spinning  stage  (2

revolutions/second). An anode voltage of 40 kV and emission current of 20 mA were chosen

as the operating conditions using a monochromatic Cu-Kα radiation source (λ = 1.54178 Å).

The X’Celerator silicon strip detector was used in the diffractometer. 

Porosity measurements.  Nitrogen sorption isotherms were measured using a volumetric

sorption  analyser  (Micrometrics  3 Flex)  at  -196 °C. The samples  were initially degassed

overnight  at  140 °C at  approximately  0.2  mbar  pressure.  Prior  to  the  sorption  isotherm

measurement,  the  samples  were  further  degassed  in-situ  for  4  hours  at  120 °C.  The

equivalent  specific  surface  areas  of  the  samples  were  determined  using  the  Brunauer-

Emmett-Teller (BET) method.1 

High  resolution  transmission  electron  microscopy  (HRTEM). High  resolution

transmission electron microscopy (HRTEM) imaging was  collected on a  JEOL 2100Plus

microscope with a 200 kV acceleration voltage and the microscope was used in imaging

mode. Sample preparation was performed by drop depositing the BNO quantum dot solution

on a holey carbon copper grid. The size distribution of the BNO QDs were obtained using

ImageJ.2

Fourier transform infrared spectroscopy (FT-IR).  The spectra were obtained on the as-

synthesised sample in the range of 500 – 4000 cm-1 using a Perkin-Elmer Spectrum 100 FT-

IR spectrometer equipped with an attenuated total reflectance (ATR) accessory. The spectra

were collected, averaged 16 times, and corrected for the background noise. 

X-ray photoelectron spectroscopy (XPS).  XPS was employed to determine the relative

elemental composition of  the samples and the chemical  states of  the elements,  using a

Thermo Scientific K-Alpha+ X-ray Photoelectron Spectrometer equipped with a MXR3 Al K

α  monochromated X-ray source (h ν  = 1486.6 eV). The samples were initially ground

and mounted onto an XPS sample holder using a small  rectangular  piece of  conductive

3



carbon tape. The X-ray gun power was set to 72 W (6 mA and 12 kV). Survey scans were

acquired using 200 eV pass energy, 0.5 eV step size and 100 ms (50 ms x 2 scans) dwell

times. All of the high resolution core level spectra (B 1s, N 1s, C 1s, and O 1s) were obtained

using a 20 eV pass energy and 0.1 eV step size.  The results were analysed using the

Thermo  Avantage  data  analysis  program.  Any  charging  effect  in  the  core  level

measurements was mitigated by using a dual-beam flood gun that uses the combination of

low energy electrons and argon ions. 

UV-Vis  diffuse  reflectance  (UV-Vis  DR)  spectroscopy.  UV-Vis  DR spectroscopy  was

conducted using a Shimadzu UV-2600 true optical double beam UV-Vis spectrophotometer

equipped with an integrating sphere. The integrating sphere has an InGaAs detector with a

detection range of 220 – 1400 nm. Spectral band width was set to 5 nm and barium sulphate

(BaSO4) was used as a standard for the baseline corrections. Spectra were treated using

Kubelka-Munk function in  order  to  eliminate any tailing contribution from the UV-Vis DR

spectra. The following equation was applied:  F(R) = (1-R)2/2R where R is the reflectance

(%). The band gaps (EG) were estimated via extrapolation of the linear section of the Tauc

plot  of [F(R).hv]1/n against  photon  energy (hν).  We consider the BNO quantum dots as a

direct band gap semiconductor based on literature (n = 0.5).3 

Photocatalytic  reduction  of  CO2.  A gas/solid  photoreactor  setup  was  assembled  to

conduct  the  photocatalytic  reduction  of  CO2.  The  as-synthesised  BNO  quantum  dot

photocatalysts were deposited on a circular metal disc with a fixed area of 9.6 cm2. To do so,

0.3 mL of the BNO quantum dot solution was drop casted onto the sample holder. The drop

casted sample was dried overnight at 120  °C in a drying oven prior to testing.  Research

grade (99.999%) CO2 and H2 (99.9995%, Peak Scientific PH200 hydrogen generator) were

flowed at controlled rates using mass flow controllers (Omega Engineering, 0–50 mL/min).

Firstly,  the photoreactor (35 cm3)  was vacuumed and replenished with a gas mixture of

CO2 and  H2 (1.5  vol/vol  ratio)  ten  times.  The  same  gas  mixture  of  CO2 and  H2  was

subsequently passed over the catalyst bed in the photoreactor for 15 residence times before

4



it was sealed at 1.40 bara and irradiated for 3 hours. A xenon arc lamp (300 W, λ > 325 nm,

LOT Quantum Design), equipped with a water filter was used as the irradiation source with

the distance from the lamp to the sample being 9.5 cm and the intensity at the catalyst

surface measured to be 1850  ± 17 W m-2. The lamp intensity was measured using a UV-Vis

spectrophotometer with 280 – 900 nm range (StellarNet) and an average lamp intensity with

standard deviation  was calculated after  three repeat  measurements.  The evolved gases

were  detected  by  a  gas  chromatograph  (GC,  Agilent  Technologies)  with  HayeSep  and

molecular sieve columns in series, and thermal conductivity (TCD) and flame ionisation (FID)

detectors. In addition, isotopic tracing experiments were performed with 13CO2 (BOC, >98%

atom  13CO2 compared  to  12CO2,  >99%).  The  photocatalytic  CO2  reduction  tests  were

repeated three times for  each material  under  the same reaction conditions to obtain an

average  specific  CO  production  rate,  from  which  the  standard  deviation  in  the

measurements was calculated.
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Fig. S1. Nitrogen sorption isotherms at -196 oC for the BNO QDs and P25 TiO2. 
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Fig. S2. Survey spectrum and high resolution B 1s, N 1s, C 1s and O 1s core level spectra

for the pristine BNO quantum dots, before CO2 photoreduction, for with the key characteristic

peaks and corresponding binding energies highlighted.
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Fig. S3.  (a) Valence band XPS spectrum and (b) Secondary electron cut-off spectrum for

BNO quantum dots. 
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Fig. S4. 300 W Xe arc lamp with water filter emission spectra. Distance from lamp to catalyst

surface is 9.5 cm.
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Table  S1.  Average specific  CO and  CH4 evolution  rates  ±  standard error  (σ),  obtained

through triplicate measurements for BNO quantum dots and P25 TiO2.

Sample CO evolution rate
(UV-Vis)

( μ mol g-1 h-1)

CH4 evolution
rate (UV-Vis)

( μ mol g-1 h-1)
BNO QDs 44.90 ±  3.27 6.29 ±  0.27
P25 TiO2 8.53 ±  0.34 1.79 ±  0.79
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Table S2. Average CO and CH4 evolution rates per available material surface area as well

as per irradiated surface area ± standard error (σ), obtained through triplicate measurements

for BNO quantum dots and P25 TiO2.

Sample CO evolution rate
(per material
surface area)

( μ mol m-2 h-1)

CH4 evolution
rate 

(per material
surface area)

( μ mol m-2 h-1)

CO evolution rate
(per irradiated
surface area)

( μ mol m-2 h-1)

CH4 evolution
rate 

(per irradiated
surface area)

( μ mol m-2 h-1)
BNO QDs 22.45 ±  1.63 3.15 ±  0.14 898.0 ±  65.4 125.8 ±  5.4
P25 TiO2 0.17 ±  6.94 x

10-3

3.65 x 10-2 ±  
1.61 x 10-2

170.6 ±  6.8 35.8 ±  15.8
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Quantum efficiency (QE) calculations

The quantum efficiency is defined as the rate of a given photophysical or photochemical
process divided by the total absorbed photon flux.4 This can be written as:

QE= rate of product formed
totalabsorbed photon flux

x 100%  Equation (S1)

The photon flux absorbed by the photocatalyst at a given wavelength λ  is given by:

|¿|( λ )
I ¿( λ)

¿
¿

ŃP ,absorbed(λ)=¿

Equation (S2)

where λ  denotes the wavelength, 
|¿|(λ)
I ¿

 denotes the intensity of irradiation absorbed 

by the photocatalyst at a given wavelength λ , h  denotes Planck’s constant and c  

the speed of light.

To account for the number of photons absorbed by the photocatalyst at a given wavelength

λ , we need to consider the absorbance ( |¿| ) of the material at that wavelength and

apply the Beer-Lambert law:

|( λ )|=−log10 [ I F(λ)I I (λ) ] Equation (S3)

where  I I (λ)  denotes  the  intensity  emitted  from  the  irradiation  source  at  a  given

wavelength λ  and IF( λ)  denotes the intensity after passing through the photocatalyst

at the same wavelength λ . 

The intensity of  irradiation absorbed by the photocatalyst  at  a given wavelength  λ  is

given by:
|¿|( λ )=I I ( λ )−IF( λ)

I ¿
Equation

(S4) 

which, using equation (S3), can be written as:
|¿|( λ )=I I ( λ )−IF ( λ )=I I ( λ )−I I ( λ )10−|( λ )|=I I ( λ ) [1−10−|(λ)|]

I¿
Equation (S5)

Substituting equation (S5) into equation (S2) gives:

ŃP ,absorbed(λ)=
I I ( λ ) [1−10−|(λ)|](λ)

(hc )
Equation

(S6)

The total photon flux absorbed by the photocatalyst across the entire wavelength range of

the irradiation source is then given by:
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ŃP ,absorbed(total )=∑
λstart

λend I I ( λ ) [1−10−|(λ)|]( λ)
(hc)

Equation (S7)

ŃP ,absorbed(total )=
1

(hc )
∑
λ start

λend

I I ( λ ) [1−10−|( λ )|](λ) Equation (S8)

The rate of CO molecules formed ŃCO

¿
) can be written as:

ŃCO=(N A)( ńCO) Equation (S9)

where N A denotes Avagadro’s constant and ńCO  denotes the molar rate of production

of CO  per surface area. 

Substituting equations (S8) and (S9) to (S1) gives us the final expression for the quantum

efficiency for CO evolution:

QECO=
(N A)(ńCO)(hc)

∑
λstart

λend

I I ( λ ) [1−10−|( λ )|](λ)
x 100%

 Equation (S10) 

Following the same derivation as outlined above, we can write the QE for CH4 from CO2

photoreduction as:

QECO=
(N A)(ńCO )(hc)

∑
λstart

λend

I I ( λ ) [1−10−|( λ )|](λ)
x 100%

 Equation (S11)

QECH4
=

(N A)(ńCH 4
)(hc)

∑
λstart

λend

I I ( λ ) [1−10−|( λ )|](λ)
x 100%

 Equation (S12)

The  total  QE  for  CO2 photoreduction  ( QECO2
) can  then  be  obtained  by  summing

equations (S11) and (S12):

QECO2
=[ (N A ) (hc )

∑
λstart

λ end

I I ( λ ) [1−10−|( λ )|] ( λ ) ](ńCO+ńCH 4
) x100%

 Equation (S13)

13



Dimensional analysis of derived QE expressions:

As a sanity check, a dimensional analysis of the derived QE expressions is conducted to

show that the units are dimensionless:

QECO=
(N A)(ńCO )(hc)

∑
λstart

λend

I I ( λ ) [1−10−|( λ )|](λ)
x 100%

 

−¿

QECO=| 1
mol||molsm2||J m1 ||s m2

J ||1m|=¿

Therefore, the derived QE expression yields a dimensionless value. 
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Error propagation analysis in QE:
To determine the uncertainty in the QE, we must consider the uncertainty contributions from

the individual terms in equations (S10) – (S13) through which error propagation can occur. 

QEH 2
=

(N A)(ńCO)(hc)

∑
λ start

λend

I I ( λ ) [1−10−|( λ )|](λ)
x100%

 

The upper bound of the relative uncertainty in a quantity q , 
δq
|q|  ,where q= x

y
 can

be approximated as5:
δq
|q|
≈
δx
|x|

+ δy
|y| Equation (S14)

So:

δQECO
|QECO|

≈
δ ńCO
|ńCO|

+ δI
|I| Equation (S15)

Hence, the absolute uncertainty in the QE is given by:

δQECO≈|QECO|( δ ńCO|ńCO|
+ δI
|I|) Equation (S16)

And similarly:

δQECH4
≈|QECH4

|( δ ńCH 4

|ńCH4
|
+
δI
|I|) Equation (S17)

δQECO2
≈|QECO|( δ ńCO|ńCO|

+
δI
|I|)+|QECH4

|( δ ńCH4

|ńCH4
|
+
δI
|I|) Equation (S18)
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Table S3. Quantum efficiencies for BNO quantum dots and P25 TiO2.

Sample QECO (%)
(UV-Vis)

QECH4 (%)
(UV-Vis)

QECO2 (%)
(UV-Vis)

BNO QDs 1.4 x 10-2 ±
1.1 x 10-3

1.9 x 10-3 ±
1.6 x 10-4

1.6 x 10-2 ±
1.3 x 10-3

P25 TiO2 9.5 x 10-4 ±
4.7 x 10-5

2.0 x 10-4 ±
9.0 x 10-5

1.2 x 10-3 ±
1.4 x 10-4
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Table S4. Summary of the CO evolution rates for the BNO QDs for all of the photocatalytic

CO2 reduction reactions conducted. 

Reaction 12CO evolution rate
(UV-Vis)

( μ mol g-1 h-1)
UV-Vis (CO2/H2) 44.90 ± 3.27

13CO2 isotopic test n.d

n.d – none detected.
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Table S5. Comparison of the apparent quantum yields (AQYs) or quantum efficiencies (QE)

of various photocatalysts for photocatalytic CO2 reduction reactions. 

Catalyst Sacrificial 
agent

Major products 
evolution rates

AQY (%) unless
otherwise
indicated 

Reference

P25 TiO2 H2O CO: 10.2 μmol g-1 h-1

H2: 19.9 μmol g-1 h-1
0.03 

(λ < 365 nm) 
Reñones et al.6

Degussa P25
standard TiO2

H2O CH4: 0.021 μmol g-1 h-1 0.0021
(λ < 365 nm)

Ali et al.7 

CZTS-ZnO
nanoparticles

H2O CH4: 0.0954 μmol g-1 h-1 0.0128 Zubair et al.8

CuxO−TiO2

mesoporous p-
type/n-type

heterojunction
material

H2O CH4: 221.63 ppm g-1 h-1 0.0177 Park et al.9 

Bi2WO6/Au/CdS 
Z-scheme

H2O CH4: 0.75  μmol g-1 h-1 0.012 Wang et al.10 

Co-ZIF-9/TiO2

nanostructure
H2O CO: 17.58  μmol g-1 h-1 0.053 Yan et al.11 

In2O3/g-C3N4 H2O CH4: 159.2 ppm g-1 h-1 0.082 Cao et al.12 
Cu2O/WO3

nanosheets
H2O CO: 0.56  μmol g-1 h-1 0.503 Shi et al.13 

B-BNO H2 CO: 6.53  μmol g-1 h-1 QE = 0.0013 Shankar et al.14

BNO QDs H2 CO: 44.9  μmol g-1 h-1 QE = 0.016 This work
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Fig. S5. (a) Gas chromatogram under ‘light’ conditions (i.e. – after the reaction duration has

been completed) illustrating the 13CO (m/z = 29) peak observed with the photocatalytic 13CO2

reduction system, (b) Mass spectra for the  photocatalytic  13CO2 reduction system with the

peak corresponding to 13CO (m/z = 29) indicated. No peak is observed for 12CO (m/z = 28),

(c) Mass spectra for the photocatalytic 13CO2 reduction system with the peak corresponding

to 13CO2 (m/z = 45) as the major peak compared to 12CO2 (m/z = 44) indicated, which is an

impurity in the 13CO2 cylinder. 
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