doi.org/10.26434/chemrxiv.13288805.v1

The Shape of Water in Zeolites and Its Impact on Epoxidation Catalysis
Daniel Bregante, Matthew Chan, Jun Zhi Tan, E. Zeynep Ayla, Christopher P. Nicholas, Diwakar Shukla,
David Flaherty
Submitted date: 25/11/2020 • Posted date: 26/11/2020
Licence: CC BY 4.0
Citation information: Bregante, Daniel; Chan, Matthew; Tan, Jun Zhi; Ayla, E. Zeynep; Nicholas, Christopher
P.; Shukla, Diwakar; et al. (2020): The Shape of Water in Zeolites and Its Impact on Epoxidation Catalysis.
ChemRxiv. Preprint. https://doi.org/10.26434/chemrxiv.13288805.v1
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intermediates. Within the pores of a zeolite, H2O molecules form hydrogen-bonded structures that differ
significantly from bulk H2O. Spectroscopic measurements and molecular dynamics simulations show that
H2O molecules form bulk-like three-dimensional structures within 1.3 nm cages, while H2O molecules
coalesce into oligomeric one-dimensional chains distributed throughout zeolite frameworks when the pore
diameter is smaller than 0.65 nm. The differences between the motifs of these solvent structures provide
opportunities to manipulate enthalpy-entropy compensation relationships and significantly increase rates of
catalytic turnover events. Here, we explain how the reorganization of these pore size-dependent H2O
structures during alkene epoxidation catalysis gives rise to entropy gains that increase turnover rates by up to
400-fold. Collectively, this work shows how solvent molecules form discrete structures with highly correlated
motion within microporous environments, and that the reorganization of these structures may be controlled to
confer stability to reactive intermediates.
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Abstract: Solvent structures that surround active sites reorganize during catalysis and influence the stability
of surface intermediates. Within the pores of a zeolite, H2O molecules form hydrogen-bonded structures
that differ significantly from bulk H2O. Spectroscopic measurements and molecular dynamics simulations
show that H2O molecules form bulk-like three-dimensional structures within 1.3 nm cages, while H2O
molecules coalesce into oligomeric one-dimensional chains distributed throughout zeolite frameworks
when the pore diameter is smaller than 0.65 nm. The differences between the motifs of these solvent
structures provide opportunities to manipulate enthalpy-entropy compensation relationships and
significantly increase rates of catalytic turnover events. Here, we explain how the reorganization of these
pore size-dependent H2O structures during alkene epoxidation catalysis gives rise to entropy gains that
increase turnover rates by up to 400-fold. Collectively, this work shows how solvent molecules form
discrete structures with highly correlated motion within microporous environments, and that the
reorganization of these structures may be controlled to confer stability to reactive intermediates.

Introduction:
Solid-liquid interfaces possess all of the complexities of gas-solid interfaces; yet, the presence of
solvating molecules introduces specific interactions among solvent molecules, solid surfaces, and reactive
species that greatly affect the efficacy of a material as a catalyst or adsorbent.1-3 These complex, manybody interactions among solvent molecules and surface species couple inherently fast electron-transfer
processes with slower long-range changes in the structure of the solvation shells that cumulatively affect
the free energies of adsorption, activation, and reaction. Catalytic reactions within zeolites are especially
sensitive to these effects, because the pores that confine active sites possess dimensions similar to the
solvation shells of surface intermediates (0.5 – 2 nm).4 Consequently, the topology and polarity of these
pores induce significant changes in the structure and dynamics of the solvent molecules.5-9
Water (H2O) molecules within microporous environments form intricate structures through
hydrogen bonds (HB) that impact the stability of adsorbates, intrapore diffusion coefficients, and surface
reactions. Decades of work have shown that HBs among aqueous solvents and polar surfaces can affect the
adsorption of alcohols within microporous solids,8-14 transport of H2O through carbon nanotubes,15-17 and
the stability of reactive surface intermediates within zeolites.5,6,18-21 The role of confined water in
biocatalysis, however, is more clearly understood due to the successful characterization of water structures
within the catalytic clefts of enzymes.22-24 This insight provided opportunities to design optimal solvents
and mutations that improve enzymatic performance.25-28 Such knowledge does not yet exist for catalytic
reactions within solvent-filled pores of zeolites despite the ubiquity and industrial importance of these
systems.29,30 In zeolite catalysts, silanol defects ((SiOH)x) and other HB donors stabilize H2O molecules
within pores and near active sites.8,9,31,32 These H2O molecules form structures that depend on the topology
of the zeolite and must reorganize in response to nearby catalytic events. For example, rates of 1-octene
epoxidation increase 100-fold when the density of (SiOH)x increases from 0 to ~5 per unit cell within TiBEA,5 because the disruption of H2O clusters near Ti active sites greatly increases the entropy of the
system.5,6 Conversely, glucose isomerization rates are 5 – 50-fold greater in hydrophobic Ti- and Sn-BEA
than hydrophilic analogues, because H2O co-localized near active sites forms HB structures with glucose
and decreases the entropy of relevant transition states.20,33-35 In both of these examples, the dependence of
epoxidation and glucose isomerization turnover rates on (SiOH)x density reflect changes in the
thermodynamic stability of transition states via the H2O structures occluded within the BEA pores.
Consequently, the catalysis community recognizes that H2O structures that form within zeolites greatly
affects the stability of surface intermediates. However, we lack a quantitative understanding for how the
physicochemical properties of these H2O structures depends on the shape and size of the surrounding pore
and, more generally, how these structures impact catalysis at solid-liquid interfaces.
Here, we characterize the structure of H2O contained within FAU, BEA, MFI, and CDO zeolites
of varying silanol density using a combination of spectroscopic and kinetic methods and molecular
dynamics simulations to illustrate the impact of pore topology and polarity. We elucidate how the
reorganization of H2O solvent structures during epoxidation catalysis changes the free energies of reactive
surface intermediates and facilitates reaction. H2O molecules form bulk-like structures within the 1.3 nm
supercages of FAU zeolites. In contrast, H2O molecules coalesce into confined one-dimensional chains as
the characteristic pore dimension decreases from the 1.3 to 0.45 nm. Kinetic measurements of 1-alkene
epoxidation over Ti-containing zeolites provide a complementary method to evince the effects of confined
H2O molecules on the stability of species relevant for catalysis. Confined H2O molecules dynamically
restructure to accommodate the formation of reactive intermediates, and these processes produce large
differences (greater than 400-fold) in measured epoxidation rates. Collectively, these data and
interpretations demonstrate how solvent molecules may form complex structures within confining

environments, whose reorganization during catalysis may have a large impact on the stability of surface
intermediates and measured rates and selectivities. These phenomena likely extend to other classes of
microporous materials (e.g., carbon nanotubes, metal-organic frameworks, silico-alumino phosphates) and
polar and protic solvents (e.g., alcohols, lactones), which present new opportunities to understand and
engineer solid-liquid interfaces.

Results and Discussion:
Spectroscopic and Computational Characterization of H2O Structures within Varying Zeolite Pore
Topologies
The presence of silanol defects ((SiOH)x; i.e., the hydrophility of a material) stabilizes H2O within
zeolite pores and impacts adsorption energies for H2O within BEA and MFI zeolites.6,7,10,14,19,20,31,36-38 The
literature, however, lacks an understanding for how the structures that H2O forms depends on the
combination of zeolite topology and (SiOH)x densities. Moreover, the thermochemical properties of these
H2O structures will likely exhibit a complex dependence on the pore diameter and (SiOH)x density, because
the importance of SiOH functions may change as H2O loses opportunities to hydrogen bond via spatial
constraints. To understand the role of SiOH functions on stabilizing H2O structures within zeolite pores,
we measured in situ infrared (IR) spectra and conducted molecular dynamics (MD) simulations of the H2O
present within both hydrophilic and hydrophobic variants of the Ti-zeolite frameworks when these materials
are immersed in liquid water.
Titanium substituted zeolites with the FAU (1.3 nm supercages), BEA (0.65 nm pores), MFI (0.55
nm pores) frameworks and siliceous CDO (0.45 nm pores) were synthesized through post-synthetic
modification5,39,40 or hydrothermal synthesis19 to prepare materials with a range of controlled topologies
(e.g., 2D pore networks, 3D supercages), mean pore dimensions (0.45 – 1.3 nm), and densities of (SiOH)x.
Here, we make comparisons primarily among materials that contain the greatest and lowest densities of
(SiOH)x (i.e., the most hydrophilic and hydrophobic samples). Materials named Ti-zeolite-OH are the
variant of the framework that contains the greatest densities of (SiOH)x (i.e., are the most hydrophilic),
while those denoted as Ti-zeolite-F were synthesized to contain low densities of (SiOH)x (i.e., are
hydrophobic). The MD simulations of hydrophilic materials involved structures containing ~5 (SiOH)4
defects per unit cell place at non-adjacent tetrahedral sites but otherwise located randomly. The same
(SiOH)4 density was used in simulations of Si-CDO-OH samples to facilitate equitable comparisons,
although this material contains fewer (SiOH)x groups than other Ti-zeolite-OH samples (Fig. S3). MD
simulations of hydrophobic structures made use of pristine frameworks with zero (SiOH)x groups. Detailed
characterization of all materials, the specifics of experimental methods, spectral and rate analysis methods,
and computational methods are in the supporting information.
Bulk H2O differs structurally from H2O stabilized within the pores of a zeolite. Figure 1 shows IR
spectra of bulk water (Fig. 1a) and of water within Ti-FAU-OH (Fig. 1b), Ti-BEA-OH (Fig. 1c), Ti-MFIOH (Fig. 1d), and Si-CDO-OH (Fig. 1e) at 313 K. These spectra show distinct features between 2750 –
3750 cm-1 that reflect ν(O-H) of H2O molecules within chemically distinguishable bonding configurations.
Experimental IR,41 Raman,42 and sum-frequency generation43 spectroscopies and computational
predictions44 demonstrate that condensed-phase H2O molecules possess five specific hydrogen-bonding
configurations (top of Fig. 1; Table S2) that include “free” H2O that lacks HB (Free; ~3636 cm-1), H2O that
donates two and accepts one HB (DDA; ~3570 cm-1), H2O that donates one and accepts one HB (DA; ~3470
cm-1), H2O that both donates and accepts two HB (DDAA; ~3320 cm-1), and H2O that donates one and
accepts two HB (DAA; ~3040 cm-1). The vibrational spectra of bulk H2O (Fig. 1a) shows that ν(O-H) of
H2O in a DDAA bonding configuration dominates the measured spectra, which agrees with prior
reports.42,43 Within the bulk-fluid phase, H2O molecules form dynamic three-dimensional hydrogen bonding
structures described well by our MD simulations of TIP5P H2O (Fig. 1f).

Figure 1. Infrared spectroscopic characterization and molecular dynamics simulations of H2O within
the bulk fluid phase and confined within pores of hydrophilic zeolites. a – e, Infrared spectra (gray) of
H2O over a ZnSe internal reflection element (bulk H2O; a) within the pores of Ti-FAU-OH (b), Ti-BEAOH (c), Ti-MFI-OH (d), or Si-CDO-OH (e) at 313 K. f – j, Snapshots of the MD simulations of H2O within
the bulk fluid phase (f) or within the pores Ti-FAU-OH (g), Ti-BEA-OH (h), Ti-MFI-OH (i), or Si-CDOOH (j) that were constructed to contain 5 (SiOH)4 per unit cell at 313 K. k – n, Two-dimensional heat map
projections of the position of H2O molecules sampled during a 1 μs MD simulation within Ti-FAU-OH (k),
Ti-BEA-OH (l), Ti-MFI-OH (m), or Si-CDO-OH (n) at 313 K. The time-averaged spatial distribution of
H2O molecules is colored from low (purple) to high (yellow). Vibrational spectra in a – e were fit using up
to five gaussian distributions to represent ν(O-H) of H2O molecules that exist in one of five color-coded
hydrogen-bonding configurations, shown visually above a – e; cumulative fits are shown in black. The
dashed lines in f – j represent hydrogen bonds between H2O molecules. Heat maps in k-n are viewed down
the b-, b-, b-, and c-axes of the Ti-FAU, Ti-BEA, Ti-MFI, and Si-CDO crystals, respectively.

IR spectra of H2O within Ti-FAU-OH (Fig. 1b) show that H2O within the 1.3 nm supercages of
hydrophilic FAU and of hydrophobic (pristine) Ti-FAU-F (Fig. S4a) appear largely similar and possess
lineshapes that resemble bulk H2O. H2O within these supercages possess the spatial freedom to form threedimensional structures (Figs. 1g and S4d); yet, a fraction of H2O molecules adopt a DDAA configuration
by simultaneously forming HBs with both SiOH defects and other H2O. These differences are reflected
between the time-averaged spatial distributions of H2O in Ti-FAU-F and Ti-FAU-OH: the former exhibits
a regular and well-defined boundary (Fig. S4g) whereas that latter contains irregularities caused by the
attractive interactions between H2O and randomly sited silanol groups within the FAU structure (Fig. 1k).
Within Ti-BEA-OH and Ti-MFI-OH, H2O molecules within the DA configuration account for a much
larger fraction of the vibrational spectra (Figs. 1c and 1d). These hydrophilic materials, however, also
stabilize greater numbers of DDAA H2O molecules than the analogous Ti-BEA-F (Fig. S4b) and Ti-MFIF (Fig. S4c) materials, because H2O hydrogen bonds with (SiOH)x defects at the pore walls. Within TiBEA-OH, H2O molecules with the DDAA configuration congregate at intersections between pores (Figs.
1h, 1l, S4d, and S4g) or at mesoporous grain-boundary defects.45 In comparison to frameworks with larger
pore diameter, H2O molecules within Si-CDO-OH (Fig. 1e) largely exist within the DA hydrogen bonding
configuration. Collectively, the combined interpretation of these results suggest that H2O molecules form
solvent structures that, on average, possess fewer hydrogen bonds per H2O molecule and different hydrogen
bonding partners as the characteristic diameter of the surrounding pore decreases.

Figure 2. Comparisons between the average number of hydrogen bonds per water molecule
determined by MD simulations and measured by infrared spectroscopy. Average numbers of hydrogen
bonds per H2O molecule calculated from MD simulations (<NHB>MD) compared against those estimated
from infrared spectra of H2O (<NHB>IR) within the bulk fluid phase (■), Ti-FAU (▲), Ti-BEA (●), Ti-MFI
(▼), or Si-CDO (►) at 313 K. Solid symbols correspond to MD simulations of hydrophilic zeolite
frameworks with 5 (SiOH)4 (unit cell)-1 or the most hydrophilic zeolite samples (i.e., Si-CDO-OH, Ti-MFIOH, Ti-BEA-OH, Ti-FAU-OH). Open symbols correspond to MD simulations of pristine zeolite
frameworks containing no framework defects or the most hydrophobic zeolite samples (i.e., Ti-MFI-F, TiBEA-F, Ti-FAU-F). A distance cutoff of 3.5 Å between the hydrogen bond donor or acceptor atoms was
used to calculate the number of hydrogen bonds per H2O molecule during the MD simulations, and these
numbers include bonds between H2O molecules and between H2O and surface silanol groups. The dashed
line represents parity.

To further investigate how topology and surface chemistry of the pores affect the structure of H2O,
we compared the average number of HBs calculated from vibrational spectra (<NHB>IR) to those observed
during the MD simulation (<NHB>MD). The experimental measurements and MD simulations show
consistent differences among hydrophobic (Ti-zeolite-F) and hydrophilic (Ti-zeolite-OH) zeolite structures.
The average number of HB decreases uniformly with the mean diameter of the zeolite pore and with the
number of hydrogen bond donating residues on the pore walls. Figure 2 establishes these trends via the
level of parity between values of <NHB>IR and <NHB>MD across all materials examined. H2O within the bulk
fluid phase and Ti-FAU possess an average of 3 – 3.6 HBs irrespective of density of (SiOH)4. The average
number of hydrogen bonds decreases monotonically towards an average value of ~2 as the characteristic
pore diameter decreases across the series of Ti-BEA, Ti-MFI, and Si-CDO, because these sub-nanometer
siloxane pores do not permit three-dimensional HB networks among H2O molecules. Further, values of
<NHB>IR and <NHB>MD agree closely with prior reports, where MD simulations of defect-free Si-FAU,46 SiMFI,46,47 and H+-form Al-BEA48 show that, on average, H2O within the FAU, BEA, and MFI frameworks
possess ~3, ~2.7, and ~2 HBs per H2O molecule, respectively.
Analysis of the MD simulations (validated by comparisons to experimental results, Figure 2)
provide insight to the structural properties of H2O within the zeolite frameworks and its dependence on
interactions among H2O molecules, (SiOH)x defects, and the siloxane pore walls. Ti-FAU-F, on average,
stabilizes ~118 H2O molecules per unit cell, while Ti-BEA-F contains an average of ~5 H2O molecules per
unit cell (Table S4). In comparison, Ti-MFI-F and stabilizes only ~ 2 H2O molecules per unit cell.
Strikingly, H2O molecules do not enter the Si-CDO-F structure over throughout the course of our 1 µs MD
simulations. These low uptakes are qualitatively consistent with reported H2O uptakes into these
hydrophobic frameworks. The MD simulations indicate that the numbers of H2O molecules stabilized
within hydrophilic variants of Ti-FAU, -BEA, and -MFI differ only slightly from values in hydrophobic
samples (Table S3) but Si-CDO-OH possesses ~2 H2O per unit cell. Given the small change in the overall
volume per unit cell between hydrophilic and hydrophobic samples of the zeolites, the number of water
molecules per unit cell for these variants are expected to be similar. However, the hydrophilic samples
preferentially stabilize H2O molecules near defects and increase the local density of water. Conversely, the
hydrophobic samples containing similar number of water molecules would exhibit higher fluctuations in
the water molecule positions in absence of any stabilizing interaction with the pore.49 Together, these data
suggest H2O completely fills the supercages of FAU but does not fully occupy the sub-nanometer channels
of BEA, MFI, and CDO. Instead, H2O molecules coalesce into discrete structures distributed throughout
these porous architectures.
Speciation of the HBs to H2O molecules within the MD simulations reveal that the percentage of
HBs that H2O forms with surface functions (i.e., SiOH or Si-O-Si linkages) increases as characteristic pore
diameters decrease and (SiOH)4 density increases (Tables S3 and S4). HBs between H2O molecules and
SiOH functions account for 1% and 6% of all HB interactions within Ti-FAU-F and Ti-FAU-OH,
respectively. In contrast, much larger percentages of HBs involve SiOH groups within Ti-BEA-OH (16%),
Ti-MFI-OH (35%), and Si-CDO-OH (60%). Further, these trends and further analysis indicate H2O
molecules form one-dimensional chains (primarily dimers through tetramers) with multiple points of
interactions with (SiOH)x defects within BEA, MFI, and CDO structures. The prevalence and structure of
these oligomeric chains agrees with IR spectra that show large fractions of H2O exists in DA hydrogenbonding configurations inside Ti-BEA, Ti-MFI, and Si-CDO-OH (Figs. 1 and S4). In summary, concurrent
interpretation of the infrared spectra of ν(O-H), parity between <NHB>IR and <NHB>MD, and simulated
distributions of HB configurations strongly suggest that H2O forms three-dimensional bulk-like structures
within FAU but largely one-dimensional oligomers within BEA, MFI, and CDO, the density of which
should vary with the activity of liquid H2O and density of silanol groups.

As a consequence of these interactions, the molecular motion of H2O molecules are strongly
correlated in ways that depend on the size and surface chemistry of the surrounding pores. Although TiBEA, Ti-MFI, and Si-CDO zeolites all stabilize H2O molecules as oligomeric chains, the translational
motion of H2O within the pores differs significantly among these frameworks and with the presence of
(SiOH)x. Analysis of time-averaged spatial distributions from MD simulations (Section S4.2) show that
H2O molecules can radially translate up to ~2.2 Å from the centerline of the Ti-BEA-F pores but only ~ 1
and 0.6 Å from the center of pores within Ti-MFI-F and Si-CDO-OH, respectively. Moreover, the space
accessed by H2O molecules increases significantly with the addition of (SiOH)4. These changes in spatial
and structural confinement of the chains of H2O molecules within these zeolites significantly affects the
thermodynamic properties of these solvent structures (vide infra).

Figure 3. Temperature dependent infrared spectra of intrapore H2O molecules to quantify strength
of hydrogen bonds. a, Infrared spectra of bulk H2O between 303 K (blue) and 343 (red) K in increments
of 10 K (bottom) and difference between a given spectra to that collected at 303 K (top). b, The average
number of hydrogen bonds (〈𝑁〉 ) for bulk H2O (black ■), Ti-FAU-OH (orange ▲), Ti-BEA-OH (blue
●), Ti-MFI-OH (purple ▼), and Si-CDO-OH (red ►) as a function of inverse temperature. All IR spectra
within a (top) are normalized to the most intense ν(O-H) feature. The dashed lines in b represent fits of the
van’t Hoff equation, whose slopes are proportional to the enthalpy change associated with breaking a
hydrogen bond between H2O molecules in a given environment (ΔH<HB>).

The thermodynamic stability of hydrogen bonds between H2O molecules entrained within zeolites
depend strongly on the shape and size of the solvent cluster.5,6,50,51 We measured IR spectra of H2O
molecules in the bulk-fluid phase and within pores of hydrophilic and hydrophobic zeolite frameworks
(FAU, BEA, MFI, CDO) as functions of temperature to interrogate the changes in enthalpy and entropy
that result from the disruption of HBs within H2O structures in these distinct environments. Figure 3a shows
IR spectra of bulk H2O as a function of temperature (303 – 343 K) possess ν(O-H) that systematically shift
to higher wavenumbers with increasing temperature and shows a clear isosbestic point at 3345 cm-1, which
agrees with previously reported Raman42,52 and infrared53 spectra of H2O. The blue shift in ν(O-H) with
temperature reflects a change in the populations of H2O that exist in one of the five hydrogen bonding
configurations (vide supra). The change in enthalpy associated with disrupting a single hydrogen bond

among H2O molecules (ΔH<HB>) within the different pore environments was quantified via van’t Hoff
analysis of the changes in 〈𝑁〉 .42 In this analysis, the molar extinction coefficients for ν(O-H) of H2O
within the various HB arrangements are assumed to be the same. The enthalpy change associated with
disrupting a H2O molecule (ΔHHB) is then determined by multiplying ΔH<HB> by 〈𝑁〉 , which describes
the change in enthalpy associated with perturbing the average H2O molecule within a given environment
(Section S2.3.1). The corresponding change in entropy due to breaking a hydrogen bond (ΔSHB) was
determined using statistical mechanics (i.e., comparing the populations of H2O in the varying bonding
configurations; Section S2.3.1).54

Table 1. Average number of hydrogen bonds (〈𝑵〉𝑯𝑩 ) measured via infrared spectroscopy at 313 K,
changes in enthalpy (ΔHHB) and entropy (ΔSHB) for disrupting the hydrogen bonds between H2O
molecules, and the change in enthalpy (ΔH<HB>) and entropy (ΔS<HB>) for cleaving a single hydrogen
bond between H2O molecules within H2O confined within voids of the zeolite pores with the greatest
and lowest densities of (SiOH)x for each framework.
Confining
Environment
Bulk H2O
Ti-FAU-OH
Ti-FAU-F
Ti-BEA-OH
Ti-BEA-F
Ti-MFI-OH
Ti-MFI-F
Si-CDO-OH

〈𝑵〉𝑯𝑩
(mol HB)(mol H2O)-1
3.3
3.0
3.0
2.8
2.7
2.5
2.3
2.0

∆𝑯𝑯𝑩
(kJ (mol H2O)-1)
10 ± 3
9±2
9±3
6±2
6±2
5±2
5±1
1 ± 2a

∆𝑯 𝑯𝑩
(kJ (mol HB)-1)
3±1
3±1
3±1
2±1
2±1
2±1
2±1
0 ± 2a

∆𝑺𝑯𝑩
(J (mol H2O)-1 K-1)
22 ± 4
25 ± 5
27 ± 4
41 ± 6
48 ± 5
53 ± 6
60 ± 5
5 ± 9a

∆𝑺 𝑯𝑩
(J (mol HB)-1 K-1)
7±1
8±1
9±1
14 ± 2
18 ± 2
21 ± 3
30 ± 2
3 ± 4a

a

IR spectra of H2O within Si-CDO-OH do not show significant changes with temperature (313 – 343 K), which imply
the number of HB to H2O remains constant

Within bulk H2O, the rupture of hydrogen bonds of an average H2O molecule to form free H2O
results in a change in enthalpy (ΔHHB) of 10 kJ (mol H2O)-1 and provides a concomitant increase in entropy
of 22 J (mol H2O)-1 K-1 (ΔSHB; Table 1). These values agree with literature values for the changes in enthalpy
(~10 kJ mol-1) and entropy (~25 J (mol H2O)-1 K-1) associated with the disruption of hydrogen bonding
interactions within bulk H2O.55,56 H2O within Ti-FAU form nearly three-dimensional structures that result
in H2O molecules with <NHB> values only slightly less than that for bulk water (<NHB> = 3.3). As a result,
values of ΔHHB for H2O entrained within Ti-FAU (~9 ± 2 kJ (mol H2O)-1) resemble that for bulk H2O.
Within Ti-BEA and Ti-MFI, H2O appears to exist as oligomers (vide supra) that merge and gain additional
HB at intersections within these three-dimensional pore networks, such that H2O molecules possess two to
three hydrogen bonds, on average. Consequently, values of ΔHHB within Ti-BEA and Ti-MFI (~5 kJ (mol
H2O)-1) are approximately half the value of those found in Ti-FAU and bulk H2O. Interestingly, the value
of <NHB> for Si-CDO-OH is the lowest among all structures (<NHB> = 2.0) and ΔHHB approaches zero,
because the vibrational spectra of H2O show negligible changes with increasing temperature. This behavior
suggests that H2O oligomers within Si-CDO-OH access multiple configurations with similar energies
(Section S2.4). We postulate that the disruption of individual HB between pairs of H2O molecules results
in concomitant restructuring of the H2O oligomers to form HB with nearby (SiOH)x functions, which
maintains a constant average of two HB and gives nearly equivalent interaction energies. This interpretation
seems consistent with values of ΔHHB that do not depend on the density of (SiOH)x within a given

framework despite the significant fraction of HB observed between H2O and (SiOH)4 in simulations (Tables
S3 and S4). Comparisons among these measurements show that the intrinsic enthalpic stabilization afforded
by a single hydrogen bond (i.e., values of ΔH<HB>) does not depend on the topology or defect density of a
zeolite, however, the entropy gained when a hydrogen bond cleaves depends strongly on the remaining
number of hydrogen bonds to the H2O molecule.
The disruption of H2O structures gives rise to an increase in entropy that reflects the increase in the
number of accessible microstates of the system. Values of ΔSHB within Ti-FAU are similar that of bulk
H2O, which reflects the three-dimensional H2O clusters (~1.3 nm) that form within the supercages of FAU.
ΔSHB values within Ti-FAU do not depend on the density of (SiOH)x, likely because the HBs within these
supercages primarily reflect bonds between H2O molecules, rather than with (SiOH)x defects (Table S3).
The disruption of H2O within Ti-MFI leads to ΔSHB that are ~12 J mol-1 K-1 greater than Ti-BEA. The
greater values of ΔSHB for H2O in 0.55 nm pores of Ti-MFI reflect lesser <NHB> compared to those in the
0.65 nm pores of Ti-BEA. Values of ΔSHB also decrease slightly with [(SiOH)x] for a given zeolite
framework, which suggests that (SiOH)x defects provide a stabilizing interaction when HB among H2O
molecules are disrupted. The differences of ΔSHB among all these zeolite structures may be envisioned as
cutting strands of a rope. Within bulk water and Ti-FAU, the ropes possess multiple strands that bind H2O
molecules even when a single strand fails. In contrast, ropes within Ti-MFI, and to a lesser extent Ti-BEA,
contain fewer strands and the loss of a single one may allow H2O molecules to break free. Si-CDO-OH
differs considerably: measured values of ΔSHB (and ΔHHB) are nearly zero because a HB between H2O and
a silanol group replaces each HB lost between H2O molecules due to significant spatial confinement within
these 0.45 nm pores.
Collectively, these data and interpretations show that H2O molecules coalesce into structures,
whose shape and properties depend strongly on the topology of the surrounding pore and to a lesser degree
on the [(SiOH)x]. As the characteristic dimensions of the pores decrease, the H2O solvent structures lose
the added stability conferred by forming HB with other H2O in more than one dimension and become
motion among H2O molecules becomes increasingly correlated.57,58 Therefore, the enthalpic costs and
entropic gains associated with breaking each HB depend on zeolite topology. These relationships between
the enthalpy and entropy of creating and forming HBs with H2O molecules carries catalytic consequences
that appear as differences in turnover rates and the stability of surface intermediates at solid-liquid
interfaces, as we demonstrate below.

Influence of H2O Structure and Reorganization on Liquid-Phase Epoxidation Catalysis
Kinetic measurements for alkene epoxidation reactions with H2O2 provide an ideal method to
examine the catalytic consequences of the structure and dynamics of intraporous H2O, because these
reactions exhibit rates that depend strongly on the density of (SiOH)x5,6 and size of the confining pore.18,39,40
Figure 4 shows rates of 1-alkene epoxidation are 10 – 400-fold greater in zeolites that contain significant
densities of (SiOH)x (i.e., are hydrophilic) than the analogous structures with far fewer (SiOH)x. The rates
of 1-alkene epoxidation are ~10-fold greater in Ti-FAU-OH than Ti-FAU-F (Fig. 4a) and depend weakly
on the chain length of the 1-alkene. Turnover rates for 1-hexene epoxidation are 60-times higher within TiBEA-OH in comparison to Ti-BEA-F (Fig. 4b), and the difference between rates in hydrophilic and
hydrophobic variants increases with 1-alkene chain length to a difference of 150-fold for 1-decene. Finally,
the ratio of epoxidation rates within Ti-MFI-OH to those in Ti-MFI-F increase from a ratio of 100x to 400x
as the 1-alkene is changed from 1-hexene to 1-decene (Fig. 4c). These differences in turnover rates among
Ti-zeolites and 1-alkenes do not reflect differences in the mechanism for epoxidation5,18,39 or differences in

the electronic properties of the active sites.5,18,39 Rather, vast range of epoxidation rates among Ti-zeolite
with distinct topologies and (SiOH)x densities reflects differences between the structures of solvent
molecules that solvate reactive intermediates and transition states at Ti active sites and that recognize the
shape, size, and polarity of the surrounding voids.

Figure 4. Turnover rates for 1-alkene epoxidation with H2O2 over Ti-zeolites of varying (SiOH)x
densities. Turnover rates for 1-hexene, 1-octene, and 1-decene epoxidation (0.5 mM 1-alkene, 10 mM H2O2
and 39 mM H2O) over a, Ti-FAU-F (red) and Ti-FAU-OH (black), b, Ti-BEA-F (red) and Ti-BEA-OH
(black), and c, Ti-MFI-F (red) and Ti-MFI-OH (black) in CH3OH at 313 K. In all cases, reactions were
conducted under conditions where rates reflect kinetically relevant O-atom transfer and Ti active sites are
saturated with Ti-OOH and Ti-(η2-O2) intermediates.

Silanol functions that neighbor Ti active sites nucleate structures of H2O that reorganize in response
to the individual elementary steps during epoxidation catalysis.5,6 The extent by which solvent molecules
must restructure depends on the dimensions of the reactive intermediates, the initial structure of the solvent
molecules (that depend on zeolite topology and polarity), and the type and strength of specific interactions
between the solvent and reactive species.18 Consequently, the size of the 1-alkene correlates to the average
number of hydrogen bonds and solvent molecules disturbed to accommodate the surface intermediates and
transition states for epoxidation. Under reaction conditions where the concentration of H2O2 exceeds that
of the 1-alkene,5,39,59 pools of Ti-OOH and Ti-(η2-O2) intermediates comprise the most abundant reactive
intermediate (MARI; collectively denoted as Ti-OOH) which leads to the following rate expression for
alkene epoxidation
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where rE is the rate of epoxidation, [L] is the total number of Ti atoms, T is the absolute temperature in
Kelvin, kb, h, and R are the Boltzmann, Planck, and ideal gas constants, respectively, ∆𝐺 ‡ is the apparent
free energy of activation, and [alkene] is the fluid-phase concentration of the alkene.
Born-Haber thermochemical cycles provide a conceptual framework to deconstruct an apparent
change in free energy between two states into individual contributions from distinct chemical
processes.18,21,60 Scheme 1 shows a series of chemical steps that conveniently deconvolutes measured values

of ∆𝐺 ‡ into specific chemical interactions within Ti-zeolites that possess low (Scheme 1a) or high
(Scheme 1b) densities of (SiOH)x. In this sequence, fluid-phase alkene molecules enter the pores of the Tizeolite, displace solvent molecules, and interact with the surrounding pore walls, which corresponds to a
free energy of adsorption (∆𝐺 ) that depends primarily on the characteristic size of the surrounding pores.
Next, solvent molecules localized near Ti active sites must reorganize to accommodate the 1-alkene
conformation that positions the C=C with Ti-OOH intermediates prior to O-atom transfer (∆𝐺
).
Finally, the events that lead to O-atom transfer between the Ti-OOH and the C=C is described by an intrinsic
free energy of activation (∆𝐺 ‡ ) that depends only on the identity of the active metal atom.18,39,40,59 In this
conceptual framework, values of ∆𝐺 ‡ are given by
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We have shown that ∆𝐺 ‡ does not depend on the size of the confining pore18,39,40,61 or the density
of (SiOH)x,5 because ∆𝐺 ‡ corresponds to the free energy required to exchange electrons between Ti-OOH
species and the C=C following all changes to the configuration of the alkene and solvent. Alkenes
preferentially associate with hydrophobic, siloxane regions of the pores upon adsorption within the zeolite;
therefore, values of ∆𝐺
primarily reflect differences in the characteristic pore size and do not depend
significantly on (SiOH)x density.8,18,39 Then, this framework suitably attributes all changes in ∆𝐺 ‡ caused
by solvent restructuring about the transition state complex to the excess interaction between that transition
state and surrounding solvation shells, which ∆𝐺
captures. The hydrophobic Ti-zeolites contain
exceedingly few (SiOH)x proximate to Ti active sites, and as such, the local solvent structures
predominantly consist of non-hydrogen bonded CH3CN molecules that require insignificant reorganization
energies and offer a convenient point of reference. As such, we set the ∆𝐺
of Ti-zeolite-F materials
to be equal to zero for the purposes of these comparisons. This analysis provides differences between ∆𝐺 ‡
that for a given zeolite topology reflect the disruption and reorganization of H2O molecules near Ti active
sites within the hydrophilic Ti-zeolites.
∆𝐺 ‡
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quantifies the free energy difference caused by the disruption of hydrogen bonding
Here, ∆𝐺
interactions among H2O and solvent molecules as these species reorganize to accommodate the formation
of the reactive intermediate that precedes the epoxidation transition state, which strongly resembles the
transition state itself.

Scheme 1. Born-Haber thermochemical cycle that describes the hypothetical elementary steps to
form epoxidation transition states over Ti-zeolites.a a, Hydrophilic Ti-zeolites that contain few H2O
molecules near Ti active sites and b, hydrophobic materials with (SiOH)x functions near active sites that
entrain H2O molecules proximate to reaction centers.

a

Ti-OOH intermediates and fluid-phase alkene represent the reference states that are in equilibrium with
the formation of the transition states for epoxidation, which is described by a transition state equilibrium
constant (K‡) and an apparent activation free energy (ΔGApp‡). This reaction sequence involves the
adsorption of the alkene (depicted as 1-octene) into the pores of the Ti-zeolite (ΔGAds), the reorganization
of solvent molecules, Ti-OOH intermediates, and intraporous alkene (ΔGexcess), and charge transfer between
the Ti-OOH intermediate the C=C to form the transition state (ΔGInt‡). The dashed lines in b represent
hypothetical hydrogen bonds between (SiOH)x and H2O molecules, while the dashed curve in states 3 and
4 in a and b represent the conformation of the alkene, Ti-OOH, and solvent molecules that is required prior
to O-atom transfer.

Figure 5. Enthalpy (ΔHexcess) and entropy (ΔSexcess) compensation relationships for disruption of
confined H2O structures within Ti-FAU, Ti-BEA, and Ti-MFI. Values of ΔHexcess as a function of
ΔSexcess for 1-hexene (■), 1-octene (●) and 1-decene (▲) epoxidation reactions in Ti-FAU (orange), TiBEA (blue), and Ti-MFI (purple) zeolites. Values of ΔHApp‡ and ΔSApp‡ for each combination of 1-alkene
and Ti-zeolite are in Tables S3 – S5. The dashed lines represent the values of ΔHHB and ΔSHB measured via
variable temperature IR spectroscopy in the bulk fluid phase (black) or in Ti-FAU (orange), Ti-BEA (blue),
and Ti-MFI (purple). The upper line for each of the Ti-zeolites corresponds to the most hydrophilic material,
while the lower linear corresponds to the most hydrophobic sample. The shaded region is intended to
represent the span of enthalpy – entropy compensation expected within these different pore environments
due to the differences in (SiOH)x for a given zeolite topology.

Figure 5 shows values of values of ΔHexcess increase linearly with ΔSexcess for 1-alkene epoxidations within
Ti-FAU, Ti-BEA, and Ti-MFI catalysts, which reflects enthalpy-entropy (H-S) compensation effects
widely reported for catalytic reactions6,8,9,20,62-64 and intimately tied to the dynamic restructuring of HB
networks of H2O molecules within the zeolite pores (Fig. 1, Table 1). The values of ΔHexcess and ΔSexcess
increase in proportion to one another with increasing 1-alkene chain length, which suggests that the
perturbation of H2O molecules, and consequently values of ΔHexcess and ΔSexcess, increase with the number
of methylene units of the reactants. Within Ti-FAU, values of ΔGexcess (at 313 K, via ΔGexcess = ΔHexcess +
TΔSexcess) lie near 0 kJ mol-1, which agrees with rate ratios for 1-alkene epoxidation over Ti-FAU-OH and
Ti-FAU-F that do not depend on alkene chain length (Fig. 4a). In contrast, values of ΔGexcess become
increasingly negative with chain length or (SiOH)x density within Ti-BEA zeolites, because the entropy
gain associated with disrupting H2O clusters confined within BEA pores overwhelms the enthalpic cost of
reorganizing these molecules. These comparisons reveal the molecular origins for epoxidation rate ratios
that increase with 1-alkene chain length in Ti-BEA-OH and Ti-BEA-F (Fig. 4b). The same phenomenon

appears also within Ti-MFI materials only to a larger extent with rate ratios between Ti-MFI-OH to TiMFI-F that reach a factor of 400 for 1-decene epoxidation (Fig. 4c). These greater gains in ΔSexcess for
epoxidation transition states in Ti-MFI reflect the low value for <NHB>, in comparison to other zeolite
frameworks, which give rise to larger entropy gains by liberating H2O molecules for the minimal enthalpic
cost (Table 1).
The observed H-S compensation effects via epoxidation catalysis (i.e., ΔHexcess and ΔSexcess) are
quantitatively consistent with the experimentally measured changes in enthalpies and entropies associated
with disrupting H2O solvent structures (i.e., ΔHHB and ΔSHB; Fig. 5) within these same pore environments.
Figure 5 shows the H-S compensation that originates from ΔHHB and ΔSHB measured independently via IR
spectroscopy (vide supra) within bulk H2O and H2O filled pores of Ti-zeolite catalysts. The excellent
agreement between kinetic and spectroscopic measurements testifies to the control that solvent
reorganization processes hold over the stability of adsorbates and reactive intermediates (e.g., epoxidation
transition states). Significantly, the H-S compensation relationship obtained from analysis of IR spectra do
not rely on the presence of a reactant and do not arise from measurements of specific catalytic reaction
rates, therefore, these measurements strongly suggest that many other catalytic reactions will be governed
by these same compensation phenomena within pores of these zeolites within aqueous solvents. Here,
hydrogen bonded H2O molecules within confining pores (<1.3 nm) possess entropies that are much lower
than bulk H2O as a result of the highly correlated molecular motion imparted by the surrounding pores.57,58
The disruption of these rigid H2O structures results in an entropic gain that is much larger than observed in
bulk H2O, which leads to entropy-dominated decreases in the free energy of the system. In summary, this
work gives compelling evidence for how the structure of intraporous solvent molecules and the
reorganization of these solvent structures to accommodate the formation of reactive surface intermediates
lead to consequential changes in the stability of reactive surface intermediates and large changes in the rates
of reactions.

Conclusions and Outlook:
The structures of hydrogen bonded H2O solvent clusters depend sensitively on the shape and size of the
surrounding void. Within 1.3 nm cavities, H2O molecules coalesce into three-dimensional clusters that
resemble bulk liquid. In contrast, H2O within sub-nanometer pores form short largely one-dimensional
chains of molecules that exist throughout the pore structure and possess cross-linking hydrogen bonds
primarily at intersections between pores. During liquid-phase catalysis, these H2O structures must
reorganize to accommodate the formation of reactive surface intermediates which leads to disproportionate
increases in entropy that outweigh the enthalpic penalty for disrupting these confined solvent molecules.
These phenomena likely affect a wide range of catalytic reactions that proceed within zeolite pores filled
with aqueous solvents, and these reactions should therefore follow the enthalpy-entropy compensation
relationships described here (Table 1).
The understanding developed here applies broadly, because the chemical interactions among polar SiOH
functions, reactive intermediates, metal active sites, and protic solvents are recognized to strongly affect
multiple classes of reactions that occur within microporous catalysts including methanol-to-hydrocarbons
(MTH),65,66 alkene epoxidations,5,6,67-69 glucose isomerization,33-35,70 alcohol dehydration,9,36,71 transfer
hydrogenation,8 and Baeyer-Villiger oxidation72 reactions. These data and interpretations clarify how the
proximity of hydrogen-bonded solvent structures to reactive metal atoms leads to significant changes in the
free energies of reactive intermediates via solvent reorganization. The condensation of protic molecules
within zeolite pores may lead to the formation of extended solvent structures even during gas-phase

catalysis. As such, similar phenomena should be considered in these circumstances. These concepts should
also be considered examine in the context of optimizing rate, selectivities, and yields for catalytic
conversions. Our findings demonstrate that the zeolite framework may be viewed as a way to escape the
single-factor linear free energy relationships that link the stabilization of the reactant in a solvent to the
stability of the transition state. Combinations of solvents (single or multicomponent) and microporous
frameworks (zeolite, metal-organic-frameworks, or covalent-organic-frameworks) may be identified that
make use of these emergent enthalpy-entropy compensation effects. While previous discoveries in this area
often involved some level of serendipity, the comparisons demonstrated here suggest rational approaches
for harnessing solvent, zeolite, reactant interactions to improve catalyst performance by significant margins.
On-going work within our group seeks to understand how the structure of protic solvents and aqueousorganic solvent mixtures influence catalytic reactions and to exploit the characteristics of these hydrogen
bonded solvation shells.

Materials and Methods:
Ti-Zeolite Synthesis
Titanium butoxide (TiBO; Sigma-Aldrich, 97%, reagent grade), niobium ethoxide (NbEO; Sigma-Aldrich,
99.95%, trace metals basis), tantalum ethoxide (TaEO; Sigma-Aldrich, 99.98%, trace metals basis),
tetraethylorthosilicate (TEOS, Sigma-Aldrich, 98%, reagent grade), tetrapropylammonium hydroxide
(TPAOH; Sachem, 40% in H2O), hydrofluoric acid (HF; Sigma-Aldrich, 48 – 50% in H2O), titanium
tetrachloride (Sigma-Aldrich, 99.9%), dichloromethane (Fisher Chemicals, Certified ACS grade), nitric
acid (HNO3; Macron Chemicals, 68-70 wt. %), tetraethylammonium fluoride (TEAF; Alfa Aesar, 97 wt.
%), titanium isopropoxide (TIPO; Sigma-Aldrich, 99.999%), diethyldimethylammonium hydroxide
(DEDMA-OH; Sachem, 20 % in H2O), fumed silica (Aerosil 90; 99.6 wt.% SiO2), Air (Airgas, Ultra-zero
grade), H2O (18.2 MΩ ∙ cm), and Al-form BEA and FAU zeolites (see table 2 for manufacturer and Si/Al
ratios) were used as received.
Table 2. Al-BEA and Al-FAU Samples Used for Post-Synthetic Modification to Form Ti-Zeolite
Catalysts.
Sample
Al-BEA
Al-BEA
Al-BEA
Al-BEA
Al-BEA
Al-BEA
Al-FAU
Al-FAU

Zeolite Vendor
Zeolyst
Tosoh
Tosoh
ACS Material
Zeolyst
Tosoh
Zeolyst
Zeolyst

Initial Si/Al Ratio
12.5
14
20
75
150
250
15
385

Six of seven Ti-BEA and all Ti-FAU samples were prepared by post-synthetic modification (Table S1). Alzeolites were refluxed in HNO3 (Macron Chemicals, 68-70 wt. %; 20 cm3 gAl-BEA-1; caution: HNO3 is a
strong oxidant, readily causes a chemical burn, and should be handled carefully) with the intent to remove
framework Al atoms by forming soluble Al(NO3)3. The solids were then recovered by vacuum filtration and
washed with H2O (50 cm3 g -1) followed by heating at 5 K min-1 in flowing air (100 cm3 min-1) and held at
823 K for 6 h to remove residual volatile and organic species and to produce siliceous materials. Materials
produced in this manner possessed Si:Al ratios greater than 1400, as determined by energy dispersive X-

ray fluorescence spectroscopy. Ti atoms were incorporated by combining a stirred suspension of Si-zeolite
with an appropriate amount of TiCl4 in CH2Cl2 at reflux. Caution: TiCl4 reacts violently with moisture in
the air to form HCl and should be handled carefully. All volatile components were then removed by rotary
evaporation. The recovered solids were light-brown, and these materials were heated in flowing air (100
cm3 min-1) at 5 K min-1 to 823 K and held at that temperature for 6 h, which produced bright white solid
powders.
Ti-BEA-F was synthesized hydrothermally in fluoride media by adapting a previously published
procedure.70,73 TEAF was dissolved in deionized H2O in a polypropylene container and combined with
TIPO to produce a clear homogeneous solution. TEOS was then added slowly over a period of one minute
to this solution under static conditions, which initially formed a biphasic mixture. The mixture was then
stirred for 16 h to produce an opaque homogeneous solution. The lid to the polypropylene container was
then removed to evaporate the ethanol and isopropanol that form through the hydrolysis of the TEOS and
TIPO, respectively. The solution was left open while stirring until the mass of the solution decreased by
115% of the value of the estimated mass of the alcohols to ensure that the alcohols evaporated completely.
Subsequently, deionized H2O was added to yield a gel with a final molar composition of 1 SiO2: 0.0033
TIPO: 0.56 TEAF: 7 H2O. This gel was then loaded into a Teflon-lined stainless-steel autoclave (Parr
instruments, 45 cm3) that contained 5 wt. % (relative to SiO2 within the gel) dealuminated BEA as seeds to
promote the formation of the BEA zeolite framework. This autoclave was then sealed and heated to 413 K
while rotating (60 rpm) in a convection oven (Yamato, DKN602C) for 25 days. The resultant solids were
recovered, washed with H2O, and dried for 16 h at 373 K. The dried solids were then heated at 1 K min-1 to
823 K in flowing air (100 cm3 min-1) and held at 823 K for 10 h to produce a bleached-white solid.
Ti-MFI was synthesized hydrothermally in either hydroxide or fluoride media. A desired amount of the
TiBO precursor was dissolved in 27.7 g of TEOS in a polypropylene bottle with a screw cap to form a
homogeneous solution that was subsequently cooled to 273 K. Separately, a mixture of 28.7 g of TPAOH
and 50.5 g of H2O was cooled to 273 K and was added slowly (over a period of ~1 min) to the TEOS
solution, which yielded a biphasic mixture. This solution was warmed to 298 K and stirred for 12 h to
produce a clear homogeneous solution, which indicates successful hydrolysis of the metal precursor and
TEOS. The cover was then removed to completely evaporate the alcohol (e.g., ethanol, butanol) formed
through hydrolysis of TEOS and the metal alkoxides. To ensure the complete evaporation of the alcohols,
an additional 15 wt. % of the calculated mass of the alcohols was evaporated over the course of 24 – 48 h
and deionized H2O was added to make up for the excess liquid evaporated. This solution was then loaded
into a Teflon-lined stainless-steel autoclave. While in the Teflon liner, a desired amount of HF (warning:
HF is extremely dangerous and should be handled very carefully) was added to the synthesis gel and stirred
manually with a polypropylene spatula for ~10 seconds prior to gelation. Notably, the addition of at least
an equimolar amount of HF, with respect to TPAOH, increases the viscosity of the synthesis gel
significantly. These steps yield a gel with the approximate composition of 1 Si : 0.0033 M : 0.43 TPAOH :
a HF : 28.3 H2O, where a depends on the amount of HF added. A small amount of Ti-MFI seeds (5% by
mass relative to SiO2) from a previous synthesis in OH- media were added to promote the crystallization of
MFI. These autoclaves were then heated to 443 K while rotating (30 rpm) in a convection oven for 3 – 7
days. The resulting solids were recovered by centrifugation, washed with H2O, and dried for 16 h at 373 K.
The dried solids were then heated in flowing air (100 cm3 min-1) to 823 K at 1 K min-1 and held for 10 h to
produce M-MFI materials that were bleached white in appearance.
Si-CDO was synthesized hydrothermally via the topotactic conversion of a pre-CDO layered silicate that
to RUB-37 (i.e., Si-CDO).74 First, commercial DEDMA-OH solution was dehydrated until a concentration
of 23.6% was reached. Then, 5.16 g of fumed silica was combined with 19.02 g of the preconcentrated
DEDMA-OH solution. After 15 minutes stirring, a thick, white gel is yielded with a molar composition of
1 SiO2 : 0.44 DEDMA-OH : 9.45 H2O. This gel was transferred into a teflon-lined autoclave, which was

heated to 423 K in a convection oven for 13 days. The resulting solids were recovered by filtration, washed
with H2O, and dried at 353 K for 12 h to yield 3.70 g RUB-36 (i.e., a pre-CDO silicate). RUB-36 was then
heated in flowing air to 923 K at 2 K min-1 and held for 4 h to produce Si-CDO, that is bleached white in
appearance.

Catalyst Characterization
X-ray diffractograms were collected using one of three diffractometers (Siemens/Bruker, D5000; Bruker,
D8; Bruker, D4) with a Cu Kα radiation source (0.15418 nm) under ambient conditions (Figure S1).
Band edge energies (Table S1) were measured by diffuse reflectance UV-vis spectroscopy (DRUV-vis). In
short, samples were intimately ground with magnesium oxide (MgO; Sigma-Aldrich, 99.995%) in a 1:10
ratio of Ti-silicate to MgO by mass. These samples were loaded into a Harrick diffuse-reflectance accessory
and spectra were obtained using a spectrophotometer (Agilent, CARY5) with pure MgO as the background.
Metal contents were quantified using energy dispersive X-ray fluorescence (EDXRF). Briefly, ~30 mg of
the catalyst was loaded into a polypropylene sample holder (1 cm diameter) that was sealed with ultralene
film. Samples were loaded into a spectrometer (Shimadzu, EDX-7000), whose sample chamber was purged
with He (Airgas, Ultra-zero grade). Measurements were taken between 0 – 30 keV (100 co-averaged scans),
and the relative intensities of the element-specific fluorescence features were used to calculate the percent,
by mass, of each element within the sample.

Infrared Spectroscopy to Probe H2O Structure
Attenuated total reflectance infrared (ATR-IR) spectroscopy was used to characterize the vibrational
structure of H2O within the pores of zeolite samples with different densities of (SiOH)x. Zeolites (~30 mg)
were first dispersed into CH3CN (~1 cm3) via sonication and were subsequently drip coated onto a ZnSe
cylindrical internal reflection element (IRE; International Crystal Labs). The catalyst-coated IRE was
loaded into an ATR flow cell (Axiom, TNL-120), which was mounted onto a Fourier-transform infrared
spectrometer (Bruker, Vertex 70). The cell was heated by a resistive heating cartridge placed within the
wall of the cell, which was controlled by an electronic temperature controller (Watlow, EZ-Zone). Samples
were first pretreated at 423 K (5 K min-1) for 2 h in flowing He (10 cm3 min-1) to desorb CH3CN that was
present from the catalyst deposition. Background spectra (2500 scans, 1 cm-1 resolution) were then taken at
303 K in He. H2O was subsequently introduced (1 cm-1 min-1) using a high-pressure piston pump (SSI,
Series 1) and spectra (2500 scans, 1 cm-1 resolution) were acquired at a desired temperature (303 – 343 K).
To quantify the spectral contributions of H2O within the pores of the zeolites, 2,4,6-tri-tert-butylpyridine
(2,4,6-ttbupy; Sigma-Aldrich, 99%) was used as a probe molecule because it cannot fit into the 12membered ring pores of FAU or BEA. After the spectra of H2O were obtained on a given catalyst-coated
crystal, a stream of He (10 cm3 min-1) was flowed over the catalyst surface at 423 K (5 K min-1) for 2 h to
remove all H2O. The IRE was subsequently cooled to 303 K and a spectrum of 2,4,6-ttbupy (~1 M) in nhexane (Sigma-Aldrich, 99%) was acquired. Comparisons of the recorded spectra over a zeolite-coated IRE
to a clean IRE (Section S2.2) were made to distinguish the spectral contributions from within the zeolite
pores from the bulk solution.

Molecular Dynamics Simulations of H2O within Different Porous Environments

The three-dimensional coordinates of each zeolite framework were obtained from the International Zeolite
Association Structure Database. It should be noted that the BEA structure was chosen to model Ti-BEA
materials. One Si atom for every 5 unit cells was random selected and substituted for a Ti atom. An
additional constraint for Ti placement in Ti-MFI was introduced such that Ti atoms were sited in either T3,
T7, T8, T10, or T12 positions as previously characterized by Hijar et al.75 For modeling zeolite pores with
silanol defects, approximately 5 (SiOH)4 defects per unit cell were randomly placed under the condition
that defects may not occupy adjacent tetrahedral sites. Approximately 15 unit cells were constructed and
solvated with TIP5P water molecules.76 The silica forcefields derived by Emami et al.77 were used to
parameterize the zeolite framework. Parameters involving Ti atoms were obtained from UFF.78 The tleap
package of AmberTools was used to construct the MD systems.79
The system was first minimized for 5,000 steps using the steepest descent method, followed by 45,000 steps
using a conjugate gradient method. The system was then heated from 0 K to 313 K at NPT conditions.
Production simulations were implemented using the AMBER18 molecular dynamics package79 using the
pmemd GPU accelerated module80,81 under constant NPT conditions, periodic boundary conditions, and a
2 femtosecond integration timestep. Temperature (313 K) and pressure (1 atm) were maintained using
Berendsen thermostat and barostat, respectively.82 Bonds involving hydrogen atoms were constrained using
the SHAKE algorithm.83 Electrostatic interactions were treated using the Partial Mesh Ewald method with
a nonbonded distance cutoff set at 10 Å.84 Each system was simulated for 1 µs. Trajectory snapshots were
saved every 100 ps during production simulations and were visualized using Visual Molecular Dynamics
(VMD) software.85
The average number of hydrogen bonds formed per water molecule <NHB>MD was calculated as the total
number of hydrogen bonds formed normalized by the total number of water molecules within a given zeolite
framework. Hydrogen bonds were further differentiated based on the identity of the donor-acceptor pair.
Hydrogen bonds that involved the surface silanol groups were classified as water-surface (W-S) hydrogen
bonds, while hydrogen bonds involving other water molecules were labeled as water-water (W-W)
hydrogen bonds.

Trajectory Analysis of Molecular Dynamics Simulations
Trajectories were processed using the CPPTRAJ module of AMBER1886 and MDtraj Python library.87
Hydrogen bonds were identified based on a distance cutoff of 3.5 Å and angle cutoff of 120 degrees between
the acceptor and donor atom.88 In-house scripts and the matplotlib Python library were used to generate
water distribution plots.

Kinetic Measurements of 1-Alkene Epoxidation
1-Hexene (C6H12; Sigma-Aldrich, >99%), 1-heptene (C7H14; TCI Chemicals, >98%), 1-octene (C8H16;
Sigma-Aldrich, 98%), 1-nonene (C9H18, TCI Chemicals, >95%), 1-decene (C10H20, TCI Chemicals, >95%),
H2O2 (Fischer Chemicals, 30 wt. % in H2O), decane (TCI Chemicals, >99%), acetonitrile (CH3CN; Fisher
Chemicals, HPLC Grade), and H2O (18.2 MΩ cm) were used as received.
Rates of alkene epoxidation and oxidant decomposition were measured using batch reactors (100 cm3,
three-neck round-bottom flasks) equipped with reflux condensers to minimize evaporative losses. An
alkene and H2O2 were added to a solution of CH3CN and decane (used as an internal standard for GC
analysis) and heated to the desired temperature (303 – 348 K) while stirring at 700 rpm. The reactions were

initiated by the addition of a catalyst, and small aliquots (~500 μL) of the reaction solution were extracted
through a syringe filter (0.22 μm, polypropylene) at predetermined time intervals. The concentrations of
the organic components within these aliquots were quantified via gas chromatography. All species were
identified, and calibration factors were quantified using standards of known concentration. In all reported
data, the standard uncertainty for measured reaction rates was below 10%. For all reactions, only the 1,2epoxyalkane products were observed, which reflects the intentionally low conversion over which these
experiments were conducted. Rates for the conversion of alkene and oxidant were determined using the
method of initial rates and were measured as functions of reactant concentrations. All reported results were
obtained at differential conversion (i.e., <0.5% conversion of the limiting reagent); consequently, all
reported rates do not reflect artifacts associated with catalyst deactivation. 1-Alkene epoxidation kinetics
were measured in the absence of mass-transfer artifacts as indicated by turnover rates that depend linearly
on the concentration of the alkene (data not shown).89
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S1. Catalyst Characterization
S1.1. Ti-Zeolite Synthesis and Characterization Summary
Table S1. Sample names, framework topologies,a synthesis methods,b HF/SDA ratios,c Si/Al
ratios,d Ti content,e band gaps,f BET surface areas,g and values of ϕIR (i.e., relative densities of
(SiOH)x).h
Sample
Name Used
within Study

Framework Synthesis HF/SDA
Type
Method
Ratio

Si/Al
Ratio in
Parent
Zeolite
---12.5
14
20
75
150
250
-15
385
--

Ti
Content
(wt. %)

Band Gap
Energy
(eV)

BET
Surface
Area
(m2 g-1)
399
367
406
610
510i
710i
500i
620i
500i
407
740
630i
257

Ti-MFI-OH
MFI
HS
0
0.27
4.8
Ti-MFI-A
MFI
HS
1
0.10
4.8
Ti-MFI-F
MFI
HS
1.5
0.04
4.8
Ti-BEA-OH
BEA
PS
-0.20
4.2
Ti-BEA-A
BEA
PS
-0.30
4.3
Ti-BEA-B
BEA
PS
-0.34
4.3
Ti-BEA-C
BEA
PS
-0.28
4.2
Ti-BEA-D
BEA
PS
-0.33
4.2
Ti-BEA-E
BEA
PS
-0.42
4.2
Ti-BEA-F
BEA
HS
1
0.15
4.3
Ti-FAU-OH
FAU
PS
-0.28
4.4
Ti-FAU-F
FAU
PS
-0.25
4.5
Si-CDO-OH
CDO
HSj
0
0
-a
Determined by X-ray diffraction (Figure S1)
b
HS stands for hydrothermal synthesis; PS stands for post-synthetic modification
c
Relevant for zeolites synthesized via hydrothermal synthesis (Materials and Methods Section)
d
Relevant for zeolites synthesized via post-synthetic modification (Materials and Methods
Section)
e
Determined using energy dispersive X-ray fluorescence (Materials and Methods Section)
f
Calculated using diffuse reflectance UV-vis spectroscopy (Figure S2)
g
Calculated using N2 adsorption isotherms (77 K)1-3
h
Calculated from infrared spectra of dehydrated samples (Figure S3)
i
Taken from the manufacturer specifications for the parent Al-zeolite
j
Hydrothermal synthesis of layered silicate RUB-36 followed by topotactic conversion via
calcination to form Si-CDO-OH

Table 1 shows the relevant physical and chemical characterization for all zeolite materials
used within this study. Within the main text, comparisons among materials are primarily among
Ti-zeolite-OH and Ti-zeolite-F materials, which correspond to the materials with the greatest and
lowest densities of (SiOH)x defects, respectively. The nomenclature Ti-zeolites-X, where X = A,
B, C, etc., was used to denote materials with intermediate densities of (SiOH)x.
Supporting Information - S2

ϕIR
3.31
1.26
0.03
2.30
2.52
1.90
2.21
1.64
1.26
0.08
1.90
0.60
0.30

S1.2. X-Ray Diffractograms of Ti-Zeolites

Figure S1. X-ray diffractograms of a) Ti-BEA, b) Ti-MFI, and c) Ti-FAU and Si-CDO materials.
All diffractograms are normalized to the most intense features and are vertically offset for clarity.
Figure S1 shows X-ray diffractograms of all zeolitic materials used within this study. In all
cases, diffraction patterns are characteristic of the given zeolite framework (i.e., BEA, MFI, FAU,
or CDO; consistent with the International Zeolite Association Structural Database) and are phasepure.

Supporting Information - S3

S1.3. Diffuse Reflectance UV-Vis Spectra of Ti-Zeolites

Figure S2. Tauc plots for a) Ti-BEA and b) Ti-MFI and Ti-FAU materials. All plots are
normalized to the most intense feature and are vertically offset for clarity.
Figure S2 shows that all Ti-zeolites contain a single UV-vis absorbance feature with a peak
center between 4.6 – 5.3 eV. The leading edge for each Tauc plot was extrapolated to the abscissa
intercept to determine the band gap of the material (Table S1). In all cases, the UV-vis absorbance
features are qualitatively consistent with isolated Ti4+ sites4 and do not contain electronic
transitions that are indicative of bulk TiO2, which has a band gap of 3.2 eV.5
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S1.4. Infrared Spectra of Dehydrated Ti-Zeolites

Figure S3. Infrared spectra of dehydrated a) Ti-BEA and b) Ti-MFI, Ti-FAU, and Si-CDO
materials (573 K, in 50 cm3 min-1 He). All spectra are normalized to the ν(Si-O-Si) overtone at
~1865 cm-1 and are vertically offset for clarity.
Figure S3 shows infrared spectra of dehydrated zeolites obtained in situ (101 kPa He, 573
K). Prior to the acquisition of spectra, each sample was heated to 573 K at 10 K min-1 in flowing
He (50 cm3 min-1) and held for 2 h. These conditions and pretreatment were chosen to desorb
volatile compounds, such that vibrational spectra only reflect contributions from the zeolite
materials. These spectra possess vibrational features at 1990 and 1865 cm-1 that correspond to ν(SiO-Si) overtones from the zeolite frameworks;6,7 the broad features between 3200 – 3750 cm-1
correspond to ν(O-H) of SiOH functions within these materials. The sharp feature at 3740 cm-1
corresponds to ν(O-H) of isolated SiOH that do not interact with other hydrogen bond acceptors.
The broad bimodal features at 3680 and 3540 cm-1 represent (SiOH)x functions that contain
multiple, localized hydrogen bonded -OH functions.8,9
A quantitative measure for the density of SiOH (ϕIR) is thus determined by normalizing the
area of ν(O-H) (𝐴
) relative to that of the ν(Si-O-Si) overtone stretch at 1865 cm-1
(𝐴
).
𝜙

(S1)

Table S1 shows values of ϕIR of these materials span two orders of magnitude, which shows
that the densities of SiOH moieties can be controlled through use of a combination of postsynthetic modification and hydrothermal synthesis. For all Ti-zeolites, Ti-zeolite-F samples
Supporting Information - S5

contain the lowest densities of SiOH groups, as shown by the lowest ϕIR values, which matches
expectations. In contrast, values of ϕIR are greatest on Ti-zeolite-OH samples, that were
synthesized to intentionally contain significant numbers of SiOH functions near Ti active sites to
study the effects of solvent structure on epoxidation catalysis (see main text).
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S2. Attenuated Total Reflectance-Infrared Spectroscopy of H2O
S2.1. ATR-IR Spectra of H2O within Hydrophobic Ti-Zeolites with Corresponding
Molecular Dynamics Simulations

Figure S4. Infrared spectroscopic characterization and molecular dynamics simulations of H2O
within the bulk fluid phase and confined within zeolite pores. a – c) Infrared spectra (gray) of H2O
within the pores of Ti-FAU-F (a), Ti-BEA-F (b), Ti-MFI-F (c) at 313 K. d – f) Images
representative of the MD simulations of H2O within pristine Ti-FAU (d), Ti-BEA (e), Ti-MFI (f)
at 313 K. h – j) Two-dimensional heat map projections of the position of H2O molecules sampled
during a 1 μs MD simulation within Ti-FAU (g), Ti-BEA (h), Ti-MFI (i) at 313 K. The timeaveraged spatial distributions of H2O molecules in g – i is colored from low (purple) to high
(yellow). Vibrational spectra in a – c were fit using five gaussian distributions to represent ν(O-H)
of H2O molecules that exist in one of five color-coded hydrogen-bonding configurations, shown
visually above a – c; cumulative fits are shown in black. The dashed lines in d – f represent
hydrogen bonds between H2O molecules. Heat maps in g – i are viewed down the b-axes of zeolite
crystals, respectively.
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Table S2. Number of hydrogen bonds for H2O molecules in a given hydrogen-bonding
configuration (Figures 1 and S4).
H2O Population

Number of Hydrogen Bonds

Free
DDA
DA
DDAA
DAA

0
3
2
4
3
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Table S3. Average number of H2O molecules (<N>Water) stabilized within 15 unit cells of Ti-FAUOH, Ti-BEA-OH, Ti-MFI-OH, and Si-CDO-OH over the course of our 1 µs MD simulations.
Average number of hydrogen bonds, normalized by all intraporous H2O molecules, between H2O
and any possible donor or acceptor (<NHB>MD; i.e., H2O or SiOH), between two H2O molecules
(<NHB>WW) or between a H2O molecule and a surface SiOH function (<NHB>WS) for H2O within
Ti-FAU-OH, Ti-BEA-OH, Ti-MFI-OH, and Si-CDO-OH. Fraction of HBs that are between a
given H2O molecule and a SiOH (Fraction WS).
Sample

<N>Water

Ti-FAU-OH
Ti-BEA-OH
Ti-MFI-OH
Si-CDO-OH

1695 ± 22
84 ± 10
24 ± 3
31 ± 1

<N>Water
per unit
cell
113 ± 2
5.6 ± 0.7
1.6 ± 0.2
2.1 ± 0.1

<NHB>MD

<NHB>WW

<NHB>WS

Fraction
WS

3.5
2.55
2.17
2.35

3.30
2.14
1.40
0.95

0.20
0.41
0.77
1.40

0.06
0.16
0.35
0.60

Table S4. Average number of H2O molecules (<N>Water) stabilized within 15 unit cells of Ti-FAUF, Ti-BEA-F, and Ti-MFI-F over the course of our 1 µs MD simulations.
Sample

<N>Water

Ti-FAU-F
Ti-BEA-F
Ti-MFI-F
Si-CDO-F

1770 ± 24
73 ± 22
33 ± 5
0

<N>Water
per unit
cell
118 ± 2
4.9 ± 1.5
2.2 ± 0.3
-

<NHB>MD

<NHB>WW

<NHB>WS

Fraction
WS

3.44
2.18
1.82
-

3.39
2.07
1.49
-

0.05
0.11
0.33
-

0.01
0.05
0.18
-

Table S3 shows results from the MD simulations of hydrophilic zeolites (contain 5 (SiOH)4
per unit cell), which demonstrate that H2O molecules are increasingly likely to form hydrogen
bonds with surface SiOH functions than other H2O molecules as the characteristic dimension of
the surrounding pore decreases (i.e., from FAU to BEA to MFI to CDO). These data suggest that
within hydrophilic zeolites, confined H2O structures that form within the pores of BEA, MFI, and
CDO nucleate at SiOH defects and form short oligomeric H2O structures.
Table S4 shows that the average number of H2O molecules that are stabilized within Tizeolite-F samples are similar to the number of H2O molecules that are present within the analogous
Ti-zeolite-OH materials (Table S3). In addition, the <NHB>MD decreases for Ti-zeolite-F samples
is somewhat smaller than the corresponding hydrophilic structure, and this difference becomes
larger as the characteristic diameter of the pores decrease. For example, the difference between
values of <NHB>MD for Ti-FAU-OH and Ti-FAU-F is only ~0.1 HB, however, the difference
between Ti-MFI-OH and Ti-MFI-F is ~0.35 HB. Significantly, the percentage of HB bonds that
exist between the H2O molecules and the surface is much larger in hydrophilic structures: within
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Ti-MFI-OH this value is 35% but only 20% in Ti-MFI-F. These comparisons show that these
metric for HB characteristics are strong functions of the dimensions of the pores (e.g., the ratio of
volume to surface area) and surface chemistry becomes increasingly important as that ratio
decreases. Moreover, these comparisons demonstrate that the O-atoms of pristine siloxane regions
of the pores (e.g., in Ti-MFI-F) served as hydrogen bond acceptors, however, interactions with
(SiOH)x groups at defect sites provide more stable locations to hydrogen bond H2O molecules
(presumably because groups of SiOH participate as HB donors and acceptors and exist in close
proximity to each other).
Si-CDO-F stands out among these comparisons in several ways. We did not observe H2O
molecules to enter the pores of Si-CDO-F during the full length of the MD simulation. The stark
contrast between Si-CDO-OH and Si-CDO-F appears reasonable, because a significantly larger
fraction of the HB within the Si-CDO-OH structure exist between H2O and SiOH groups (0.6,
Table S3). Consequently, in the absence of these SiOH groups, the stabilizing interactions that
permit water to reside in the pores are lost.
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S2.2. 2,4,5-Tri-tert-butylpyridine to Deconvolute Bulk-Fluid and Intra-Zeolite Spectral
Contributions

Figure S5. a) Attenuated total reflectance-infrared spectra of 2,4,6-tri-tertbutyl-pyridine (~1 M in
n-hexane) over a clean (blue) or Ti-BEA-F coated (red) ZnSe internal reflection element at 303 K.
b) Rescaled infrared spectra that compare the vibrational mode of the pyridine ring. Background
spectra were of the internal reflection element (with or without catalyst) in He at 303 K. Prior to
measuring the background spectra, the surfaces were pretreated at 423 K in He to desorb any
volatile compounds. Both spectra were normalized to ν(C-H) at ~2950 cm-1.
Raw vibrational spectra of H2O within the pores of the zeolites contain significant
contributions from the bulk fluid phase, because the coatings of zeolite particles on an internal
reflection element (IRE) leaves significant voids between crystallites. An accurate vibrational
spectrum of H2O (or any other probe molecule) within a coated material requires that the spectral
contributions of the bulk fluid phase be accounted for.
2,4,6-Tri-tertbutyl-pyridine (2,4,6-ttbupy) was chosen as a probe molecule to investigate
the contributions from the bulk fluid phase versus intraporous phase on measured spectra. This
bulky molecule cannot enter the pores of the FAU, BEA, MFI, or CDO frameworks due to its large
steric bulk.10 Figure S5 shows exemplary infrared spectra of 2,4,6-ttbupy over a clean ZnSe IRE
or one that was coated with Ti-BEA-F. Vibrational spectra contain several features between 2800
– 3000 cm-1 that correspond to ν(C-H) of the n-hexane solvent,11 which is used as an internal
standard. The vibration at 1580 cm-1 corresponds to a complex molecular vibration that is
associated with the pyridine ring12 of 2,4,6-ttbupy. The presence of a zeolite coating on the IRE
leads to a diminished volume that the evanescent wave samples. The volume-averaged fraction of
the vibrational spectra that is contributed from the bulk fluid phase (δ) is given by
𝛿

1−

,
,

(S2)
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where A1580,Zeolite and A1580,ZnSe is the area of the vibrational feature at 1580 cm-1 for a given
solution of 2,4,6-ttbupy (here, ~1 M in n-hexane) over a zeolite-coated and clean ZnSe crystal,
respectively. We note that these infrared spectra are normalized to the vibrational features
corresponding to n-hexane, which is used as an internal standard. Consequently, the difference in
this area, relative to that of features corresponding to n-hexane, reports on the volume fraction
occupied by the zeolite coating. Using Figure S5 as an example, the contribution to measured
spectra by the bulk-fluid phase accounts for ~90% of the measured spectra. This is because zeolite
particles are irregular and do not perfectly coat an IRE crystal.
Accurate measured of IR spectra require that the contributions from the bulk fluid-phase
are accounted for. IR spectra of H2O within the pores of the different zeolite samples were obtained
by normalizing the spectra obtained at a given temperature and subtracting off the volume-average
weighted contribution (via 2,4,6-ttbupy measurements, see above) of the H2O spectra over a clean
ZnSe IRE. Each of these measurements must be made for a new catalyst loading, because the
packing efficiency of the coating cannot be known a priori.
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S2.3. Representative Analysis of Temperature-Dependent ATR-IR Spectra
S2.3.1. Temperature Dependent Analysis of The Average Number of Hydrogen Bonds to
Extract Changes in Enthalpy and Entropy

Figure S6. a) Infrared spectra of H2O within Ti-MFI-OH between 303 K (blue) and 343 K (red)
in increments of 10 K (bottom), and difference between the spectrum at each temperature and that
collected at 303 K (top). b) The average number of hydrogen bonds (<NHB>) as a function of
inverse temperature for H2O within Ti-MFI-OH. c) Statistical mechanics-derived entropies (STot,
Equation S5) for H2O within Ti-MFI-OH plotted against the average number of hydrogen bonds
across all intraporous H2O between 303 K and 343 K. All IR spectra within (a, bottom) are
normalized to the most intense ν(O-H) feature. The dashed line in (b) represent fits of the van’t
Hoff equation, whose slopes are proportional to the enthalpy change associated with breaking a
single hydrogen bond among H2O molecules within Ti-MFI-OH. The dashed line in (c) represents
a linear fit, whose extrapolation to an abscissa of zero represents that change in STot resulting from
fully disrupting the hydrogen-bonding interactions for an H2O molecule within Ti-MFI-OH.

The enthalpy and entropy change associated with disrupting H2O molecules can be
determined through a combination of the thermodynamic analysis of relevant macroscopic
quantities (e.g., the average number of hydrogen bonds) and statistical mechanical analysis of H2O
populations. Figure S6a shows IR spectra of bulk H2O as a function of temperature (303 – 343 K)
possess ν(O-H) that systematically shift to higher wavenumbers with increasing temperature and
shows a clear isosbestic point at 3260 cm-1. The blue shift in ν(O-H) with temperature reflects a
change in the populations of H2O that exist in one of the five hydrogen bonding configurations
(Fig. S4). Importantly, we assume that ν(O-H) for each population of H2O possesses similar
integrated molar extinction coefficients, based upon the expectation that, nominally, each ν(O-H)
corresponds to a simple diatomic vibration.
The strength of a hydrogen bond within H2O can be quantified using van’t Hoff analysis,
by investigating how the average number of hydrogen bonds (<NHB>; see Table S2 for the number
of hydrogen bonds for a given H2O population) changes as a function of temperature. Figure S6b
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shows that <NHB> decreases monotonically with increasing temperature within Ti-MFI-OH,
because of the thermal fluctuations that lead to the disruption of hydrogen bonds among H2O
molecules within the zeolitic pores. The enthalpy associated with rupturing a single hydrogen bond
(ΔH<HB>) is determined using the van’t Hoff equation and is found to be 3 ± 1 kJ (mol HB)-1 within
Ti-MFI-OH. Variable-temperature Raman spectroscopy was used to probe the enthalpy change
associated with converting H2O within a DDAA hydrogen-bonding configuration into free H2O,
which found an enthalpy change of 11.3 kJ mol-1.13 Importantly, this literature value corresponds
to the chemical equilibria for the disruption of four hydrogen bonds, which suggests that the
disruption of a single hydrogen bond results in a concomitant increase in enthalpy of ~2.8 kJ (mol
HB)-1,13 which closely agrees with our measured values. Values of ΔH<HB> are then made to
represent the change in enthalpy associated with disrupting the hydrogen bonding interactions
among the average H2O molecule within a given environment by multiplying ΔH<HB> by the
average number of hydrogen bonds per H2O molecule, which yields ΔHHB in units of kJ (mol
H2O)-1 (Table 1 in the main text).
The macroscopic state of a system can be described by the distribution of the corresponding
microstates. In our system, the relevant populations of H2O correspond to the five distinct
hydrogen-bonding configurations (Figures 1 and S4) that are observed via vibrational
spectroscopy. Consequently, values of pi for each type of H2O correspond to the area of the peak
for a given hydrogen-bonding configuration normalized (Ai) to the total area (ATot).

𝑝 =

(S3)

The Gibbs entropy formula14 defines the macroscopic entropy (STot) of a system as:

𝑆

= −𝑅 ∑ 𝑝 𝑙𝑛(𝑝 )

(S4)

where R is the ideal gas constant and pi is the probability of finding the system in state i.
Figure S6c shows how the values of STot vary as a function of the average number of
hydrogen bonds (<NHB>) for H2O within Ti-MFI-OH as the temperature of the system is varied
from 303 to 343 K. Values of STot increase monotonically with decreasing <NHB>, because
increases in temperature lead to the greater propensity of hydrogen bonds to break and form
undercoordinated H2O molecules. Linear extrapolation of STot to zero hydrogen bonds reflects the
change in entropy that corresponds to the transformation of an average H2O molecule within TiMFI-OH into a free H2O within this environment (i.e., ΔSHB) and is equal to 53 ± 6 J mol-1 K-1.
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S2.3.2. Analysis of Changes in H2O Populations using Chemical Equilibria
Within Ti-zeolites, the various populations (Table S2) of H2O exist within series of coupled
chemical equilibria, and these populations may interconvert through the formation of disruption
of hydrogen bonds among H2O molecules. Within Ti-MFI, H2O molecules form one-dimensional
molecular wires that transverse the zeolite framework (see main text). Within these solvent
structures, each H2O molecules possesses, on average, two hydrogen bonds. Consequently, the
ratio of the population of H2O in a DA hydrogen-bonding configuration (PDA) to the that of free
H2O (PFree) represents the equilibrium (KDA) between these two populations of H2O.

𝐾

=

(S5)

Figure S7. Ratio of the populations of H2O in a DA hydrogen bonding configuration to that of
free H2O as a function of inverse temperature within Ti-MFI-OH. The dashed line represents a fit
of equation S6.

Figure S7 shows how the ratio of PDA/PFree for H2O within Ti-MFI-OH varies as a function
of inverse temperature between 303 K and 343 K. The dashed line corresponds to a fit of the
equation S6,

𝐾

= exp

∆

= exp

∆

∆

(S6)
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where the slope and intercept of Figure S7 is proportional to the change in enthalpy and entropy,
respectively, associated with this chemical process (i.e., the disruption of DA H2O to form free
H2O). H2O within Ti-MFI-OH that is converted from DA to free H2O incurs an increase in enthalpy
of ~5 ± 1 kJ (mol H2O)-1; yet, curiously only lead to an increase in entropy of 0.6 J (mol H2O · K)1
, based fitting equation S4 to Figure S6b, which does not intuitively make sense for the disruption
of H2O within a contiguous chain to form free H2O. We note that while this analysis method has
been employed in other publications,13,15 this analysis method does not consider the average H2O
molecule within a given environment; rather, this analysis method requires an assumption
regarding the equilibria between two states.
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S2.4. Variable Temperature ATR-IR Spectra of H2O within Si-CDO-OH

Figure S8. Infrared spectra of H2O within Si-CDO-OH between 313 K (bottom) and 343 K (top)
in increments of 10 K. Vibrational spectra are vertically offset for clarity and fit with three gaussian
distributions that represent ν(O-H) of H2O molecules that exist as “free” H2O (red), DDA H2O
(green), or DA H2O (blue). Black curves represent cumulative fits.

H2O within Si-CDO-OH zeolites form highly confined two-dimensional molecular wires.
These solvent structures are constrained by the 0.45 nm pores of the CDO framework, such that
H2O molecules are likely unable to slip past one another within the pore. Consequently, the
molecular motion among the H2O molecules within the zeolite pores is highly correlated (i.e., H2O
Supporting Information - S17

molecules vibrate and move in concert with one another). As the temperature of the system is
increased, there are minimal changes in the cumulative vibrational spectra (Figure S8), which
suggests that the confining pores of CDO does not allow for significant changes in the structure
(or average number of hydrogen bonds) among the intraporous H2O molecules. Correspondingly,
values of ΔHHB and ΔSHB within Si-CDO-OH zeolites are much smaller than expected (Table 1,
main text), based upon the trends in ΔHHB and ΔSHB among FAU, BEA, and MFI zeolites, because
the highly confining environment of the CDO pore structure does not allow for the local disruption
of H2O molecular wires.
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S3. Mechanism and Derived Rate Expression for 1-Alkene Epoxidation
Scheme S1. Proposed Elementary Steps for C8H16 Epoxidation and H2O2 Decomposition over
Ti-BEAa
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The symbol
represents a quasi-equilibrated step, while
represents a kinetically relevant
step. The Ti-OOH intermediate drawn are intended to represent the pool of Ti-OOH and Ti-(η2O2) species that are present as shown by UV-vis.

Scheme 1 depicts a series of elementary steps that describe 1-alkene epoxidation in Ti-zeolites.
This catalytic cycle involves the quasi-equilibrated adsorption of the 1-alkene (step 1) or H2O2
(step 2), and the irreversible activation of adsorbed H2O2 (step 3) to form a pool of Ti-OOH
intermediates. Ti-OOH species react with a 1-alkene (step 4) or H2O2 (step 6) within kinetically
relevant processes to form the epoxide or decomposition products (e.g., O2 and H2O), respectively.
Epoxide molecules then desorb in a quasi-equilibrated manner (step 5) after their formation.12,16,17
Following Scheme 1, rates for epoxide formation (rE) take the form
𝑟 = 𝑘 𝑎𝑙𝑘𝑒𝑛𝑒 𝑇𝑖 − 𝑂𝑂𝐻

(S7)

where [Ti-OOH] represents the pool of Ti-OOH and Ti-(η2-O2) intermediates, and ki is the rate
constant for step i in Scheme 1. The application of the pseudo-steady state hypothesis to the
number of Ti-OOH and a site balance over all possible states of the Ti active site allows equation
S7 to be restated as
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where [L] is the total number of active sites and Ki is the equilibrium constant for step i. The five
terms in the denominator correspond to active metal atoms occupied by CH3CN (i.e., the solvent),
the alkene, H2O2, Ti-OOH, or the epoxide, respectively.
Reaction conditions that give turnover rates that are proportional to [alkene] and invariant with
changes in [H2O2] result in surfaces saturated with pools containing reactive Ti-OOH
intermediates,12,16-18 which reduces equation S8 to the form
[ ]

= 𝑘 [𝑎𝑙𝑘𝑒𝑛𝑒]

(S9)

When turnover rates are proportional to [alkene] and are independent of [H2O2], k4 is the sole
rate constant (equation S9), such that measured activation free energies reflect solely the
adsorption of the alkene into the pores of the zeolite and formation of the epoxidation transition
state (Scheme 1, main text).
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S3.2. Apparent Activation Enthalpies and Entropies over 1-Alkene Epoxidation over TiZeolites
Table S5. Apparent Activation Enthalpies and Entropies for 1-Hexene Epoxidation over TiZeolites.a
Sample Name
Used within Study

ΔHApp.‡
(kJ mol-1)

ΔSApp.‡
(J mol-1 K-1)

Ti-MFI-OH
Ti-MFI-A
Ti-MFI-F
Ti-BEA-OH
Ti-BEA-F
Ti-FAU-OH
Ti-FAU-F

19 ± 2
16 ± 2
15 ± 1
20 ± 3
13 ± 2
41 ± 2
34 ± 2

-183 ± 10
-220 ± 10
-242 ± 13
-170 ± 10
-235 ± 12
-140 ± 14
-174 ± 12

0.5 mM 1-Hexene, 10 mM H2O2, 39 mM H2O, CH3CN solvent, 313 K, which give Ti-(η2-O2)
and Ti-OOH as the most abundant reactive intermediates across all Ti-zeolites. Consequently,
rates follow Equation S9.
a
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Table S6. Apparent Activation Enthalpies and Entropies for 1-Octene Epoxidation over TiZeolites.a
Sample Name
Used within Study
Ti-MFI-OH
Ti-MFI-A
Ti-MFI-F
Ti-BEA-OH
Ti-BEA-A
Ti-BEA-B
Ti-BEA-C
Ti-BEA-D
Ti-BEA-E
Ti-BEA-F
Ti-FAU-OH
Ti-FAU-F

ΔHApp.‡
(kJ mol-1)
17 ± 3
14 ± 2
12 ± 2
25 ± 2
24 ± 2
23 ± 2
21 ± 1
17 ± 2
14 ± 1
12 ± 1
44 ± 2
35 ± 1

ΔSApp.‡
(J mol-1 K-1)
-201 ± 10
-238 ± 12
-260 ± 12
-150 ± 19
-147 ± 20
-160 ± 18
-170 ± 23
-190 ± 21
-235 ± 26
-240 ± 29
-154 ± 9
-195 ± 10

0.5 mM 1-Octene, 10 mM H2O2, 39 mM H2O, CH3CN solvent, 313 K, which give Ti-(η2-O2)
and Ti-OOH as the most abundant reactive intermediates across all Ti-zeolites. Consequently,
rates follow Equation S9.
.
a
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Table S7. Apparent Activation Enthalpies and Entropies for 1-Decene Epoxidation over TiZeolites.a
Sample Name
Used within Study
Ti-MFI-OH
Ti-MFI-A
Ti-MFI-F
Ti-BEA-OH
Ti-BEA-F
Ti-FAU-OH
Ti-FAU-F

ΔHApp.‡
(kJ mol-1)
17 ± 3
13 ± 2
11 ± 1
26 ± 3
10 ± 2
34 ± 2
21 ± 1

ΔSApp.‡
(J mol-1 K-1)
-193 ± 10
-240 ± 8
-269 ± 14
-140 ± 10
-245 ± 15
-162 ± 10
-212 ± 9

0.5 mM 1-Decene, 10 mM H2O2, 39 mM H2O, CH3CN solvent, 313 K, which give Ti-(η2-O2)
and Ti-OOH as the most abundant reactive intermediates across all Ti-zeolites. Consequently,
rates follow Equation S9.
a
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S4. Analysis of Molecular Dynamics Simulations
S4.1. Changes in 〈𝑵𝑯𝑩 〉 as a Function of Simulation Time to Assess Equilibrium Behavior

Figure S9. The average number of hydrogen bonds for H2O molecules within the 1 µs MD
simulations of pristine Ti-FAU-F (black), Ti-BEA-F (red), Ti-MFI-F (blue), and Si-CDO (purple;
with 5 (SiOH)4 per unit cell) at 313 K.

Figure S9 shows the average number of hydrogen bonds (<NHB>) for H2O within the pores
of Ti-FAU-F, Ti-BEA-F, Ti-MFI-F, and Si-CDO-OH as a function of time throughout a 1 µs
simulation. In all cases, values of <NHB> do not vary in a systematic way with time, which shows
that these systems are at an equilibrium and are not approaching a lower-energy state. H2O within
Ti-FAU-F possesses ~3.4 hydrogen bonds, on average, which reflects the three-dimensional
solvent structures that form within the supercages of the FAU framework. In contrast, H2O within
the BEA, MFI, and CDO frameworks possess ~2 hydrogen bonds on average that is characteristic
of the one-dimensional wires that form within this sub-nanometer pore structures. Notably,
molecular simulations (MD) that involved defect-free Si-CDO returned results that demonstrated
H2O did not enter the pores of the pristine CDO framework over the timescale of the simulation
(1 µs). Si-CDO-OH samples formed experimentally possess observable SiOH groups (Fig. S3),
therefore, we simulated this material with 5 (SiOH)4 per unit cell. In contrast to simulations of
hydrophilic variants of other frameworks (e.g., FAU, BEA, MFI), the simulation results indicate
the SiOH functions on CDO pore walls hydrogen bond with intraporous H2O molecules.
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S4.2. Radial Distribution Analysis for The Position of H2O Molecules

Figure S10. Normalized radial probability distributions for the location of H2O within the pores
of a) Ti-FAU, b) Ti-BEA, c) Ti-MFI, and d) Si-CDO-OH at 313 K during a 1 µs MD simulation.
Approximate locations of the physical pore walls are denoted on each plot. Zeolite-OH
frameworks were constructed to contain ~5 (SiOH)4 per unit cell, while those labeled zeolite-F
contain no defects.

The positions that H2O molecules sample within the pores of the zeolite reflect differences
in the extent of confinement afforded by the micropore structure. The supercages of Ti-FAU were
modeled as spherical cavities, while the straight channels of Ti-BEA, Ti-MFI-, and Si-CDO were
modeled as cylinders. We analyzed our MD simulations to monitor the distance that a given H2O
molecule (taken as the O atom) could travel relative to the center of symmetry (i.e., the center of
the FAU supercage or central axis of the cylindrical pore). We used an in-house algorithm to
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analyze how far the H2O molecules traveled from the symmetry point throughout the course of our
1 µs simulation runs.
Figure S10 shows the normalized probability of finding a H2O molecule at a given distance
from the center of symmetry. Here, the radial distance for Ti-FAU represents finding a H2O
molecule on the surface of a concentric sphere of a given radius. Similarly, the radial distance for
Ti-BEA, Ti-MFI and Si-CDO-OH denotes finding a H2O molecule on the perimeter of a concentric
circle surrounding the center axis. Within Ti-FAU, H2O molecules can easily sample an 8 – 10 Å
diameter sphere within the Ti-FAU framework (corresponding to a probability of ~50%). In
contrast, H2O within the cylindrical pores of BEA, MFI, and CDO cannot extend as far away from
the center axis. Unsurprisingly, the radial distance that H2O can sample decreases with the
characteristic pore size. For example, taking the relative probability of finding a H2O molecule at
10% as an arbitrary cutoff, shows that H2O can sample 2.5, 1, and 0.6 Å away from the central
axes within Ti-BEA-F, Ti-MFI-F, and Si-CDO-OH. Within Si-CDO-F materials (i.e., those
constructed to contain zero (SiOH)4 defects), H2O did not enter the pores of the material during
the MD simulation run, likely resulting from the highly hydrophobic and confining pore walls.
The presence of (SiOH)4 defects within Ti-BEA-OH and Ti-MFI-OH models lead to
nucleation points that pull H2O molecules toward the pore walls. Within Ti-BEA, the presence of
(SiOH)4 defects, slightly extends the radial probability distribution to larger radii, because the
(SiOH)4 at the pore walls hydrogen bond with H2O molecules which increases the propensity for
these molecules to be stabilized further from the center axis of the pore. This effect is greater
within Ti-MFI, where the accentuated radial probability distribution of Ti-MFI-OH relative to TiMFI-F demonstrates that the presence of (SiOH)4 at the pore walls enables H2O molecules to
sample a greater volume within the MFI pores. In contrast, within the supercages of Ti-FAU the
presence of (SiOH)4 at the supercage boundaries minimally affects the volume that H2O molecules
can sample, which reflects the lack of significant confinement of H2O within this environment.
More generally, these results show how the presence of (SiOH)4 defects influence the sorption and
stabilization of H2O within microporous materials and that the role of these hydrophilic defects
becomes increasingly important as the characteristic dimension of the confining environment
decreases.
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