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Experimental Procedures 

 

Materials and full cells: 

The disordered carbon anode materials and layered O3-Na[Cu1/9Ni2/9Fe1/3Mn1/3]O2 

cathode materials were synthesized by high-temperature calcination according to the 

early report.1 The composition of the electrodes was 90 wt.% active materials, 5 wt.% 

Super P, and 5 wt.% polyvinylidene fluoride (PVDF). The electrode slurries were 

casted on Al foil, followed by a drying process under vacuum. The electrolyte used for 

the full cells is x M (mol/L) NaPF6 (Kishida Chemical Co., Ltd., 99%) dissolved in 

ethyl carbonate (EC)/propylene carbonate (PC) (1:1 vol.%) (Shandong Hirong power 

supply material Co., Ltd., 99.99%) without any functional additives. All the electrolytes 

were prepared and dried using molecular sieves (4 Å) in a glove box under high-purity 

argon gas. The amount of electrolyte used for a CR2032 coin-type cell is 200 ɛL and 

glass fiber (Whatman GF/D) was utilized as the separator. Aluminized battery shells 

were used for high temperature tests. The mass loadings of the anode and cathode are 

about 7 and 17 mg/cm2 (cathode mass is limited), respectively. 

 

Materials characterization: 

Pt electrode equipment with a specific conductivity constant (Shanghai Russell 

Technology Co., Ltd.) was used to measure the ionic conductivities of the electrolytes. 

The conductivity constant should be predetermined using 1 M aqueous KCl standard 

solution at 25 °C. The ionic conductivities of the electrolytes were obtained from 

electrochemical impedance spectroscopy (EIS) using electrochemical workstation 

(IM6e Zahner) in the oven at set temperature. The viscosities of the electrolytes were 

measured from the Anton Paar MCR502 rheometer. 

 

Electrochemical measurements and electrode characterization: 

The cells were placed at oven thermostat in different temperature states. The charge and 

discharge tests of full cells were performed on the Land CT2001A battery test systems 

(Wuhan, China), cycled in the voltage range of 1.0-4.0 V at different current rates (1C 

= 100 mA/g). Note that the small current activation processes before the cycling tests 

are not shown in Figure 1c, 2b, S3, S4 and S6. The surface chemical state was 

determined by X-ray photoelectron spectroscopy (XPS) using the Thermo Scientific 

ESCALAB 250 Xi spectrometer with Mg/Al KŬ X-ray source. All spectra were 

calibrated with the C 1s photoemission peak at 284.8 eV to correct for the charging 

effect. For the ex situ measurements, the electrode disassembled from the coin cell in 

an argon-filled glove box was washed in dimethyl carbonate (DMC) repeatedly 

followed by a drying processing in an argon-filled transferred tube. 

 

 

 

 

 

 



 

Selected ionic conductivity and viscosity data: 

 

25 °C: 5.64 mS/cm@0.3 M, 8.69 mS/cm@1 M vs 0 °C: 3 .45 mS/cm@0.3 M, 5.26 

mS/cm@1 M 

 

25 °C: 3.46 mPa·S@0.3 M, 6.48 mPa·S@1 M vs 0 °C: 6 .62 mPa·S@0.3 M, 15.2 

mPa·S@1 M 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



 

 

 

 

 

Figure S1. Predicted costs (per unit mass) of NaPF6 in EC/PC electrolytes with 

different concentrations (suppose the cost of salt is eleven times higher than that of 

the solvent and make normalization based on total cost maximum). 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



 

 

 

 

 

Figure S2. Rate performance of Na-ion full cells using 0.3 M or 1 M NaPF6 in EC/PC 

electrolyte from 0.1C to 2C at 25 °C. There is a significant capacity loss during cycling 

at 2C due to the concentration polarization in the 0.3 M electrolyte. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



 

 

 

 

 

Figure S3. Rate performance (asymmetric charge-discharge cycling tests) of Na-ion 

full cells using 0.3 M or 1 M NaPF6 in EC/PC electrolyte at 25 °C. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



 

 

 

 

Figure S4. Rate performance (asymmetric charge-discharge cycling tests) of Na-ion 

full cells using 0.3 M or 1 M NaPF6 in EC/PC electrolyte at 0 °C. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



 

 

 

 

Figure S5. Galvanostatic initial discharge/charge curves of Na-ion full cells using 0.3 

M or 1 M NaPF6 in EC/PC electrolyte at ī10 ÁC and ī30 ÁC. The related ICEs are 

noted in parentheses. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



 

 

 

 

 

Figure S6. Cyclic capability at a current rate of 1C of Na-ion full cells using 0.3 M or 

1 M NaPF6 in EC/PC electrolyte at 55 °C. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



 

 

 

 

 

Figure S7. A schematic illustration of the formation of electrical double layers and 

concentration gradients during the charging (a) or discharging (b) of NIBs.2  

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



 

 

 

 

 

Figure S8. Relation curve of the molar ratio of solvent to salt and the concentration of 

NaPF6 in EC/PC electrolyte.3-4 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



 

 

 

 

Insights on the novel dilute electrolyte chemistry: 

Normally, the organic composition of SEI in NIBs is less than that of LIBs,5 and thus 

more elastic organic components6 are needed considering the irregular surface of 

disordered carbon and poor ionic conductivity of NaF. Increasing the molar ratio of 

solvent to salt can exactly improve the ratio of organic components (Figure S8). The 

organic layer can be permeable to electrolytes as a thick extended outer layer2, 7-8 and 

even partial soluble components can form the effective conductive network6, 9 to 

compensate the concentration polarization. According to the electrical double layer 

theory (Figure S7),2 fast charge/discharge reaction in the 1.0 M electrolyte may 

provide the similar effect using the 0.3 M electrolyte by increasing the organic 

components but decreasing the inorganic components. The novel dilute electrolyte 

chemistry needs to be further explored which is currently in progress. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



 

 

Figure S9. Variations in the atomic ratios of C (C1s spectra) plus O (O1s spectra) and 

P (P 2p spectra) plus F (F 1s spectra) elements detected at (a) the SEI films of carbon 

anodes and (b) the CEI films of layered oxide cathodes formed at the different 

temperature (the component data collected at 25 °C as the zero references). 

 

 

 

 

 

 

 

 



 

Table S1. Detailed XPS data detected on anode sides (the Na signals were excluded). 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 


