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Figure S1 XRD spectra of g-C3N4 support and Fe@g-C3N4 catalyst 
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Figure S2 TEM spectra of Fe@g-C3N4 
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Figure S3 SEM spectra of Fe@g-C3N4 
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Figure S4 EDX spectra of Fe@g-C3N4 
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Figure S5 TEM spectra of recycled Fe@g-C3N4 catalyst 
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Figure S6 SEM spectra of recycled Fe@g-C3N4 catalyst 



S9 

 

 

 

 

 

 

Figure S7 UV-Vis spectra of support (g-C3N4) Figure S8 UV-Vis spectra of nano-ferrite 
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Figure S9 UV-Vis spectra of Fe@g-C3N4 
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Figure S10 
1
H NMR spectra of Table 2, Entry 1 
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Figure S11 
13
C NMR spectra of Table 2, Entry 1 
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Figure S12 
1
H NMR spectra of Table 2, Entry 8 
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Figure S13 
13
C NMR spectra of Table 2, Entry 1 

  

 

 

 

 

  

 

 


