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Abstract
Drilling is one of the principal machining operations used to facilitate assembly of
components made from fibre reinforced polymer composites (FRPs). Drilling carbon fibre
reinforced plastics (CFRPs) is cumbersome due to high structural stiffness of the composite
and low thermal conductivity of the epoxy material. Additionally resin-rich areas between
neighbouring plies in a laminate are prone to delamination that compromises structural
integrity of the component. Appropriate selection of drilling parameters is believed to mitigate
damage in CFRPs. In this context, we study the effect of cutting parameters on drilling thrust
force and torque during the machining process both experimentally and numerically. A
unique three-dimensional (3D) finite element model of drilling in a composite laminate is
developed. Cohesive zone elements are used to simulate delamination damage between the
individual plies of the composite. The model accounts for the complex kinematics at the drillworkpiece interface. Experimental quantification of drilling induced damage is performed with
the aid of X-ray micro-tomography. The developed numerical model is shown to agree
reasonably with the experiments. The model is used to predict favourable drilling parameters
in carbon/epoxy composites.
Keywords: Carbon-epoxy composites, B. Drilling induced delamination, C. Finite element
analysis, D. Image processing
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1. Introduction
Composite materials offer excellent strength-to-weight ratio, damage tolerance, fatigue and
corrosion resistance, which make them good candidates for replacement of conventional
materials for structural applications. As a result, advanced composite materials make about
50% of the structural weight of Boeing 787and Airbus A350XWB [1]. Generally, parts made
of composites are produced to a near-net shape, but additional machining operations are
often required to facilitate component assembly. For example, joining of composite
components to a structure often requires manufacturing holes in them in order to place bolts
or rivets. To manufacture these holes, drilling is a commonly used machining process. In it a
rigid tool, typically a twist drill, cuts out the required area of the composite workpiece. During
this process the tool encounters alternatively matrix and reinforcement materials, of which
response to machining can be completely different. The process implies destruction of fibre
continuity with generation of large stress concentration in the material and delamination at
the hole entry and exit [2–7]. The damage caused can significantly reduce the fatigue
strength of the component, thus degrading the long-term performance of composite
laminates [8-9]. Previous studies have shown that machining fibre-reinforced polymer
(FRP) composites materials differs significantly in many aspects from machining
conventional metals and alloys primarily due to the underlying heterogeneity and
anisotropy of FRP materials [2-9].
In the literature, experimental, analytical and numerical modelling techniques have been
used to study cutting mechanisms in FRP machining; excellent reviews on composite
machining can be found in [5-6, 10-14]. Experimental findings, though useful, provide limited
information on underlying mechanics of composite deformation and damage propagation.
Recently, numerical modelling has been used as a tool for a better understanding of
machining of these composites. These studies typically focus on 2D models of cutting [1517], which cannot account realistically for actual complex three-dimensional shape of cutting
tool and the kinematics of the drilling process. However, advances in computational power
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led to the development of modelling tools and numerical strategies, which cover a wide
range of temporal and geometrical length scales, as well as higher dimensionality.
This paper deals with drilling of CFRP composites and is arranged as follows: In Section
2, a comprehensive overview of drilling experiments and an XµCT scanning procedure is
provided followed by discussion of experimental results. In Section 3, a detailed strategy
used to develop a 3D finite-element model of drilling in a CFRP laminate is discussed. In
Section 4, we present the results of finite-element simulations along with an optimisation
study focussed on determination of an appropriate combination of machining parameters in
order to mitigate drilling-induced damage.

2. Drilling experiments
2.1.

Machine setup

The drilling experiments were conducted on a Harrison M-300 lathe machine with 2.24 kW
spindle power and a maximum speed of 2500 rpm. A Jobber carbide TiN-coated twist drill
bit with diameter 3 mm was mounted in its three-jaw universal chuck. The experimental
setup and drill bit topology is shown in Figure 1.
A dynamometer was placed on the cross-slide of the lathe using an angle plate. The
two-channel Kistler™ (Model number 9271 A) dynamometer was used to acquire thrust force
and torque data. The obtained signal was converted and transmitted to the computer via
analogue-digital converter (digital oscilloscope Piscoscope™). Matlab™ [18] was used to
process the measured data.

2.2.

Material specification

The composite specimens were made of T300/LTM45-EL carbon/epoxy unidirectional (UD)
laminate with a ply thickness of in a cross-ply lay-up [04/908/04]. This composite system was
selected mainly because its mechanical property database is available at Loughborough
University [19] and LTM45-EL epoxy can be easily cured at low temperature. The
3
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mechanical properties of a UD T300/LTM45-EL ply are listed in Table 1. A dedicated fixture
system was manufactured to attach the workpiece to the dynamometer. The carbon/epoxy
specimen was held on the backing plate with a central hole of 16 mm diameter which
coincides with the drilling axis. The CFRP specimen is attached to the backing plate with the
help of clamps in order to reduce the exit delamination (refer Figure 1).

2.3.

Machining parameters and results

The experiments were conducted at 2500 rpm at three different feed rates given in Table 2.
The obtained thrust force and torque for different combinations of feeds are shown in Table
3. The latter were chosen according to industry standards in order to examine their effect on
entry and exit delamination at constant cutting speed. Each experiment was repeated three
times to ensure repeatability of results.

2.4.

Delamination analysis

Delamination is one of the principal damage modes observed after drilling composite
materials [5-6, 14, 20-24] and it can often be a limiting factor in the use of laminates for
structural applications. Delamination not only reduces component assembly tolerances and
bearing strength, but also long term performance under fatigue loads.
In order to assess the level of delamination damage around drilled holes, a onedimensional delamination factor which is defined as the ratio of the damaged (delaminated)
area to a nominal area around the drilled hole, is used in our analysis. The delamination
factor was evaluated using digital-image processing technique and a true damage area was
measured in terms of pixelated region.

2.5.

Damage characterisation with X-ray tomography

Measurements with X-ray micro computed tomography (XµCT) were carried out using X-tech
systemTM XTH-160 machine. Each sample was exposed to radiation and rotated through
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3600 to capture the images for 3D construction. The X-ray voltage and current were set as 80
kV and 75 mA respectively. X-rays were diverged conically from the source and received by
the receiver after encountering the specimen. The scanning parameters are given in Table 4.
The specimens of 10 mm width were exposed at a distance of 12 mm to the source. The
source has a spot size of 3 μm. Transmission X-ray images were acquired from 64 rotational
views for 3600 of rotations. Each sample was scanned for 150 minutes with 2.34 second per
projection. Software VG StudioTM 2.0 was used for reconstruction and post processing. The
maximum possible resolution was 7.3 μm. To achieve the damage cloud at entry and exit for
evaluation of delamination, an iso-transparent reconstruction method was used.

2.6.

Delamination quantification

The CT scan images of drilled holes obtained with the XµCT system were used as an input
to the code developed in MatlabTM [18] to quantify the extent of delamination at the entry and
exit. The following procedure was employed to obtain the final image used to quantify
delamination.
A digitalised volume of the drilled CFRP workpiece volume was cut in a way to ensure that
the bounded envelope covered all quantifiable delamination zones. For the entire analysis,
2D slices of the laminae provided input images to quantify delamination-affected zone at drill
entry and exit (refer Figure 2). This envelope was held constant for all three feed rates in the
study of the effect of feed rate on the extent of delamination. These images were considered
as matrices where columns and rows identify points of the image, with the values
corresponding to luminosity of these points. Using a discrete process, a rectangular grid was
employed for the image where pixel cells were identified by co-ordinates with the origin at the
upper left corner of the image. The post-drilling images obtained were used as an input for
image processing to quantify the delamination. The details of capability of the CT scanner
and the steps in determining the delamination factor are discussed below. The numerical
code written in Matlab filtered dynamic noise in the image and digitised the delamination
5
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zone into pixels. Contrast enhancement was facilitated to distinguish the sharp edges based
on the optimal upper threshold value of 200 and the lower threshold value of 32, wherein the
bound range varies from 0 to 256 for an RGB image.
The output obtained with this code was a black and white image, where black pixels
corresponded to the undamaged area, while white pixels indicated the damaged area
(Figure 9 - row 1 and 3). The distribution of black and white pixels was measured using the
image histogram function. The black pixels representing drilled hole area ( N BH ), which is not
necessarily a circular area, were eliminated from the calculation (refer Figure 2). A
delamination factor D introduced here differs from the traditional definition of delamination
factor in composites. In prior studies [22, 23] this has been defined as the ratio of a the
maximum diameter of the circle enclosing the damaged/delaminated zone and the drilled
hole diameter. This approach has inherent disadvantages as it also counts undamaged
areas in non-circular delamination profiles. In our study, we define D as

D

NW
Damaged area

.
Total intact area NW  N B  N BH

(1)

where NW and N B are the numbers of white and black pixels (refer Figure 3). This definition
of D is a physically accurate representation of damage in the studied envelope.

3. Finite element model of drilling in carbon/epoxy composites
In case of composite laminates, to increase drilling efficiency along with damage
mitigation, it is imperative to understand the effect of machining parameters on CFRP.
Various experimental studies were carried out in the past [4, 7, 14, 20-24] to optimise the
machining parameters in order to obtain better performance in drilling of CFRP composites.
Several analytical models [25-28] were also developed to determine the critical thrust force
and torque for drilling of composites; however, those empirical formulae were solely based
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on a geometric configuration of tool-workpiece system, and are not suitable for thick
composite laminates and general process conditions.
Finite-element (FE) techniques offer a framework to develop a numerical model,
which could reasonably describe the drilling process in CFRP composites and predict the
corresponding levels of thrust force and torque, as well as delamination failure within a
relatively reasonable computational time. When constructing and meshing the FE model, it is
important to follow experimental conditions as closely as possible; though in some cases it is
also necessary to make some assumptions to simplify the model in order to speed up the
analysis or, even to make it feasible for available computational resources. An appropriate
balance between reducing the computation time and increasing precision of results can be
achieved by an adaptive choice of factors such as model complexity, mesh size and shape.
Once validated, FE models are convenient and efficient tools to use for engineering tasks.

3.1.

Material modelling

In this paper, a user-defined

damage model (VUMAT) with solid elements was

developed and implemented into the finite-element code Abaqus/explicit [29] to predict the
character and extent of damage through the laminate thickness. Interface cohesive elements
were inserted between the plies of the modelled laminate to simulate delamination. The
general contact algorithm in Abaqus/explicit was used to simulate contact conditions
between the twist drill and the composite laminate, and between the layers by defining
appropriate contact-pair properties. An element deletion approach [30] was used to
represent the hole-making process based on initiation and evolution of damage in the
meshed CFRP elements. The results of numerical simulations were evaluated using
comparison with experimental data.

3.2.

Damage initiation

Damage modelling in the meso-scale, typically starts with homogenized ply
properties with interplay behaviour and information about the laminate lay-up. Numerical
7
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models are used to predict homogenised composite response until fracture of structural
components. This, a ply-by-ply method to model the progressive failure in composites
provides several advantages. Firstly, full 3D stress states can be considered, as opposed to
simulations based on shell elements for the composite plies, which are limited to 2D stress
states. Secondly, intraply and interply damage can be introduced separately together with
phenomenological models characterising the complex interaction between them. To model
damage initiation and propagation in the composite laminate we employ the element removal
scheme in Abaqus/explicit. i.e. a finite element was removed from the mesh as the threshold
level of stresses, primarily in fibre direction, was achieved by the instantaneous stress at all
the nodes of this element. A combined approach employing advantages of both linear-elastic
fracture mechanics (LEFM) and damage mechanics used for delamination modelling is also
discussed in this section
Hashin proposed a failure criterion for a unidirectional (UD) composite to model four
distinct failure modes independently: fibre damage in tension and compression as well as
matrix tensile and compressive failure [31]. Hashin’s failure criterion has been used
extensively in industry, although several studied have demonstrated that it cannot accurately
predict initiation of matrix compressive failure [13, 38]. Alternatively, the damage model
based on the theory proposed by Puck and Schurmann [32] has shown promise in predictive
capabilities of a number of failure criteria in UD laminates [13, 38]. In the present study, the
Hashin criterion was used to estimate fibre damage, while the Puck’s failure criterion is used
to model matrix failure. These two criteria were implemented in a user-defined material
model (VUMAT) in the general purpose finite element software Abaqus/explicit. A block
diagram detailing the flow of logic in the implementation of VUMAT is shown in Figure 4.
Hashin criteria for failure in elastic fibers:
Fiber tensile failure ( 11  0 )
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2

2

  11    11   11 
  1, d ft  1 .

 
 
 S11   S12   S13 

(2)

Fiber compressive failure ( 11  0 )
2

  11 

  1, d fc  1 .
 X 1c 

(3)

Puck criteria for failure in brittle epoxy matrix:
Matrix failure
2
   2
 1
  12  
 22 2
1 
11



 
  1.
    22 
X 2t . X 2c  S12  
X 2t X 2 c 
 2 X 1t 



(4)

 22   33  0, d mt  1
 22   33  0, d mc  1

Here  11 ,  22 ,  33 ,  12 are components of the stress tensors at an integration point of an
element; d ft , d fc , d mt , d mc are the damage variables associated with failure modes in fibre
tension, fibre compression, matrix tension and matrix compression, respectively; X 1t , X 2t and

X 2c are tensile failure stress in fibre direction, tensile failure stress in direction
to the fibre direction) and compressive failure stress in direction

(transverse

respectively, while S11 , S12

and S13 are shear failure stresses in 1-2, 2-3 and 1-3 planes, respectively.
The values for the strength of a CFRP laminate used in this FE analysis are listed in Table 5.
In drilling simulations, the element deletion approach used to remove the elements from the
mesh was based on the value of damage variables as calculated from (2)-(4), applied to
discrete damage modes in the modelled CFRP composite material. The element was
removed when the maximum damage condition was satisfied at all of the section points at
any integration point location of an element. The damage parameter, d
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, d fc , dmt , dmc  based on above formulations was calculated such that

, the element was removed from the mesh and offering no subsequent resistance

to deformation.

3.3.

Delamination modelling

Inter-ply delamination was modelled using cohesive-zone elements available in
Abaqus/explicit. A pre-damage response of cohesive elements was characterised using
elastic stiffness, calculated with an empirical formula suggested by Turon et al. [33-34]:

K 

E33
.
t

(5)

Here, K is interface stiffness, E33 is the Young’s modulus of CFRP laminate in thickness
direction, t is the thickness of the individual ply and  is the adjusting parameter such that
for its values greater than
than

, the loss of stiffness due to the presence of interface is less

. In our numerical experiments we assume,   55 . The mixed-mode damage of

cohesive elements was modelled with a typical bilinear traction–separation response (refer
Figure 5) using the quadratic nominal-stress criterion.
The damage initiation condition has the following form:
2

2

2

 tn   ts   tt 
 0    0    0   1.
 tn   ts   tt 

(6)

Here tn , t s and tt are the instantaneous components of normal and shear tractions at the
interface, while tn0 , t s0 and tt0 represent the peak values of nominal stress when the
deformation is either purely normal to interface or purely in first or the second shear
direction, respectively. Once the damage initiation condition is fulfilled, delamination starts
and stiffness begins to degrade linearly linked to damage variable D given by equation,

D

 mf ( mmax   m0 )
.
 mmax ( mf   m0 )
10

(7)
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Here  mf is the mixed-mode displacement at complete failure,  mmax refers to the maximum
value of the mixed-mode displacement and  m0 is the effective displacement at the damage
initiation. The dependence of fracture energy on mode-mixity was defined using a power-law
fracture criterion,






 Gn   Gs   Gt 
 c    c    c   1.
 Gn   Gs   Gt 

(8)

Here, Gn , Gs and Gt are the instantaneous fracture energies in normal, and shear directions,
whereas, Gnc , Gsc and Gtc refer to the critical fracture energies required to cause failure in
the normal, the first, and the second shear direction respectively. The elastic and strength
properties of cohesive elements used in the simulation are listed in Table 6.The elastic
traction values were estimated from (5), while maximum stress and fracture energy values
were taken from [35] owing to similarity of composite laminate.

3.4.

FE model setup

3.4.1. Geometrical modelling and boundary conditions
A 3D FE model of drilling was developed which consists of a TiN coated Jobber carbide twist
drill bit, the cross-ply composite laminate and the backing plate with appropriate boundary
conditions as shown in Figure 6.
A 2 mm thick laminate in the model consisted of 16 plies with an individual ply thickness of
0.125 mm in the stacking sequence [04/908/04]. The local co-ordinate systems were defied to
account for orientations of individual plies and to model the laminate and material behaviour
precisely. All the nodes of bottom surface of the CFRP laminate were tied to the upper
surface of the backing plate using a tie constraint to represent the experimental boundary
condition.
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In the FE analysis, the twist drill and the backing plate were modelled as discrete rigid bodies
for following reasons:
1) Elastic stiffness of the TiN coated Jobber carbide twist drill is in the range of
500 - 700 GPa as compared to 127 GPa for the composite laminate in the principal
fibre direction and can be safely regarded as a rigid body, reducing the computational
cost involved in the highly resource-consuming drilling simulations.
2) The backing plate, tied with the CFRP laminate (refer Figure 1) was used to support
the laminate during drilling in order to mitigate exit delamination. There is no specific
interest to examine its effect on drilling. Thus it was considered to be appropriate to
model the backing plate as a rigid body, in order to reduce the overall computational
cost.
The twist drill was fed into the workpiece in the axial direction using a velocity boundary
condition, which represents the feed rate during experiments. An angular velocity about the
drill axis equivalent to the spindle speed of 2500 rpm was superimposed on the drill
geometry. Three sets of simulations were carried out with three different feed rates (250
mm/min, 300 mm/min, 500 mm/min) a constant spindle speed (2500 rpm).
3.4.2. Finite elements and mesh sensitivity
In the rectangular composite plate modelled, each ply was represented by two eight-node
linear brick elements with reduced integration, C3D8R through its thickness in the vicinity of
the drilling zone, and two six node triangular wedge elements away from it. The mesh
sensitivity study is very important in simulations involving high deformations and non-linear
material behaviour. Thus a vigorous mesh-sensitivity study was carried out to obtain a
computationally accurate finite element mesh. In the current study all results are presented
based on studies carried out on an optimised mesh. Computing clock time was reduced by
introducing different mesh sizes in distinct regions of the FE model. A planar mesh size of
0.25 mm  0.25 mm (in 1-2 plane) in the vicinity of the drilling area was used while a coarser
12
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mesh of 1.25 mm  1.25 mm was used in area away from the zone of interest. Localised
stiffness reduction due to internal damage can cause excessive element distortion that could
lead to difficulties in numerical convergence. To resolve this numerical issue, ‘distortion
control’ was used in Abaqus, and damage variables were limited to a maximum value of
0.999. At each ply interface, cohesive elements of type COH3D8 with a thickness of 10 μm,
were embedded and used to model delamination initiation and growth with the failure
criterion discussed in section 3.3. The degradation parameters were set to 0.99 and the
failed cohesive elements were removed from the FE model, once the failure criteria were
satisfied. It was observed in the wave stability study that cohesive zone elements govern
stability of the solution (due to near-zero element size) with a very low stable time increment
of the order of 10-9 s which affected the overall solution run time and, hence, a selective
mass-scaling technique was used. The density of cohesive zone elements was artificially
increased by a factor of 25 so that the total mass of the laminate remained practically
unaffected.
3.4.3. Material properties
The material properties of CFRP laminate used in FE analysis are listed in Tables 1 and 5.
The values of fracture toughness for intra and inter laminar damage were taken from
literature [29] as listed in Table 6, which include elastic stiffness, strength and fracture
energy. Damage evolution under mixed-mode loading was based on the BenzeggaghKenane fracture-energy law [36].
3.4.4. Drill-work piece contact
The contact and friction parameters used in the simulations were based on a number of
experimental factors such as cutting speed, feed rate, drill geometry and surface properties.
Contacts between the twist drill and the CFRP laminate and all contacted plies of the
laminate were defined by the general contact algorithm available in Abaqus/explicit. This
algorithm generated the contact forces based on the penalty-enforced contact method. The
13
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friction coefficient  is used to account for the shear stress of the surface traction  with the
contact pressure p and can be represented as    p . In this case, the frictional contact
between a drill and composite laminate was modelled with a constant coefficient of friction of
0.3 [37]. The models require on average 62 hours on 24 Intel quad-core processors with 48
GB RAM each to finish the analysis using High Performance Computing (HPC) facility
available at Loughborough University.

3.5.

Results and discussion

3.5.1. FE model validation
In order to allow a better comparison of the experimental and simulated thrust force and
torque in drilling CFRP, a mid-range feed of 300 mm/min was chosen from the experimental
feed data with a spindle speed 2500 rpm (23.6 m/min cutting speed at the drill edge). The FE
simulations were carried out using these process parameters and later used to predict the
thrust force and torque for other feed rates. Figure 7 (a) and (b) shows the experimental and
simulated data for the thrust force and torque in drilling of UD-CFRP T300/LTM45-EL
laminate.
Apparently, the average maximum thrust force (obtained for the period of complete drill
engagement) in the experimental trial was 172.5 N whereas FE model estimated 180.6 N.
The experimentally measured torque was 103.1 N-cm compared to the torque value
predicted as 112.2 N-cm by FE simulation. This shows that the FE model estimated the
thrust force and torque accurately, with 4.69% and 8.82% deviation from the respective test
results. It should be noted that several factors could improve the accuracy of the simulation
results. Amongst these is the use of a more realistic friction model, improved damage model,
inclusion of thermal effect and accounting of drill wear effects. The type of element used to
discretize the composite component may also affect results. Discrepancy in torque
predictions may be due to overly stiff 3D solid elements used with the default reducedintegration scheme available in Abaqus/explicit. Artificially relaxing the stiffness of the solid
14
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elements may address this issue, this will be a topic of future research and is not addressed
in the current study.
3.5.2. Prediction of thrust force and torque
Figure 8 (a) shows the effect of cutting parameters on the average maximum thrust force.
The FE model estimated the thrust force between 120.9 N and 212.5 N for the range of feed
rates modelled. The obtained results indicate that thrust force in drilling increases with the
increasing feed rate. It can be observed from Figure 8 (a) that the average maximum thrust
force was the highest at the feed rate of 500 mm/min and lowest at the feed rate of 150
mm/min for the constant spindle speed of 2500 rpm Comparing the levels of thrust force for
different feed rates, it was observed that when feed rate was increased from 150 mm/min to
300 mm/min and 500 mm/min the thrust force increased by 50% and 76% respectively.
Figure 8 (b) shows the drilling torque corresponding to different feed rates. In contrast to the
thrust force, the increase of feed rate to the maximum showed level resulted in a significantly
higher increase in the magnitude of the torque by 136%.
3.5.3. Delamination
The delamination profiles obtained with XµCT for drill entry and exit were processed using
an image processing code developed in Matlab, and the corresponding delamination factor
was calculated using the pixel-based technique as discussed in Section 2.6. The results of
FE simulations of delamination are compared qualitatively (refer Figure 9 – row 2 and 4).
The delamination factors in FE analysis were calculated using a simple methodology,
where the ratio of total number of cohesive elements before and after the drilling simulation
was calculated using a python script. The corresponding delamination factors for drill entry
and drill exit are listed in Table 7.
It can be seen that the FE model over-predicted the magnitude of delamination factor
for each set of machining parameter for the drill exit case though the overall shape was
rather well estimated in this analysis. This difference is most likely due to inaccuracy in the
15
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estimated value of the elastic stiffness and tractions of cohesive elements obtained with the
standard approach as discussed in section 3.3. To obtain an accurate estimate, the value of
the adjusting factor

in (5) should be increased.

For a spindle speed of 2500 rpm, with increasing level of feed rates from 150 mm/min
to 300 mm/min and 500 mm/min resulted in the delamination factor at entry increasing by
28% and 29%,

and delamination factor at drill exit increasing by 65% and 153%

respectively. The FE simulation predicts the rise of delamination factor at drill entry between
26%-29% while at drill exit between 70%-170%. Thus, as a general guideline, where
possible, low feeds should be used while drilling CFRP composites in order to mitigate
delamination at drill exit.
3.5.4. Drilling-parameter optimisation study
The validated FE model of drilling was utilised to select optimal machining parameters in
order to alleviate damage in CFRP composites. The FE model setup including back-up plate,
as used in the previous studies, was also retained for these situations. A combination of
range of drill feed rates and cutting speeds were chosen as shown below in Table 8.
The effects of different combinations of machining parameters listed in the table on the
drilling thrust force, torque and exit delamination were studied using the validated FE model.
The results of these studies are shown in Figure 9. The drill exit delamination was only
considered due to significantly lower extent of drill entry delamination as discussed in
Section 3.5.3.
It can be observed from Figure 10, that the thrust force, torque and delamination factor
increased with increase in the drill feed, while decreasing with increase in the cutting speed.
For instance, when drill feed was increased 16 mm/min to 500 mm/min at cutting speed of
600 rpm, thrust force increased by 570%, torque increased by 636% and damage increased
by 410% ; the similar trend was observed for all combinations of drill feeds .When cutting
speed was increased from 40 rpm to 5000 rpm for drill feed of 150 mm/min, the thrust force
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decreased by 9.24% while torque reduced by 43% and damage reduced by 46% ; similar
qualitative observations can be made for all combinations of cutting speeds. Moreover, an
increase in the thrust force was more precipitous compared to that of the torque for all
combinations of machining parameters. Hence the use of low feed and high speed is
recommended for mitigation of drilling-induced damage in CFRP composites.
There were very few attempts [13,17,21,23,26-28] prior to this study, to model drilling in
composites and were predominantly based on a plethora of assumptions and simplifications,
hence direct comparison of our FE results with these were not deemed practical. For
example, Singh et al. [26] developed FE model of drilling in glass-fibre/epoxy composites
that considered drill topology and drill-workpiece reasonably, though it failed to account for
interply delamination and though-thickness behaviour of laminate owing to use of two–
dimensional shell elements. Durão et al. [27] assumed that axial force exerted by drill tip was
responsible for delamination initiation and hence drill was modelled in the form of sharp
conical nose indenter, which failed to account for accurate interaction with the workpiece.
Strenkowski et al. [28] developed an analytical model to account for drilling induced thrust
force and torque however underlying delamination was not addressed. The model proposed
in this study has none of the drawbacks observed in the above mentioned studies [26-28]
and is a physically representative model of composite deformation and damage when
subjected to invasive machining processes.

4. Conclusions
In this paper the effect of discrete machining parameters on thrust force and torque in drilling
of a cross-ply T300/LTM45-EL composite laminate was investigated both experimentally and
numerically. Drilling-induced delamination, being one of the critical modes of damage in
CFRP, was quantified experimentally from microtomography images after appropriate image
processing. A 3D FE model of drilling in CFRP was developed. The underlying user-defined
material model accounts for an orthotropic material response along with a stress-based
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damage criterion at the ply-level. Element deletion approach based on the threshold stress
levels in carbon fiber and epoxy matrix materials was implemented in the material model to
allow for the hole-making process in drilling. The following observations were made in this
study


FE model predicted drilling thrust force and torque with reasonable accuracy when
compared to experimental results.



Interply delamination modelled by embedding cohesive zone elements between the
adjacent plies in the composite laminate predicts the delamination shape and size at drill
entry with reasonable accuracy, while at drill exit both delamination shape and size were
slightly over-estimated.



The validated drilling model was used to determine optimal drilling parameters. It was
observed that the thrust force, torque and delamination damage increased abruptly with
an increase in the feed rate, but reduced gradually with increasing cutting speeds. Our
numerical studies indicate that low feed rates (< 150 mm/min) and high cutting speeds
(> 600 rpm) are ideal for drilling carbon/epoxy laminates within a range of drill
parameters used in this study.

Next, a promising non-traditional drilling technique, called ultrasonically assisted drilling will
be critically assessed for its advantages over conventional drilling techniques to reduce
machining-induced damage in CFRP composites. We mention here that we have had
success with a unique finite element modelling approach, to be reported in the near future.
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Figures and tables

Figure 1. Experimental setup for drilling T300/ LTM45-EL laminate
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Figure 2. Methodology for selection of delamination contours at drill-entry
and exit (example is shown for feed rate of 150 mm/min)

Figure 3. Scanned area at drill exit showing terminology for delamination
quantification (Feed rate = 150 mm/min)
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Figure 4. Algorithm showing implementation of VUMAT in Abaqus/explicit
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Figure 5. Damage initiation and evolution in cohesive elements for mode - I

Figure 6. Finite-element model of drilling T300/LTM-45EL CFRP laminate
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Figure 7. Comparison of simulated results: (a) thrust force, (b) torque

(a)

26

2.0

Composites Part A: Applied Science and Manufacturing

http://dx.doi.org/10.1016/j.compositesa.2012.11.020

(b)
Figure 9. Delamination analyses for drill entry (a) and exit (b) using image processing (row
1 and 3), FE model (row 2 and 4)
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Figure 10. Effect of drill feed and cutting speed on thrust force (a), torque (b), and
delamination factor(c)

Table 1. Mechanical properties of T300/LTM45-EL UD composite

E11

E22  E33

 12   13

 23

G12  G13

G23

127 GPa

9.1 GPa

0.31

0.45

5.6 GPa

4 GPa
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1600 kg/m3
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Table 2. Machining parameters used in drilling of T300/LTM45-EL laminate

Drilling parameter

Magnitude

Spindle speed (rpm)

2500

Feed rate (mm/rev)

0.06, 0.12, 0.20

Feed rate , f (mm/min)

150, 300, 500

Drill diameter (mm)

3

Table 3. Results for thrust force and torque at constant spindle speed of

Feed rate (mm/min)

Average thrust force (N)

Average torque (N-cm)

150

114.4  0.5

67.2  7.4

300

172.5  3.3

103.1  10.6

500

202.1  4.1

158.8  10.2
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Table 4. Micro CT scanning parameters
Parameter

Magnitude

Voltage (kV)

85

Current (mA)

75

Exposure time per projection (s)

2.34

Total number of projections

64

Voxel size (μm3)

1375  1649  275

Table 5. Strengths properties of carbon/epoxy unidirectional laminate
Tensile strength in longitudinal direction ( X 1t )

2720 MPa

Tensile strength in transverse direction ( X 2t )

111 MPa

Compressive strength in longitudinal direction ( X 1c )

1690 MPa

Compressive strength in longitudinal direction ( X 2c )

214 MPa

Shear strength in longitudinal direction ( S12 )

115 MPa
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Table 6. Material parameters used to model interface cohesive elements

K s  Kt

Kn
3

3

Gn

Gs  Gt

tn0

ts0  tt0

(N/mm )

(N/mm )

(N/mm)

(N/mm)

(MPa)

(MPa)

4  106

1  106

0.2

1

60

90



1.0

Table 7. Delamination factors at drill entry and exit

Drill feed rate

Delamination factor

Approx. delamination factor

(mm/min)

Digital image processing technique

(FE analysis)

Drill entry

Drill exit

Drill entry

Drill exit

150

0.0294

0.1396

0.031

0.20

300

0.0377

0.2302

0.039

0.34

500

0.0379

0.3409

0.04

0.52
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Table 8. Drilling parameters chosen for optimisation study
Feed rate (mm/min)

16, 40, 80, 150, 300, 600

Cutting speed (rpm)

40, 150, 600, 1300, 2500, 5000
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