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ABSTRACT
Braided textile-reinforced composites have become increasingly attractive as
protection materials thanks to their unique inter-weaving structures and
excellent energy-absorption capacity. However, development of adequate
models for simulation of failure processes in them remains a challenge. In this
study, tensile strength and progressive damage behaviour of braided textile
composites are predicted by a multi-scale modelling approach. First, a microscale model with hexagonal arrays of fibres was built to compute effective
elastic constants and yarn strength under different loading conditions. Instead
of using cited values, the input data for this micro-scale model were obtained
experimentally. Subsequently, the results generated by this model were used as
input for a meso-scale model. At meso-scale, Hashin’s 3D with Stassi’s failure
criteria and a modified Murakami-type stiffness-degradation scheme was
employed in a user-defined subroutine developed in the general-purpose finiteelement software Abaqus/Standard. An overall stress–strain curve of a mesoscale representative unit cell was verified with the experimental data. Numerical
studies show that bias yarns suffer continuous damage during an axial tension
test. The magnitudes of ultimate strengths and Young’s moduli of the studied
braided composites decreased with an increase in the braiding angle.

Introduction
Braided textile-reinforced composites have received
considerable attention in the recent years as protection
materials for various applications, including sports

products (e.g. helmets and shin guards) [1, 2]. Such
composites combine high structural stability with low
cost, excellent damage tolerance and energy absorption
thanks to yarn interlacing. The ease of incorporating
different types of yarns enables manufacture of

composites with a wide range of overall mechanical and
physical properties [3]. To aid product optimization at
the design stage, numerical models need to be developed, which, in turn, require a thorough understanding
of mechanical responses and energy-dissipation
mechanisms of braided composites.
To date, only limited research has been conducted on
prediction of mechanical properties and damage evolution in braided composites [4]. Numerical tools such
as finite-element (FE) analysis were used to solve nonlinear dynamic problems associated with composite
failure [5–12]. Ivanov et al. [7] investigated failure of triaxial braided composites using the degradation
scheme of Murakami-Ohno and the damage evolution
law of Ladeveze. Xiao et al. [8] employed a sub-cell FE
representation of microstructure of textile composites to
predict their strength. Fang et al. [9] analysed a representative volume cell (RVC) of braided composites with
a damage evolution model controlled by fracture
energy of constitutive materials. Prabhakar et al. [10]
considered kinking and splitting for fibre tows under
compressive load. Binienda et al. [11] studied an overall
stress–strain curve of 08/± 608 2D triaxially braided
composites with an advanced shell-element model. In
these studies, the meso-scale modelling approach was
widely used to obtain stress (and strain) distributions
throughout the braided structure. Song et al. [12] analysed an effect of a number of unit cells on compressive
failure of 2D tri-axial braided composites. However,
meso-scale modelling is rather challenging and should
be attempted based on three aspects [13]. First, the unitcell geometry should be realistic, since the dimensions
of yarn play an important role in deformation and
damage behaviour of the model. Second, effective
properties of yarn should be accurately determined.
Third, the modelling strategy implies that the details of
the physics below the yarn-level cannot be recovered.
A more advanced and adequate scheme, capturing
physics at the micro-level, is a multi-scale scheme that
can be used to link microscopic failure effects with
mesoscopic behaviour of the braided composites [14–18].
Consequently, homogenized mechanical properties of
yarns and ultimate strength of the composite can be
predicted more effectively using a multi-scale modelling
approach. For instance, Bednarcyk et al. [19] utilized a
micro-mechanics theory known as Generalized Method of
Cells to represent non-linear behaviour of plain weavereinforced polymeric composites. Zhang et al. [20]
investigated a free-edge effect and progressive damage
of a single-layer braided composite, using simplified

Hashin’s 2D failure criteria. Zhang et al. [21, 22] presented a multi-scale computational model used to predict deformation, damage and failure responses of 3D
textile composites subjected to three-point bending. Xu
et al. [23] applied a Micro-mechanics of Failure theory to
predict tensile strength of braided structures and damage initiation in yarns. It is clear that either classical
failure criteria or newly developed mechanical theory
were incorporated into multi-scale schemes for strength
prediction for braided composites. However, reliability
and accuracy of such schemes are still debatable [23–25].
The damage evolution law of Ladeveze is attractive for
UD composites because of its simplicity, but it needs
modification when applying to braided composites. No
criterion is universally accepted by designers as adequate under general loading conditions, since some of
the adopted classical criteria are not capable to capture
initiation of damage of braided composites effectively.
Moreover, some failure modes such as fibre splitting,
matrix cracking or interface failure are not presented
adequately [26].
The aim of this study is to attempt a multi-scale
modelling framework accounting for the underlying
physical mechanisms that drive deformation and
damage in the composite under static tensile loading
states. In this study, a micro-scale model was first
built with hexagonal arrays of fibres to obtain effective elastic constants and strengths of yarns under
different loading conditions. The input data for the
micro-scale model were experimentally measured in
our previous work [27, 28]. The results of micro-scale
modelling were used as input for material properties
of the meso-scale model. Hashin’s 3D and Stassi’s
failure criteria were presented with a stiffnessdegradation model in a user-defined subroutine for
the FE software Abaqus/Standard. The overall
stress–strain curve obtained with the meso-scale
model was correlated with experimental data.
Finally, the predictive capability of the developed
model was illustrated with some case studies.

Multi-scale modelling approach
Geometric representative unit cells
Micro-scale modelling aims at obtaining effective
properties of the yarn of a braided composite.
Microstructure of the yarn is similar to that of a

lamina in terms of fibre, matrix and interface. In our
micro-scale model, fibres were arranged hexagonally
considering high-fibre volume fractions in fibre
bundles of braided composites. Previous studies [29,
30] demonstrated that predictions of elastic moduli
and strengths based on hexagonal and random
arrangements were very similar Specifically, this
volume fraction was assumed as 0.8 herein with a
representative unit cell (RUC) as depicted in Fig. 1, in
which 2pr2/ab = 0.8. Here, a and b are the length and
width of the RUC, respectively, while r is the radius
of the carbon fibre.
A bi-axial braided textile preform consists of
interlaced ?h and -h bias yarns [23, 31] (Fig. 2). In
creating unit cells, these components were modelled
separately using SolidWorksTM. Bias yarns were
created by sweeping a cross-section with an elliptical
shape along a predefined undulating path. From a
careful observation of a complex microstructure of a
braided textile, a repeating unit can be identified as
shown in Fig. 2a, b. The geometric parameters
marked in Fig. 2 include the braiding angle h, width
and thickness of braiding yarns w and t, respectively,
the distance between neighbouring yarns e and the
gap between the interlacing yarns. In this work, all
the dimensions were measured for the real braided
architecture. The width and thickness of yarns were 3
and 0.314 mm, respectively. A cross-section of the
yarn was modelled as elliptical shape, with the value
of e and the gap between positive and negative bias
tows set as 0.2 and 0.05 mm. The global fibre volume
fractions (Vf) of the unit cell were set to be 50 % for all
the braiding angles; based on it, dimensions of the
matrix block were chosen.

To facilitate a subsequent FE analysis, the diamond
braided textile unit cell was further merged with a
matrix block as a composite volume element—a
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Figure 2 Architecture of bi-axial braided textiles (a); meso-scale
model representation (b); the RUC of composite (c); and its side
view of RUC (d).

Figure 1 Geometry of
hexagonal micro-unit cell.

a

b

r

meso-scale RUC, as shown in Fig. 2c and d. Such
RUC represents a repeating part of microstructure of
the modelled specimen. Since bias yarns do not terminate at the edges parallel to the longitudinal
direction, they interlock with each other to transmit
an applied load.

Mesh generation and boundary conditions
Four-node tetrahedron elements (C3D4) were used to
mesh the micro-scale unit cell, including both fibre
and matrix (Fig. 1). Zero-thickness cohesive elements
(COH3D8) were located at the fibre/epoxy interfaces.
As a unit cell is a small RUC of the yarn, the use of
periodic boundary conditions (PBCs) devised by Xia
et al. [32] is essential. In terms of the unit cell studied
here, the PBCs and minimization of mesh mismatches were achieved through increasing the
number of unit cells analysed in a single simulation,
while merging mismatched nodes on contacting
faces. According to our previous work [31], seven
independent boundary conditions (BCs) in the form
of uniform displacements were specified to obtain the
material properties of fibre tows, as shown in Fig. 3.
Since carbon fibres are a transversely isotropic
material, subscript 1 denotes fibre direction and 2 and
3 denote transverse directions. A global coordinate
system was employed for the whole model.
For yarns and the pure matrix block in the mesoscale unit cell, four-node tetrahedron elements
(C3D4) were used to discretise the complex yarn

Figure 3 Boundary
conditions of micro-scale unit
cell for longitudinal properties
(a), transverse properties (b),
in-plane shear (c), out-of-plane
shear (d), and Poisson ratio
(e).

architecture inside the RUC (Fig. 4a). The mesh
density should be sufficient for an adequate introduction of geometry of the undulated tow. Since the
pure matrix region between the yarns was very thin
(*0.02–0.05 mm), a number of elements required to
attain acceptable mesh quality was relatively high
compared to that for yarns. A mesh-convergence
study was carefully carried out to avoid any meshdependent results. Unlike a micro-scale model, a
simple non-periodic boundary condition was used in
meso-scale RUCs to predict ultimate strengths of the
braided composite as shown in Fig. 4b. To apply
PBCs, opposite sides of the model must have identical nodal coordinates and a constraint equation
should be used to tie each node pair. However, this
becomes difficult to impose as node pairs are not
always placed symmetrically on either side because
of an irregular mesh used to discretise the model.
Instead, in our modelling, the lateral sides of the unit
cell were left free to move, while a displacement
boundary condition was applied at the top surface of
the unit cell and the bottom surface was constrained
with a pin boundary condition (Fig. 4b). A detailed
comparison studies [33, 34] of PBCs and non-periodic
boundary conditions for braided composites show
that the difference was minimal in case of uniaxial
loading conditions. This justifies the chosen modelling approach.
In the meso-scale model, the matrix material was
assumed to be isotropic and braiding yarns were
transversely isotropic. Assigning material orientation

Figure 4 Meshing unit cell of
bi-axial braided composite
(a) and displacementcontrolled boundary condition
(b).
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Failure criteria and stiffness-degradation
model
In the micro-scale model, a maximum stress failure
criterion was deemed appropriate in describing
damage initiation of carbon fibres, as
rf  XfT or jrf j  XfC ;

Boundary Condition for RUC

are quite complicated [36]. In order to obtain consistent values of the longitudinal modulus under tension and compression, that strong bonding between
fibres and matrix was assumed leading to fibre rupture rather than buckling or kinking.
A modified von Mises criterion (the Stassi’s criterion), which accounts for two strength parameters,
was employed to capture damage initiation in pure
matrix both for micro- and meso-scale models.
Although the matrix in the unit cell was considered
isotropic, tensile failure strength of epoxy matrix is
generally lower than the compressive one. This is due
to the influence of hydrostatic pressure (a first
invariant of the stress tensor) besides deviatoric stress
components on the tensile strength. Christensen [37]
modified the Stassi’s criterion for materials with different strengths in compression and tension as


1
1
1
3P þ

r2  1;
ð2Þ
XmT XmC
XmT XmC vm

to yarns is one of the important steps because of
yarn’s undulations inside the unit cell. In this work,
orientation of yarns was assigned discretely, defining
a normal surface and principal axis (fibre direction).
With this method, undulations and tilt regions were
assigned with precise material orientation at all
locations of the mesh in comparison with global
coordinate system, as shown in Fig. 5.

ð1Þ

where XT and XC are the tensile and compressive
strengths, respectively, the subscript f denotes carbon
fibre, and rf is the normal stress component along the
longitudinal fibre direction. At fibre failure (Eq. 1),
the Young’s modulus was reduced to zero instantaneously [35]. It should be noted that failure mechanisms of fibre tows under longitudinal compression

where P and rvm are the hydrostatic pressure and von
Mises stress, respectively. Subscript m represents
epoxy matrix in this paper.
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Figure 5 Segmentation of individual bias yarns and local coordinate systems (Blue arrows indicate local direction of ‘‘1’’; yellow arrows
indicate local direction of ‘‘2’’; and red arrows indicate local direction of ‘‘3’’).

Zero-thickness cohesive elements were utilized to
simulate the fibre tow interface in the micro-scale
model. The response of these elements was governed
by a typical bilinear traction–separation law [36]; a
quadratic nominal stress criterion was used to
describe interfacial damage initiation. Damage evolution was defined based on the fracture energy.
Exponential softening behaviour was utilized. The
dependency of fracture energy on mixed fracture
modes was expressed by a widely used Benzeggagh
and Kenane formulation [11]. The same fracture
energy value was assumed for each mode of interfacial failure.
The Hashin’s 3D failure criteria were applied to
define damage initiation of fibre yarns in the mesoscale RUCs. The failure criteria are usually established in terms of mathematical expressions using the
material strengths, with the consideration of different
failure modes of the composite constituents. These
criteria have an advantage of being capable to predict
failure modes and are therefore suitable for progressive damage analysis. Hashin [38] proposed two
failure modes associated with the fibre tow and the
matrix, considering both tension and compression:

Fibre failure in tension :ðr1 [ 0Þ

r1
XT

2
þ

s212 þ s213
ðS12 Þ2

¼1
ð3Þ

Fibre failure in compression :ðr1 \0Þ

 r1 ¼ XC

Matrix failure in tension : ðr2 þ r3 [ 0Þ


r2 þ r3 2 s223  r2 r3 s212 þ s213
þ
þ
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#



YC 2
r2 þ r3
r2 þ r3 2 s223  r2 r3
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þ
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and Sij are the components of the shear strength of
the fibre tow.
Rupture of the yarn is generally known to be a
sudden event without any hardening effects. Therefore, in the yarn, once the critical stress level was predicted using the Hashin’s failure index [38], an
instantaneous degradation scheme was applied
depending on the mode of failure. Attractive aspects of
these schemes are simplicity in implementation and
computational efficiency for large problems, since the
damage variable is defined as a constant, whereas in
the gradual degradation scheme, the damage variable
is a function of evolving solution-dependent variables,
thus leading to a large computation time.
According to the Hashin’s 3D criteria, failure modes
were identified in both fibre and matrix either in tension
or compression. In case of fibre failure in compression or
tension, all the elastic constants were instantly reduced
to a near-zero value (drop to 0.1 % of the initial herein). It
should be noted that transverse stiffness is much lower
than longitudinal stiffness values. As a consequence,
any changes in the level of transverse stiffness would not
affect the fibre strength. For a matrix-failure case, tension
and compression are separated to account for different
failure behaviours under transverse loading. The
degradation of shear moduli was modified based on the
Ladeveze model, in which the shear moduli reduction is
regards as too sharp and arbitrary [7].
The Murakami-type degradation model usually
involves reducing the material properties in a single
step once the failure criterion is fulfilled. However, to
maintain numerical stability, the stiffness matrix
must be positive. Therefore, in the stiffness matrix of
a 3D orthotropic material, it is required that E1, E2, E3,
G12, G13, G23, 1 - m23m32, 1 - m13m31, 1 - m12m21 and D
are non-negative. In addition, the material properties
should satisfy a Maxwell-Betti reciprocal theorem, i.e.
  qﬃﬃﬃ
mij
m
¼ ji and mij \ Ei , for i, j = 1, 2, 3 and i = j. e, E,

ð6Þ

Here ri is the normal stress component in i direction; sij are the components of the shear stress; X and
Y denote the longitudinal and transverse strengths

Ej

Ej

G and m herein are strain, the elastic modulus, the
shear modulus and the Poisson’s ratio in corresponding principal directions.
In summary, a flow chart, depicting all the steps
involved in the FE analysis process to perform progressive failure analysis of yarns, is presented in
Fig. 6. Initially, a solid model of the unit cell was
developed using SolidWorks CAD package. Then,
the 3D unit-cell geometry was imported into Abaqus

Figure 6 Flow chart for
micro-/meso-scale damage
analysis.
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CAE. In the Abaqus pre-processor, material properties and orientation, boundary conditions and
meshing were defined. Then, a non-linear behaviour
of the unit cell under displacement was simulated.
The developed micro- and meso-scale models were
implemented separately. The simulation procedure
in both situations was similar. First, for each element,
different modes of failure were captured using a
failure index from the solution from the previous
time increment. Second, if any of the failure indices
reach a value of one, elastic constants were reduced
in a single step according to the mode of failure, and
the global stiffness matrix was assembled from
effective stiffness matrices. This global system was
solved to obtain nodal force vectors. Finally, this
process was repeated until the specified total displacement condition was satisfied.
The damage-initiation criteria with the propertydegradation model were implemented into the Abaqus implicit solver with the use of the user-defined

field subroutine (USDFLD). For each small displacement increment, the elastic stiffness matrix was calculated according to the hypothesis of strain
equivalence in continuum damage mechanics.

Materials and material properties
The carbon fibre tested and modelled in this work
was a PAN (Polyacrylonitrile)-based AKSAca A-42
carbon fibre with bulk density of 1.78 g/cm3 and
yield of 800 g/km, respectively. The fibre diameter
was determined, by measuring 20 fibres, to be
7.3 ± 0.4 lm. The matrix material was BakeliteÒ
EPR-L20 epoxy resin. BakeliteÒ EPR-L20 epoxy was
mixed with EPH-960 hardener at the weight ratio of
100:35, and the mixture was then degassed for
approximately 30 min before curing for 24-h at room
temperature and 15 h at 60 °C. The material properties of fibres, epoxy and their interface were

Table 1 Properties of A-42 carbon ﬁbres for micro-scale model
[27]

E11 ¼ VfY Ef11 þ VmY Em

Material Property

Value

E22 ¼ E33 ¼ 

Longitudinal modulus, Ef1 (GPa)
Transverse modulus, Ef2 = Ef3 (GPa)
Longitudinal shear modulus, Gf12 = Gf13 (GPa)
Transverse shear modulus, Gf23 (GPa)
Major Poisson’s ratio, vf12 = vf13
Minor Poisson’s ratio, vf23
Tensile strength of yarns in ﬁbre direction, Xft (GPa)
Compressive strength of yarns in ﬁbre direction, Xfc
(MPa)

239.5
13.4
6.81
4.8
0.2
0.25
3.16
728.8

Material Property

Value

Elastic modulus, Em (GPa)
Elastic Poisson’s ratio, vm
Tensile strength, XmT (MPa)
Compression strength, XmC (MPa)
Shear strength, Sm (MPa)

3.30
0.35
60.18
107.37
41.03

Table 3 Properties of carbon ﬁbre/epoxy interface for micro-scale
model [28]
Material property

Value

Interfacial shear strength, tI (MPa)
Interface fracture energy, GIc (J m-2)

28.12
12.9

characterized experimentally in our previous studies
[27, 28]; the results are listed in Tables 1, 2 and 3. The
equivalent mechanical properties of the braiding yarn
were obtained from the micro-scale model. On the
other hand, these property values were calculated
with two commonly used micromechanical models,
namely Chamis’ equations [39] :
Table 4 Effective properties
of yarn for meso-scale model
FE Simulation
Chamis’ equations
CCM

FE simulation
Chamis’ equations

ð8Þ

Gm
pﬃﬃﬃﬃﬃﬃﬃﬃ
m
1  VfY 1  GGf12

ð9Þ

Gm
pﬃﬃﬃﬃﬃﬃﬃﬃ
m
1  VfY 1  GGf23

ð10Þ

m12 ¼ m13 ¼ VfY mf12 þ VmY mm
m23 ¼

Table 2 Properties of epoxy for multi-scale model [27]

Em
pﬃﬃﬃﬃﬃﬃﬃﬃ
m
1  VfY 1  EEf22

G12 ¼ G13 ¼ 

G23 ¼ 

ð7Þ

ð11Þ

E22
1
2G23

ð12Þ

XT ¼ XfT Vf þ XmT ð1  Vf Þ

E1
1=3
XC ¼
emT 1  Vf
m12

ð13Þ
ð14Þ

and a concentric cylinder model (CCM), detailed in
[40]. The results were compared with the FE results
as shown in Table 4. In Table 4 and Eqs. 7–14,
VmY = 1 - VfY (VfY = 0.8) is the volume fraction of
the matrix in the yarn and emT is the ultimate strain of
the epoxy matrix. The agreement for most of the
values is reasonably good, except for XT. This is
discussed later in ‘‘Effective Properties of Yarn’’
section.
Carbon fibre fabrics were initially braided from
A-42-12 k fibre tows containing 12,000 fibre filaments.
Then, the braids were impregnated with L-20 epoxy
resin. Upon curing, samples for tensile testing were
cut from panels of A-42 carbon fibre/L-20 epoxy
composites thin ply. The dimensions of these samples
were 250 mm 9 20 mm 9 1.5 mm. The ASTM standard D3039 was used as guide in carrying out tensile
tests of braided composites. The specimens were
tested using an MTS 810 hydraulic material testing
system at the crosshead speed of 1 mm/min with the
gauge length of 150 mm. An axial extensometer was

E11/GPa

E22 = E33/GPa

G12 = G13/GPa

G23/GPa

m12 = v13

m

193.93
192.26
191.4

10.90
10.13
9.84

4.59
4.59
4.29

3.65
3.67
3.33

0.18
0.23
0.33

0.35
0.38
0.37

23

XT/MPa

XC/MPa

YT/MPa

YC/MPa

S12/MPa

S23/MPa

3388.18
2540.04

1454.48
1582.27

189.69

235.08

42.20

32.08

attached to the specimen during the tensile test to
measure the strain. The braiding angles of the samples were measured before testing as the average
value for three different positions.

Results and discussion
Effective properties of yarn

employing our previous experimental study [27]: the
tensile strength value of yarn, ranges from 2.6 to 3.81
GPa, depending strongly on the chosen gauge length.
The average value of the experimental results is
approximately 3.29 GPa. It is believed that the results
based on empirical equations may affect the accuracy
of the subsequent FEA [36]. Therefore, in the current
study, the values based on the simulation studies are
used.

Elastic properties as well as the strengths of yarn,
obtained by assessing the stress–strain relationships
with micro-scale simulations using the developed
RUC under different loadings, are shown in Fig. 7
and Table 4.
Apparently, the predicted longitudinal tensile and
compressive behaviours are linear due to brittle fibre
failure. The stiffness values for matrix- and interfacedominated transverse responses of the tow are lower
than tension- and compression fibre-dominated tests
in this study. The transverse tensile modulus is
apparently larger than those for the shear one.
Comparing the predicted shear stress–strain curves
for the tow, it is clear that its in-plane shear behaviour is stiffer than the out-of-plane response. This is
because of the gradual damage accumulation in the
latter case [41]. According to Table 4, the elastic
constants obtained with our micro-scale modelling
correlate well with those calculated with Eqs. 7–14
and the CCM model. The longitudinal strength values of fibre yarn show a larger discrepancy between
the theory and numerical analysis, since the equations for strength prediction are empirical and
depend heavily on the mathematical model of fibre
arrangement [42]. The disparity can be justified

Meso-scale failure analysis of 30° bi-axial
braided RUC

Figure 7 Stress–strain curves for yarn under different loading
regimes.

Figure 8 Stress–strain curves for 30° braided composites RUC in
mesh-convergence study.

In this section, the failure analysis of a 30° bi-axial
braided composite was studied as a typical case to
verify the developed meso-scale modelling approach.
Composite specimens with the same braiding angle
(30°) were prepared to compare FE analysis with the
experimental data.
Before main simulations, a mesh-convergence
study was implemented; its results are presented in
Fig. 8. Numbers of elements used for 30° bi-axial
braided RUC varied in this study from 80192 to
112309. Apparently, the non-linear behaviour up to
the peak stress value is consistent for different
meshes; a post-peak degradation response shows a
slight variation. A spread in the ultimate strength is
within 2.3 %, which is far smaller than a usual error
margin in experimental studies. Based on this study,
a mesh with 112309 elements was chosen for subsequent simulations.

Macroscopic stress–strain curves obtained with
both numerical and experimental methods are shown
in Fig. 9a. The computed initial modulus matches
well with the experimentally determined magnitude:
the numerical results show a peak of 507.9 MPa at
*1.44 % strain, while the average strength in experiments is 491.1 MPa. The computed ultimate strength
and strain of meso-scale RUC are in good agreement
with the respective experimental values of braided
composites.
Evolution of damage variable, D ¼ 1  E=E, under
tensile loading (Fig. 9b) indicates the accumulation of
damage in the whole unit cell. Here, no failure occurs
until point A (at strain of 0.35 %); after this point,
damage variable begins to increase slowly due to
initiation of micro-cracks. The cracks propagate
slowly till point B. The damage accumulates and
grows rapidly after the peak value is finally reached
at point C. Evolution of effective damage in experiments is similar to the simulation result. The elastic
stage is slightly shorter than that in simulations,
indicating that micro-cracks may initiate even at very
low strains.
The instantaneous stiffness response, defined as
the ratio of differential stress to differential strain
rkþ1 rk
k
(Ek ¼ dr
dek ¼ ekþ1 ek ;

k ¼ 1; 2; 3. . .), is shown in Fig. 9c.

The experimental data show a wide variation (due to
experimental noise). However, on processing the data
with a fast-Fourier-transform (FFT) low-pass filter
(cutoff frequency 40.97), the results show a good
match. According to Jia [38], at the initial stage (before point A), the obvious variation of instantaneous

stiffness response is attributed to the initiation of
micro-scale cracks. This phenomenon cannot be
captured in simulations as no failure occurs according to the chosen constitutive model. After point A,
the computed tensile modulus decreases gradually
with axial loadings, while the amplitude of experimental instantaneous stiffness varies with a general
decreasing trend. It is also reported that as the strain
increases during the loading process, the level of the
yarn undulation is reduced. The bias yarns are
reoriented along the loading direction (straightening
effect), which may also result in perceived oscillation
of the instantaneous stiffness curve [23]. At higher
strain levels, the tangent modulus decreases in
experimental and simulation data. This observation is
attributed to matrix cracking with the continuous
generation of new cracks [9].
In general, the non-linear stress–strain response of
braided textile composite is attributed to a complicated character of stress distribution and different
failure modes. The Hashin failure criteria capture the
necessary failure modes in the meso-scale adequately. Damaged elements (marked in red) are
presented in Fig. 10 for three specific strain levels
(labelled as A, B and C on the stress–strain curve in
Fig. 9). Apparently, element failure initiates first from
the interlacing area of bias yarns at strain of *0.35 %,
in both matrix tension and compression modes. This
implies that matrix cracking starts in the plane parallel to the fibre and between them. Next, failure
propagates from the area of undulation to the edge of
the yarn at strain of *0.72 %. Correspondingly,
damage occurs in pure matrix, which is possibly a

Figure 9 Global stress–strain response (a), evolution of damage variable (b) and instantaneous stiffness (c) of 30° bi-axial braid in
tension.

Figure 10 Damage contours
of 30° bi-axial braid in tension.

(a) Global strain
0.35%

(b) Global strain
0.72%

(c) Global strain
1.44%

Matrix Mode
Failure in
tension:

Matrix Mode
Failure in
compression:

Pure Matrix
Failure:

1

2

Fibre Mode Failure in tow:

3

reason of the kink in the stress–strain curve (point B
in Fig. 9). Matrix damage is distributed mainly in the
yarns’ crossing and the undulation regions. At strain
of 1.44 %, failure of fibre tow in the matrix modes is
significant (along with matrix damage), resulting in a
drop of the load-carrying capacity (point C in Fig. 9).
Interestingly, fibre-mode failure in the tows is not
observed even at high strains in the composite.
The stress and strain distributions in the mesoscale RUC (Fig. 11) can be used for analysis of locations, at which failures are likely to occur. It was
found that von Mises stress concentrated at the edge
of the fibre tow, along the tow direction. The damage,
therefore, propagated along the yarn in the direction
of the fibres [14]. For braided composites, the matrixfailure mode is attributed to both normal and shear
stress components even though the magnitude of the
former was observed to be higher than that of the
latter. Generally, normal stress are distributed uniformly (Fig. 11), but shear stress concentrates in the
interlocked area of the undulated yarns. Under the

combination of normal and shear stresses, deformation is severe in the edge region of yarns, where the
elements are damaged both in matrix tension and
compression modes. According to the strain distribution (Fig. 11), the unit cell mainly undergoes positive strain along the loading direction and negative
strain in the regions with undulation due to the
Poisson’s effect with relatively small shear strain [19].

Meso-scale modelling with different
braiding angles
In this section, we study meso-scale bi-axial unit-cell
models under tension to predict the ultimate failure
strength and damage progression for different
braiding angles. Figure 12 shows the simulated
stress–strain curves of RUCs for 10 braiding angles,
varying from 15° to 60°.
As the braiding angle increases, the levels of stiffness and ultimate strength gradually decrease as
shown in Fig. 12. For the braiding angle of 15°, the

/MPa

/MPa
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direction

1
3

2

Von-Mises stress
in tow

Von-Mises stress
in pure matrix

S, S22 /MPa

Normal stress σ22
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Shear stress τ12

E, E11
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Figure 11 Stress distribution in meso-scale RUC at strain level of 0.73 %.

stress–strain behaviour is almost linear up to failure,
while stress–strain behaviours for braiding angle
larger than 20° show a more non-linear response,
implying progressive damage accumulation reducing
the overall stiffness of the component. Interrogation
of the specifics of the failure mechanism for braiding
angles of 25° to 40° demonstrates that it is similar to
that for the 30° case analysed in ‘‘Meso-scale failure
analysis of 30° bi-axial braided RUC’’ section. For the
braiding angles larger than 45°, the levels of ultimate

failure strain increase. Here, the matrix dominates the
overall component’s performance, with the minimal
contribution from the fibres. For simplicity, braided
composites are divided here into three categories
based on small (15°), medium (20°–45°) and large
braiding angles (50°–60°). The meso-scale modelling
results for two categories are discussed below.
The onset of local damage and its progression in
fibre tows and matrix were investigated; the damage
contours of the 15° bi-axial braided composite are

Figure 12 Stress–strain responses of bi-axial braids at 10 different braiding angles (a) and peak strength for structures of larger braiding
angles reached at much larger strains (b).

shown in Fig. 13. Neither fibre nor matrix damage is
observed until the strain of 0.4 %. First, the onset of
damage occurs in the matrix along the interfacial
region adjacent to the yarns, then damage accumulates in the matrix, and the fibres rupture in the
longitudinal direction at strain of 1.4 %, resulting in
the sudden decrease of the stress–strain response. A
linear character of the macroscopic stress–strain
curve indicates that fibres rupture simultaneously
with initial fibre failure before the matrix cracking
occurs completely in the component. At strain of
1.8 %, fibre damage is significant. Comparing this to
the case of the braiding angle of 30°, fibre failure in
tension plays a key role in the ultimate failure of the
composite. Thus, the stress–strain response of 15° the
braided composite has the highest ultimate strength.
As the braiding angle becomes larger, the loadcarrying capacity of the yarns is reduced as reflected
in the lower peak stresses. For example, the

Figure 13 Stress–strain
response and damage contours
of 15° bi-axial braided RUC
(damage in tow includes ﬁbre
damage mode, matrix damage
in tension and compression
modes; pure matrix damage
means damage in matrix
block).

composite with a braiding angle of 55° demonstrates
a peak stress, which is approximately half of that for
the 30° composite (Fig. 14). This is due to the fact that
in the former, matrix damage becomes dominant in
contrast to the case of braided composites with lower
braiding angles. As observed, the unit cell suffers
from large deformation around the yarn edges in the
regions with undulation at a strain of *0.64 %.
Matrix damage is observed to accumulate rapidly in
the tension mode (Fig. 14), both in tows and the
matrix block, at strain levels of 1.08 and 3.60 %. It is
noticed that no fibre damage occurs because the
longitudinal stress level is low in this case. Although
the matrix in the tension mode is the main damage
mechanism, effects of shear interactions were found
to cause the matrix failure in the longitudinal direction of the yarn. Hence, the Hashin criteria here clear
advantages in accounting for the effects of shear
stress (S12 and S13).

Figure 14 Stress–strain
response and damage contours
of 55° bi-axial braided RUC
(damage in tow includes
matrix damage in tension and
compression modes; pure
matrix damage means damage
in matrix block).

Thus, in summary, it can be concluded that with
an increase in the braiding angle, the effects of
matrix damage become prominent, causing the
material to soften and eventually leading to failure.
The failure paths tend to propagate along the tow
orientation. Also, tensile strength of the bi-axially
braided composite material decreases with the

braiding angle (Fig. 15). It is noted that this
strength is sensitive to the braiding angle at magnitudes below 40°. Furthermore, with an increase in
the braiding angle, the Young’s modulus of the biaxial braided unit cell follows a hyperbolic
decreasing trend similar to that of strength variation (Fig. 16).

Figure 15 Effect of braiding angle on tensile strength of bi-axial
braided RUC.

Figure 16 Effect of braiding angle on Young’s modulus of biaxial braided RUC.

Concluding remarks
To predict deformation characteristics of braided
textile-reinforced composites accurately, three essential steps were developed in this work. First, material
properties were obtained via experiments to guarantee the quality of input data. Next, a flexible geometrical model was developed, and, finally,
appropriate failure criteria were incorporated. The
numerical studies were carried out at the micro-scale
level followed by those with the meso-scale RUCs of
the braided composite. The computed global stress–
strain curve was observed to be in a good agreement
with the experimental data. In addition, the magnitudes of strength and moduli of bi-axial braided
composites were obtained in this work for different
braiding angles varying from 15° to 60°. An overall
trend of deformation of the studied composites under
longitudinal tension was established.
According to this study, failures in braided composites may be classified into three categories based on
the chosen angle of braiding. For small the braiding
angles (for example, 15°), the composite failed catastrophically, primarily due to fibre damage. For medium braiding angles (20°–45°), the stress–strain
response indicated matrix cracking and matrix/yarn
debonding before fibre breakage. Higher ultimate
strain levels were observed for braided composites
with large braiding angles (50°–60°). This was attributed to the accumulation of matrix-dominated damage
in yarns as well as in the pure matrix region. In summary, our computational studies indicate that, with an
increase in the braiding angle, yarns suffer from continuous failure during axial tension and the effects of
matrix damage become prominent, causing a decrease
in ultimate strength and the Young’s modulus. It
should be noted that the developed model has some
limitations in predicting damage evolution of composites, and a more adequate scheme could be based
on conservation of fracture energy. So, our computational models are developed further to introduce an
account for dynamic characteristics of composite
deformation and failure with the aim of addressing
applications for sports protective equipment.
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