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ABSTRACT

Author: Choudhury, Sajid, M. PhD
Institution: Purdue University
Degree Received: August 2019
Title: Wavefront Manipulation with Metasurfaces based on New Materials.
Committee Chair: Alexandra Boltasseva, Alexander Kildishev
Metasurfaces, introduced as a compact 2D alternative of metamaterials, have developed into a vast
field in recent times for light manipulation at an ultra-compact scale. Metasurface applications
have found a place in the literature for compact alternatives to lens, holograms, polarizers, color
filters. Plasmonic metasurfaces consisting of noble metals such as gold and silver provide light
confinement on an unprecedented scale. Gold and silver grown conventionally on transparent
substrates are polycrystalline, and exhibit losses and limit performance of the device. Moreover,
these materials have a lower damage threshold and melting point. To circumvent the lower melting
point and damage thresholds, new materials, and material growing techniques need to be
researched.
In the first part of this work, a metasurface for color holography with an epitaxially grown silver
thin film on a transparent substrate is shown. The demonstrated metasurface has been the first ever
epitaxial silver metasurface that operated in the transmission mode. This plasmonic hologram has
also been the thinnest metasurface hologram operating in transmission mode at the time of its
reporting. The holographic image of all three basic color components of red, green, and blue has
been demonstrated in the transmission mode. The control of color has been achieved by resonant
sub-wavelength slits and the phase can be manipulated through altering slit orientation. This
amplitude and phase control pave the way to applications of ultra-compact polychromatic
plasmonic metasurfaces for advanced light manipulation. In the second part, we explore
temperature rise due to the optical absorption in plasmonic structures. Titanium Nitride based
metasurfaces structures are fabricated, that work in harsh environmental conditions and high
temperature. A time domain thermo reflectance technique for rapid measurement of temperature
is explored. Finally, a practical design prototype for thermo-photovoltaic (TPV) emitters using
plasmonic metasurfaces is fabricated and characterized.

15

1.

INTRODUCTION

Introduction
Harnessing, controlling, and understanding light has been a long-standing pursuit of human
civilization, dating back to ancient times. After years of exploration and discovery, we find
ourselves now surrounded with optical technologies which have advanced our ability to transmit
data across the world at the speed of light, operating autonomous vehicles, detect microscopic
lifeforms to save lives. Optics has revolutionized the world—yet, after so much progress and
discoveries, most of our modern optical devices still resemble and rely on large optical components
such as lenses, mirrors, and prisms for steering light. With current trends to progressively
miniaturize technology, it is now essential to look for alternative methods to control light at
extremely small dimensions. This miniaturization requires compact and planar devices with new
functionalities that can now be realized via novel approaches that utilize artificially engineered
optical materials.

Figure 1.1 Concept of metasurface as a compact metamaterial

Metasurface as a 2D metamaterial
Artificially engineered materials can modify incoming optical waves in ways that are beyond
naturally occurring bulk materials. The Greek word ‘meta’ means beyond, and the term
‘metamaterial’ is used to describe such class of materials. First proposed in the late sixties [1],
composite materials with engineered optical properties regained excitement with the promise of
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perfect lensing [2]. Metamaterials can exhibit negative effective permittivity or negative index,
and thus can show refraction or reflection properties unattainable with naturally occurring
materials. Such materials can realize effective negative refractive index [3], and thereby, can be
utilized to make new devices such as lenses that can image beyond the diffraction limit [2] or
invisibility cloaks [4]. Practical realization of such metamaterials is limited due to numerous
challenges such as strict nano-fabrication requirements for layered structures, and significant
optical losses in the dispersive optical materials.
The term ‘metasurface’ was first coined by Holloway et al. in 2005 as a surface equivalent of a
metamaterial [5]. A metasurface or a metafilm can be described as a surface that can manipulate
light like a metamaterial with reduced dimensionality. The concept is illustrated in Figure 1.1. The
left side of the figure shows light incident at an oblique incidence at a material interface. If the
index of the material, n2, is positive, the light beam follows the green path. For a negative index,
n2 < 0 the light beam will follow a different path satisfying Snell’s law and hypothetically, the blue
arrow is shown in the figure as a possibility. For a metasurface, the surface itself can manipulate
light propagation. As shown in the right panel of Figure 1.1, the surface can alter the path of the
incident light and emulate refraction or even negative refraction.

Generalized Snell’s Law
A metasurface can redirect light in different directions through the application of abrupt phase
shifts, which evolves into the generalized Snell’s law [6]. The generalized Snell’s law comes from
the Fermat’s principle of least action, which states: “light travels between any two given points
along the path of the shortest time” [7]. Here, simple trigonometry is used to derive the law. If we
take the light ray in Figure 1.2 traveling from point A to point B, we can calculate the time t
required for the light path by knowing the speed of light in each medium. Assuming both mediums
are homogeneous with refractive index of n1 and n2 respectively, the time required for each path
can be calculated as
t1 =

h12 + x 2
c n1

2

, t2 =

h22 + ( X - x )
c n2
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If the surface can introduce a position dependent abrupt phase change of f ( x ) , the time delay
introduced by the phase is given by t3 =

f(x )
2p f0

=

f ( x ) l0
2pc

. Where l0 and f0 are the wavelength and

frequency of the incoming wave. The total time required for light to travel from point A to point
B is given by t = t1 + t2 + t3 .

A
l1
h1

θ1 ɸ(x)
x

X-x

θ2

h2
l2
B

Figure 1.2 Intuitive interpretation of the generalized Snell’s law
By taking derivative with respect to x we find,
dt
=
dx

n1

x

h12 + x 2 c

+

-( X - x )

n2
2

h12 + ( X - x )

c

+

l0 df ( x )
2pc

dx

We can find the path for the shortest time, by taking the derivative as zero. Also, angles q1 and q2
are given by sin q1 = x l1 = x

h12 + x 2

and sin q2 = ( X - x ) l2 = ( X - x )

2

h12 + ( X - x )

, we can

get the generalized law of refraction as
n1 sin q1 - n2 sin q2 +

l0 df
=0
2p dx

(0.1)
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Therefore, if the phase can be modified abruptly by a surface, the laws of refraction would be
dramatically different. Depending on the phase gradient, df dx the refracted light can even
experience negative refraction as conceptualized in Figure 1.1.

Evolution of Metasurface
A metasurface consists of a two-dimensional periodic arrangement of scattering elements. The
scatterers are both smaller than the wavelength and separated by a sub-wavelength distance. The
scattering elements can modulate both the amplitude and phase of incoming light, therefore
enabling metasurfaces to control light at the sub-diffraction scale.

Figure 1.3 Evolution of different types of metasurfaces: plasmonic multiple-resonator [8], gapplasmon resonators [9], Pancharatnam-Berry phase [10], blazed-binary grating [11], all dielectric
metasurface[12], high contrast dielectric metasurfaces [12]
Localized surface plasmon resonance (LSPR) in metallic nanostructures arises from the freeelectron oscillation coupling to incoming light. LSPR causes light confinement to structures many
times smaller than the free-space wavelength of light. The first demonstration of metasurfaces
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were done through resonator nanostructures of noble metals. By juxtaposing two rods at an angle
to form a ‘V’ shape, the LSPR can be used to control phase. Researchers from Federico Capasso’s
group first demonstrated anomalous reflection using resonant V-antennas and showed vortex beam
generation at the infrared frequency [8]. Shalaev’s group at Purdue University demonstrated light
bending at the visible spectrum with similar multiple-resonator scheme [13]. Although this
scheme is beneficial for a conceptual demonstration of light manipulation, it suffers from low
efficiency and lower cross-polarization conversion. Hybrid metasurfaces with a combination of
nano-apertures and nanostructures showed improved efficiency [14]. Sergei Bozhevolnyi observed
that by introducing a dielectric spacer layer between a metal back-reflector and metallic
nanostructure array, a gap-plasmon mode can be engineered to have stronger confinement of light
[9]. This gap-plasmon metasurfaces significantly improved the efficiency over multipleresonator scheme — the presence of back-reflector limits the application of this kind of
metasurfaces to only reflection-based applications. Single resonator structures of these
metasurfaces provided a particular phase shift for a fixed frequency.
Geometric phase accumulation of circularly polarized light is shown to provide much finer control
of phase. This accumulated phase, also called the Pancharatnam Berry phase, provided
relatively broadband operation and simplified the design process of metasurfaces. All these types
of plasmonic metasurfaces face the problem of losses inherent to the plasmon oscillations [15].
Low loss dielectric metasurface by utilizing graded index [11] or magnetic resonance[16][17] offer
workaround losses of plasmonics. Reshaping wavefront with subwavelength grating emulating
diffractive lens was proposed in the early 1990s as a method to prepare flat optical elements [11].
Decker et al. proposed arbitrary shaping of wavefront using Huygen’s principle, stating that each
point at a waveform acts as a secondary source. As dielectric resonators can support both electric
and magnetic mode through Mie scattering, they can be used as secondary sources. The scheme,
coined as all-dielectric Huygen’s metasurfaces, showed full 2p phase control with higher
efficiency than plasmonic structures.
Further optical confinement was shown with high-contrast dielectric metasurfaces. First
proposed by Faraon’s group, the dielectric resonators have a higher aspect ratio and support
waveguide mode. The evolution of these different techniques for amplitude and phase
manipulation is conceptually illustrated in Figure 1.3 and discussed in more details by Hsiao et al.
[18].
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Pancharatnam Berry Phase Metasurface
As mentioned in the earlier section, the geometric phase can enable phase control over a broad
angular range. The geometric phase is termed as the Pancharatnam-Berry phase, after
Shivaramakrishnan Pancharatnam, who first provided the concept for the generalized theory of
interference between two coherent beams in different polarization [19] and Michael Berry, who
independently identified it as phase accumulation in adiabatic quantum systems [20][21].

Figure 1.4 Polarization state C decomposed into A and B components and Poincaré sphere
showing polarization states A, B, and C
An arbitrarily polarized beam, C can be decomposed into two components A and B. Figure 1.4
shows polarization states A, B, and C in a Poincaré sphere. Pancharatnam showed that the phase
difference δ between the beams is given by the solid angle formed by the C’BA triangle, where C’
is the reciprocal point of C in the Poincaré sphere. Michel Berry showed that a similar phase
accumulation occurs in adiabatic changes around a closed path in a quantum system. [22] Bomzon
et al. from Erez Hasman’s group first proposed to use Pancharatnam-Berry phase optical elements
for converting wavefronts of cylindrical beams[23]. They were later used for metasurfaces by
Kang et al[24], which led to additional applications involving the Pancharatnam-Berry phase, such
as ultra-thin flat lenses[25], focusing mirrors[26], spin-dependent directional coupling[27], [28],
spectroscopy[29], [30], polarization control[31], and ultra-compact tunable optical devices[32].
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2.

MATERIAL PLATFORM FOR OPTICAL METASURFACE

Introduction
Suitable material platforms are a necessity for getting the functionalities of phase manipulation at
a subwavelength scale. Noble metals, as well as alternative materials, have been proposed for
metasurface construction. Different applications of metasurfaces are enabled with new material
discovery and fabrication breakthroughs. In this chapter, an overview of different material
platforms for metasurfaces is given. Some of the content is reused with permission from [33] There
are numerous review articles related to the development and seminal works of metasurfaces as
well as applications and metasurfaces for specific material platforms [6], [18], [41], [42], [32],
[34]–[40].

Figure 2.1 Conventional and emerging material platforms for optical metasurfaces including
noble and other commonly used in plasmonics metals; semimetals and intermetallic compounds
exhibiting metallic behavior (such as metal nitrides, hydrides, oxides, borides, etc.); transparent
conducting oxides; and dielectrics. Figure is reused with permission from [33]. Copyright
Degruyer 2018.
Plasmonic Metasurfaces
Tiny nanoparticles of noble metals are used to colorize glass since ancient times [43]. 4th Century
Roman Lycurgus cup shows different colors when the light is shone through it and when the light
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is reflected off from it. Polychrome luster decorations from the Abbasid era [44], and Cassius
purple and ruby glass from the Renaissance period [45] demonstrate colorful pottery by using the
characteristic red color of spherical gold nanoparticles. Such coloration can be explained by the
interaction between nanoparticles and light, which forms the fundamental principle of plasmonics
and plasmonic metasurfaces. Plasmonics deals with the coupling between the electromagnetic field
and the electronic oscillations of material. A plasmon is a quantum of free electron oscillation.
Free electron clouds in a metal can couple to light at an interface between metal and dielectric
media and create surface plasmons. With adequately designed nanostructures made from metals,
the surface plasmons make it possible to control light at the sub-diffraction scale.
Not only the plasmonic nanostructures can guide light at the nanoscale, but they can also increase
the local intensity of the electromagnetic field by orders of magnitude. This enhancement is
possible due to the strong local field confinement near the metal surface of a nanostructure. For
metallic subwavelength structures or nanoparticles, the electric field of incoming radiation can
polarize the conduction electrons. The resulting plasmon oscillations are distributed over the
nanoparticle volume and are localized within the particle. These plasmon oscillations are termed
localized surface plasmons (LSPs). The displacement of the electron clouds from the lattice
generates a restoring force that tries to pull the electrons back into the lattice. The nanoparticle,
therefore, acts as an oscillator driven by the incoming field together with restoring Coulomb force
and behaves as a simple dipole in the direction of the electric field. When the frequency matches
the resonance-frequency defined by the shape of the particle, LSP resonance occurs, enhancing
local field amplitude. The nanostructures can also introduce a local phase shift to the incoming
light beam and manipulate its wavefront.
The concept of local phase shift generation using plasmonic nanostructures can be employed by
introducing abrupt phase jumps with metasurfaces. When light travels through a plane that can
introduce abrupt phase change, it has been shown that the light propagation needs to be explained
with a modification of Snell’s law by introducing an artificially engineered phase-gradient term.
The resulting phase-gradient from a sub-wavelength thick structure is shown to bend light in
anomalous directions [8]. Since most of the conventional optical devices rely on amplitude or
phase modulation of the incoming light, the ability of plasmonic nanostructures to introduce the
abrupt phase shift can be used to engineer ultra-compact optical devices. An early demonstration
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of photonic spin Hall effect, with polarization dependent splitting of light, is also achieved by
plasmonic metasurface [46]. Seminal work on plasmonic antennas with aluminum [47]
spearheaded the field of Al-based plasmonic metasurfaces. Many of the first applications of
metasurfaces demonstrate imaging and sensing at the nanoscale, namely sub-diffraction lensing
[10], [25], [48]–[51] , spectroscopy [52], monochromatic holography [53]–[60], color holography
[61]–[64], polarization converters [23], [31], [65]–[68] , vortex plates [69]–[71] , invisibility
cloaks [72], polarization-selective elements [30], [73]–[75], etc.
Despite all the promising applications of plasmonic metasurfaces, optical losses in plasmonic
devices severely limit their use in replacing conventional optical elements. As electron clouds in
the metal oscillate while interacting with the incoming electromagnetic wave, they experience
scattering in the material that causes heat generation. Although for the best plasmonic material,
low loss (small imaginary part of permittivity) and high plasmonic property (large negative real
part of permittivity) are essential, the losses cannot be avoided entirely. Even for an ideal
plasmonic material with negligible loss, nano-structuring the metal causes the magnetic field of an
incoming electromagnetic wave to be truncated as the wave interacts with the free electrons of the
structure. Truncating the magnetic field, in turn, results in the conversion of stored magnetic
energy into kinetic energy of electrons and causes a loss termed the Landau damping [76].
Compared to dielectric metasurfaces discussed in the next section, plasmonic metasurfaces will be
therefore inherently less efficient but will have tighter field confinement, broader bandwidth, and
smaller device footprint. For applications specific to plasmonic metasurface, the tradeoff between
field confinement and loss must be made. Plasmonic metasurfaces are particularly useful, however,
when optical losses are desired, such as in heating or absorber devices. Scattering loss
minimization for plasmonic metasurface has been proposed through impedance matching [77], but
the rest of the losses are inherent in plasmonic systems. Applications for plasmonic metasurfaces
are emerging exploiting their ability to strongly confine field such as color filter and displays [78]–
[80], enhanced harmonic generation [81]–[83], improved nonlinearity [84], [85], detection
sensitivity improvement [86]–[88], absorbers [89]–[91], perfect absorber and efficient thermal
emitters [92]–[94], photocatalysis [95], high temperature applications such as thermophotovoltaics [96], heat-assisted magnetic recording [97] etc.
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Conventional plasmonic materials such as gold and silver have been historically used for most of
the early metasurface applications. Bulk silver has excellent plasmonic properties in the visible
frequencies but evaporated silver, which is most commonly used in metasurfaces due to the
relatively easy fabrication, is prone to be lossier due to electron scattering at grain boundaries.
Also, it is fundamentally challenging to grow ultrathin (on the order of few nanometers) gold and
silver films, because these two materials tend to form nano-islands rather than continuous films at
thicknesses below 10 nm. From the fabrication standpoint, gold and silver are also not compatible
with the standard complementary metal-oxide-semiconductor (CMOS) technology, as silver has
low chemical stability and gold is quickly diffused into the substrate. Additionally, these noble
metals have low melting temperatures. Therefore, the nanostructures made of noble metals easily
deform at elevated temperatures.
Consequently, noble metals are not suitable for high-temperature applications, which is a dilemma
for plasmonics because the plasmon oscillations unavoidably heat the metals significantly, at least
within the spatial field confinement. For stronger field confinement and high-temperature
applications beyond noble metals’ capabilities, new plasmonic materials are necessary. Study of
alternative plasmonic materials has become a new field of itself and has found functional devices
using the merger of metasurface with these materials’ applications [98].

Dielectric Metasurfaces
All-dielectric metasurfaces have been developed as a possible answer to the inherent optical losses
associated with plasmonic metasurfaces. Dielectric metasurfaces are based on the collective light
scattering (known as Mie scattering) off the constituent high-index dielectric nanoparticles with
dimensions comparable to the wavelength of light inside the particles [99]–[102] Because of the
low-loss feature, all-dielectric metasurfaces significantly surpass plasmonic metasurfaces in
efficiency and resonance quality factor.
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Table 2.1 Different Material Platforms with their Applications and Relative Advantages
Classificatio
n

Examples

Wavelength
range

Advantages

Limitations

Applications

Noble
metal

Au, Ag,
Al, Cu…

VisibleMid IR

Low melting
point;
Lack of
tunability

Proof of
concept
demonstrations

Refractory

TiN,
ZrN,
HfN,
W…

VisibleMid IR

Strict
fabrication
requirements

High
temperature
and high
intensities

2D

Graphen
e,
MXene,
phosphor
ene,
MoS2,
WSe2,
WS2…

Near-Mid
IR

Weak optical
response

Dynamically
tunable and
flexible
devices

Phase
change

GST,
VO2,
YH2,
MgH2,
PdH2,
SmNiO3
ITO,
Ga:ZnO,
Al:ZnO

Near-Mid
IR

Established
fabrication;
Plasmonic in the
UV part of
spectrum (Ag,
Al);
Small device
footprint;
High field
concentration
High durability;
High melting
point;
CMOS
compatible
Dynamic
tunability
(electrical);
Fast modulation;
Large field
confinement;
Compactness/lig
htweight;
Mechanical
flexibility;
Lower loss than
noble metals in
Near IR
Dynamic
tunability
(temperature);
Large optical
modulation

Slow
modulation

Non-volatile
reversible
optical
switches

Low field
confinement

Ultra-fast
optical
modulators

Si, TiO2,
SiO2,
Si3N4,
diamond

VisibleNear IR

Larger device
footprint;
Low field
confinement

Highly
efficient
metasurfaces

Transpare
nt
conductin
g oxides
Dielectric

Near-Mid
IR

ENZ in Near IR;
Ultrafast
tunability
(optical,
electrical,
temperature)
Near zero optical
loss;
Mechanical and
chemical
robustness
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Electromagnetically induced transparency (EIT) with a quality factor of ~600 has been
demonstrated in all-dielectric metasurfaces [103], [104], whereas similar type of plasmonic EIT
metasurfaces have a quality factor on the order of 10.
Dielectric nanostructures support both electric and magnetic resonances that paves way to
functionalities that were previously not possible with plasmonic metasurfaces. Dielectric
resonators can support both electric and magnetic resonance. If the two resonances are excited in
phase and equal strength, backscattering can be minimized due to destructive interference [99],
[105].

Emerging Material Platforms for Optical Metasurfaces
2.4.1

Refractory Plasmonic Materials

As mentioned earlier, noble metals are incompatible with CMOS process and have a lower melting
point and less stable at higher temperature. Refractory materials such as titanium nitride (TiN),
zirconium nitride (ZrN), tungsten (W) have been demonstrated to have plasmonic properties.
Visually, TiN is very similar to gold and has been used on the domes of Churches as an alternative
to gold, which suggests they have similar optical properties. TiN based broadband metasurfaces
absorber was demonstrated with 87% absorption in the 400-600nm spectral window [106]. The
authors demonstrated that the structures survived higher incident intensity and temperature, where
similar gold nanostructures were damaged. For local heating application, the array of disk-shaped
TiN nanoparticles outperform Au based similarly structured arrays [107]. ZrN based metasurfaces
was demonstrated to have photonic spin Hall effect (PSHE) with 60% efficiency [108].
2.4.2

Epitaxial Noble Metals

Among noble metals, silver has the highest negative permittivity in the visible frequency regime.
For application in plasmonic metasurfaces where high efficiency is desired, epitaxially grown
noble metals can outperform noble metals grown with standard evaporation techniques. Epitaxial
silver film can be deposited with lattice matching [109][110][111], aluminum doping [112],
stabilization layer [113]. In their letter, Liu et al. showed that a metasurface, when engineered
adequately with periodic gratings, can give rise to flat or hyperbolic iso-frequency dispersion
contours. The so-called “hyperbolic metasurface” was first demonstrated through epitaxial silver
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by High et al. [114]. Their fabricated metasurface showed in 2D some of the critical characteristics
of bulk hyperbolic metamaterials, such as negative refraction and diffraction-free propagation.
Though silver itself is a conventional plasmonic material, epitaxial silver, having optical properties
of bulk silver at nanoscale thicknesses, opens new dimensions for plasmonic metasurface design
at visible wavelengths with strong field confinement and lower loss.
2.4.3

Silicon and its oxides and Nitrides

As mentioned before, dielectric metasurfaces have a clear advantage over their plasmonic
counterparts in low-loss applications. Silicon and its native oxide and nitrides have the advantage
of being able to use the existing CMOS processing lines for device fabrication. Silicon is lossy in
the visible frequency spectrum, and most of its applications are in the near-infrared region. For a
great review on different Si-based metasurfaces, Staude and Schilling’s review can be referred to
[100]. Combination of electric and magnetic resonance was proposed by Decker et al. to produce
near unity transmission with phase dependence on the wavelength of incident light [16]. Siliconbased metasurfaces has been shown for various on plane optical applications such as vortex beam
generation [75][115], EIT [104], refractive index sensing [116], planar focusing lens
[117][118][119], polarization converter [12], electromagnetic mode conversion [120][121], color
filtering [122]. Both silica (SiO2) and silicon nitride (Si3N4) are transparent in the visible and have
significantly lower optical losses. Si3N4 can give higher index contrast compared to SiO2. High
focusing efficiency metasurfaces with Si3N4 is demonstrated in the literature [123].
2.4.4

Titania

Titania (TiO2) has a higher refractive index (2.4) than SiO2 or Si3O4, and zero optical losses in the
visible. Titania is more commonly used for dielectric metasurfaces applications where high index
contrast is essential. First known to date effort to apply titania in planar optical lenses was done
by Lalanne et al., who demonstrated up to 89% efficiency in visible wavelength with refractive
index modulation [11], [124], [125]. Federico Capasso group from Harvard University pioneered
the field of phase gradient metasurfaces with titania, with highly uniform atomic layer deposited
(ALD) deposited titania showing lenses with 86% efficiency at 405nm wavelength [10]. High
numerical aperture lens [126], polarization insensitive lens [127], multiplexed hologram [128],
high resolution chiral spectroscopy [129], chiral spectroscopy [130], vortex beam generation [131]
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is demonstrated with titania based metasurface. Strain-dependent tunable metasurface [132] and
color filtering [133] is also demonstrated with titania based metasurface.
2.4.5

Transparent Conducting Oxides

Metal-oxides are shown to have great promise as alternative materials for plasmonic applications
due to their large charge donor densities [134][135]–[138]. Gregory et al. showed indium doped
tin oxide (ITO) based metasurfaces with split ring resonators. Kim et al. demonstrated galliumdoped zinc oxide (Ga:ZnO) based highly sensitive mid-infrared refractive index sensor [51] and
near-infrared quarter waveplate metasurfaces [171]. As the Metal oxides are less plasmonic
compared to noble metals, they are easily outperformed by gold or silver for static applications.
However, the metal oxides show broad tunability of optical properties. Abb et al. showed that the
optical response of gold nanoantennas can be modified at ultrafast time scale by optical pumping
[139]. Ultrafast switching of optical properties. Robert Chang’s group showed subpicosecond
recombination rates with ITO nanorod structures [140]. ITO thin film based metasurfaces is
demonstrated as effective gate tunable modulator with ~30% change in reflectance with 2.5V bias
voltage and full π phase control [141].
2.4.6

Graphene and 2D materials

As a monolayer of carbon atoms, graphene is exceptionally thin two-dimensional material. Recent
development of nanofabrication processes enabled successful demonstration of graphene
metasurfaces with nanoribbons [142][143][144], nanorings [145]. Getting the intrinsic graphene
resonance to wavelengths of visible or near-IR remain a challenge, as it would require
nanostructures smaller than 5nm and significantly higher doping level (~1eV). In addition to the
intrinsic graphene plasmonic response, the tunable optical property of graphene is also explored
for metasurfaces. Emani et al. demonstrated electrical tuning of Fano-type resonance with
graphene at ~2.4 μm wavelength with ionic gel top gating [146]. Based on the dynamic tuning of
graphene, applications such as protein monolayer sensing [147], photodetection [87], [148]–[151],
optical modulator [152][153]. In combination with hBN, graphene has been demonstrated to have
higher optical confinement [154]. Huang et al. demonstrated multilayer graphene ribbons can have
higher sensitivity than single layer devices, and demonstrated highest sensitivity for refractive
index sensing [155].
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2.4.7

Phase Transition and Phase Change Materials

Dynamic control of metasurfaces properties can be realized through phase transition materials
(PTM) and phase change materials (PCM). Metal to insulator transition properties of these
materials are well studied [156], and they are suitable candidates where dynamic tuning is desired.
PTMs are naturally reversible and return to their original stage when input excitation is absent for
a period of time. PCMs are non-voltatile, meaning they would remain in their changed phase until
another ‘reset’ excitation forces them back to the original stage. PTM Vandadium dioxide (VO2),
and PCM germanium-antimony-tellurium (GST), both show promising applications. VO2 exhibits
four orders of magnitude resistivity change when the temperature is changed beyond its
undergoing insulator-metal-transition (IMT) temperature. Resonance frequency shift of up to 20%
is demonstrated with split ring resonators on VO2 thin film [157] with temperature induced phase
transition. All-optical switching [158] and gated switching [159] is also shown with VO2 based
metasurfaces. GST as a PCM has more potential to have switchable dynamic control. Gholipour
et al. showed resonance switching of gold nanoantennas by putting a ZnS/GST/SiO2 layer on top
of the antennas. The GST sandwich layer could modulate the reflection spectra by 400% in near
and mid-IR regions [160]. GST layers has been used to demonstrate dynamic switching of
reflection in Mid IR of Al nanoantennas [161], mid-IR temperature-dependent switchable perfect
absorber [162] and mid IR circular dichroism [163].

Summary and Outlook
In this chapter, conventional and emerging material platforms for metasurfaces devices and
applications are reviewed. Two exceptionally suitable material candidates for static use are
epitaxial silver when the lowest loss is desired and refractory materials when high-temperature
applications are required. In the following sections, the device application for these two materials
are demonstrated in detail.
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3.

COLOR HOLOGRAM WITH EPITAXIAL SILVER BASED
METASURFACE

Introduction
This chapter introduces monocrystalline silver grown on a transparent substrate as a material
platform for plasmonic metasurfaces. It has been demonstrated previously that Silver (001) can be
grown epitaxially on MgO (001) substrate with the help of epitaxial TiN layer[164]. Demonstrated
silver films show the lowest loss for silver grown on a transparent substrate. Monochromatic
holograms have been created at subwavelength scale using extreme light confinement of resonant
plasmonic structures, such as V-antennas[53], nanorods[56], nano-pillars[165], subwavelength
gratings[166]. Principally, the combination of the three basic element colors, red, green, and blue,
can be utilized to make a color image. Most plasmonic metals are dielectric or less plasmonic in
the blue region. It is therefore difficult to produce a blue color component for multicolor holograms
using a plasmonic metasurface. Color holograms have been generated with white light excitation
of surface plasmons in diffraction gratings[167], [168]. Orthogonal polarizations with different
resonant structures have also been used to produce dual color holograms in reflection mode[59].
Recently, multicolor holograms have been demonstrated with metal-insulator-metal gap plasmonic
structures[62], metallic slits[63] and rotated dielectric nanobars[169], [170]. The designed
Pancharatnam-Berry phase manipulating metasurface can modify the phase of an incoming light
to produce a color hologram at a virtual imaging plane. The paper also illustrates a scheme to
create multicolor holograms in the visible range with all color components present. The
demonstrated experimental scheme is achieved with the help of an ultra-smooth 50-nm thick silver
film, that has best demonstrated optical property grown on a transparent substrate. The metasurface
design scheme paves the way to developing ultra-compact polychromatic optical elements at
visible wavelengths. The work has been published and the text and figures are reused with
permission from [64] and copyrighted to Wiley .

Hologram Generation
A hologram can be generated by controlling the amplitude and phase of incoming light. According
to Huygen’s principle, every point in wavefront acts as a secondary source. So, if the amplitude
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and phase of each point of a wavefront of an image are known, the image can be constructed by
inverse design. This inverse designing can be done by placing a point source at each point of the
wavefront with the same amplitude and phase as the initial incident wave. The electromagnetic
field emitted from a point source can be obtained through the Green function representation [53],
G =-

æ 2p
r - rs
exp çç i
çè l d
4p rd - rs
1

ö
÷÷÷
÷ø

(3.1)

Where rd - rs gives the distance between a particular point in space and the source point. Hence,
the amplitude and phase of the wavefront, A  r  exp  i  r   at a distance away from the point
sources can be calculated by summing over the complex intensities of the point sources.

Figure 3.1 Simulated amplitude and phase profile of hologram (a)-(f) Amplitude and (g)-(l)
Phase of the wavefronts from a letter P with dimension of 10μm. The total length of each axis of
the images is 20μm (-10μm to 10μm shown in axis ticks). The image is assumed to be comprised
of point sources, and the wavefront is calculated at distances away from the image plane. The
distance of the wavefront (a),(g) 1μm, (b),(h) 3μm, (c),(i) 5μm, (d),(j) 7μm, (e),(k) 9μm and
(f),(l) 10μm
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If we take the inverse problem and assume point sources with amplitude A(r) and phase Φ(r)
placed at discrete points in space, we can reconstruct the original images. The amplitude and phase
of each color components have to be calculated at the wavefront to create a color hologram. While
restoring the image, quantization noise would be present due to a finite number of sources at the
wavefront plane. This noise can be minimized by placing the sources as compact as possible.

Numerical Simulation of Hologram Phase
To illustrate the amplitude and phase profile of the wavefront, we consider an image of the letter
P with length 10 μm and calculate the amplitude and phase points at various distances. Figure
3.1(a)-(f) show the amplitude profile and Figure 3.1(g)-(l) show the phase profiles at different
distances from the image plane at λ = 676 nm.

Figure 3.2 (a) 3D Illustration of a unit cell for a color. (b) Proposed supercell containing unit
cells of each color. Blue, Green, and Red colored rectangle represent their respective slits with
desired resonant frequency (c) s-polarized and (d) p-polarized transmission coefficient simulated
for three different slit lengths, blue, green, and red represent three different lengths of the slit. Spolarization is defined when light is polarized parallel to the slit (x direction in (a)) and for ppolarization it is perpendicular to the slit (y direction in (a))
For each set of amplitude and phases, the entire image can be reconstructed at the same distance
with the availability of point sources of the same magnitude and phase. Now, to generate a color
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hologram at an image plane, the amplitude and phase of each color components should be
calculated at the wavefront plane. Accordingly, if the point sources are introduced with same
amplitude and phase as the colors at the wavefront plane, it is possible to reconstruct the initial
image at the virtual image plane.

Unit-cell design for metasurface hologram
We used a nanoslit-based metasurface to provide the necessary phase modulation to create the
metasurface. The transmission peak of a complimentary nanoslit antenna can be tuned by adjusting
the antenna length. Figure 3.1(a) shows a unit cell for a single color, which consists of an MgO
substrate with silver. The center part is patterned with a nanoslit, where sx and sy represent the
dimensions of the slit. The slit dimensions are optimized in such a manner that it propagates
minimum light for p-polarized light and maximum light for s-polarized light. Here, s-polarization
is defined when light is polarized parallel to the slit (x direction in Figure 3.1(a)) and for ppolarization it is perpendicular to the slit (y direction in Figure 3.1(a)). The three-color
components, red, green, and blue, are represented by 676 nm, 520 nm, and 488 nm wavelength,
respectively.
For a film thickness of tAg = 50 nm and sx = 30 nm, the dimensions of the slits representing different
colors were sy = 40 nm for blue, sy = 60 nm for green, and sy = 110 nm for red color. Since the blue
slit resonance is weaker compared to the green and red slit resonances, twice the number of blue
slits are used to represent each color point. Figure 3.1(b) shows the illustration of a complete supercell representing one complex amplitude and phase of a point with three colors. The red, green,
and blue colors represent the position of red, green, and blue unit cells within the super-cell. Figure
3.1(c) and Figure 3.1(d) show the p-polarized and s-polarized transmission coefficients of
individual slits. Each unit cell shows the transmission resonance at the designed wavelength for spolarized and minimum p-polarized transmission. The amplitude obtained by each antenna is
fixed, while the phase can be adjusted by rotating the antennas. For our color hologram-generating
scheme, we should use a binary amplitude modulation scheme and an arbitrary phase modulation
scheme. In practice, the phase modulation of the angles is limited by the fabrication tolerance of
the structures. Rotating each of the apertures causes each antenna to introduce a geometric phase
to the propagating light beam.
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Material Characterization
We use epitaxial silver thin films grown on MgO substrate to fabricate the metasurface. The thin
film is characterized with a VASE ellipsometer to obtain the optical constants.
Figures 3(a) and Figure 3(b) show the real and imaginary part of the electric permittivity of the
silver film grown on MgO and it is compared to recently published works[114], [171] on epitaxial
silver thin films grown on silicon-111 and reported thicker silver films[172], [173]. Our silver film
shows the lowest loss compared to other silver films of equivalent thickness, grown on a
transparent substrate. The deposited film shows a comparable loss at blue wavelengths while losses
peak at red wavelengths comparing to the recent works. The thickness of the grown film is only
50 nm and is quite suitable for producing a metasurface to manipulate light. Figure 3(c) shows the
AFM measurement of the silver surface. The grown film is ultra-smooth, with an RMS roughness
Ra of 0.318 nm. Figure 3(d) shows the TEM measurement of the film (FFT shown in the inset).

Figure 3.3 Optical Properties and AFM image of the silver on MgO - (a) real and (b) imaginary
part of permittivity of the silver film. (c) AFM measurement of surface roughness profile of the
silver film. (d) TEM measurement of the silver film. Scale bars represent 5 nm

35
A 50nm thin silver film with Ge wetting layer was evaporated on a MgO substrate to compare with
the epitaxial film. It has been shown that Ge wetting layer causes surface roughness of silver film
to reduce significantly. [174] Figure 3.4 shows XRD counts for the two different silver films. The
inset shows the zoomed in XRD peak for silver for the epitaxial silver film deposited with TiN
wetting layer. Silver-deposited with the wetting layer shows no XRD peak.

Figure 3.4(a) XRD counts of Epitaxial Silver film on MgO substrate. Inset shows the magnified
silver peak (b) XRD counts of polycrystalline silver film
The grain sizes are determined using the Scherrer equation [175]
t =

Kl
b cos q

(3.2)

, where we use shape factor, K = 0.9, x-ray wavelength, λ = 1.54059 Å, Full-width Half Maximum
of the peak, β = 0.2249°, Bragg angle, θ = 44.5836°. The grain sizes for the 50-nm silver film were
found to be around τ = 496 Å.
To further demonstrate the crystallinity of the silver film, the sample of silver thin film with Ge
wetting layer and 50-nm silver film with 4-nm TiN layer were both characterized using a
Transmission Electron Microscope. Both the Silver and TiN layers are epitaxial. Figures S2 (a)
and (b) show the TEM images of the sputtered silver film with TiN layer. Figures S2 (c) and (d)
show TEM images of the silver film with Ge layer. From the TEM analysis, it is evident that both
the silver and TiN thin films are epitaxial.
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Figure 3.5 TEM image of (a)-(b) silver film with TiN wetting layer and (c)-(d) silver film with
Ge layer. Insets in (b) and (d) show FFT post-processing
RGB Component Colors with Metasurface
A sample image with PURDUE written with red, green, and blue colors was taken. Figure 4(a)
shows the input bitmap image. The amplitude and phases of the wavefront at a 5μm distance are
calculated for a periodicity of 360 nm, assuming point sources as the bitmap pixels. These point
sources are used to generate the three component colors with the metasurface.
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Figure 3.6 (a) Input image for the fabricated metasurface. (b)-(g)SEM Images of the fabricated
metasurface structures. (b)-(d) scale bar 2.5μm, (e)-(g) scale bar 500 nm. (b)-(e) show antennas
for red color, (c), (f) show antennas for green color and (d), (g) show antennas for blue color.
The field of exposure of the FIB restricts accurate reproduction of the slits. The total length of the
pattern is limited to 10 μm. Therefore, the total area of the metasurface is also limited. To illustrate
the concept that three component colors could be generated, unit cells consisting of only individual
colors red, green, and blue has been considered. Figure 3.6 shows the input image that was used
to design the metasurface. Each letter is assumed to be smaller than a 10μm×10μm bounding box.
The angular resolution was also limited by the finite grid of the FIB (3 nm) and determined by the
ability to resolve two separate angles through rotation of the slit pattern in the finite grid. The
average angular resolutions are calculated to be 2.4172°±1.1883°, 4.9513°±2.1996° and
7.4687°±3.1078° for red, green, and blue slits, respectively. The simulated transmission in Figure
3.2(c) and Figure 3.2(d) could not be measured experimentally due to the size constraint of the
pattern. The amplitude is modulated with a binary amplitude modulation with a threshold of 33%.
Thresholding amplitude is a good approximation to represent the wavefront of the image. Each
point in the wavefront is represented with the unit consisting of the designed nano-slits rotated as
per the geometric phase of the wavefront. The slits were patterned onto the silver film with FEI
Ga-ion focused ion beam. It is known that Ga-ion FIB causes contamination to silver films, so
some degradation of their performance is expected from the metasurface. Also, due to the smaller
feature sizes of the slits, it was difficult to do e-beam lithography and get proper features at such a
small scale. Moreover, the FIB writing limits the total dimensions of the pattern area to 10 μm ×
10 μm. Due to this pattern size limitation, only the simulated transmission spectrum from Figure
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3.2 were used to design the metasurface. Figure 3.6(b)-(g) shows an SEM image of the fabricated
structures for red, green, and blue portions of the image.

Figure 3.7 (a) Experimental Setup (b-d) Final hologram image captured through CCD camera for
(b) red, (c) green, and (d) blue hologram
Figure 3.7 shows the experimental setup for the hologram observation. Collimated beam from an
Ar-Kr laser is used as illumination light source. Slit position corresponding to 483 nm, 530 nm,
and 647 nm are used for red green and blue light sources respectively. For the white light source,
a fiber-coupled NKT-Super K laser source is used. A Raman spectroscopic setup is modified for
observing the hologram. Laser illumination is attenuated with a variable neutral density (ND) filter
and passed through a broadband linear polarizer (LP). A Fresnel Rhomb is used to convert the
linear polarized beam into circular polarized beam, and the sample is illuminated by the output
from the Fresnel Rhomb from the bottom. The hologram is observed by focusing the microscope
at 10μm above the sample plane using a 50x objective and observing the hologram using a CCD
camera.
An Ar-Kr laser light source is circularly polarized and is illuminated on the sample from the
transmission side. The microscope stage is moved in precision to 5μm above the surface of the
film to observe the holographic images shown in Figure 5(b), which successfully resolves the
three-color components. The observed blue color is more red shifted. This could be attributed to
the fabricated apertures being larger than the designed nano-slits for blue color. To illustrate the
formation of the hologram at the focal plane, we focused the surface of the patterned silver film
with the microscope and gradually rotated the focusing knob to translate the stage in z direction at
the micrometer scale. Figure 3.8 shows the camera image for each focusing plane. The hologram
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image is observed to be sharpest at the designed distance of 5μm. The camera software causes
automatic correction to the contrast and brightness of individual color components. This caused
slight variation of image color in the final output. Blurring of the images can be attributed to the
finite grid size and angular resolution discontinuity.

Figure 3.8. Hologram observation by change of focus of the microscope. Left column shows the
distance of the focal plane of the microscope set from the surface of the silver film. Each row
corresponds to the focal plane for the hologram color
Summary
A hologram generated by a plasmonic metasurface fabricated on ultra-smooth low-loss silver film
is demonstrated experimentally. The total thickness of the silver layer is 50 nm, and this is the
thinnest metasurface hologram demonstrated in transmission mode. The metasurface is developed
by manipulating the Pancharatnam Berry phase of incoming light. The low loss silver based
metasurface can work in transmission mode and manipulate light at ultra-thin thickness. The
designed nano-apertures work well in the visible region and can produce a three-color image at a
virtual imaging plane. The fabrication procedure developed can be utilized in future applications
of plasmonic metasurfaces such as vortex beam generation, polarization conversion, bio-sensing,
and paves the way to new applications of polychromatic plasmonic metasurfaces in the visible
regime.
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4.

IMAGING PLASMONIC HEATING OF METASURFACE

Introduction
Plasmonic metasurfaces are inherently lossy compared to their dielectric counterparts. The loss of
the metasurface could be, in turn, converted to applications in different fields such as optofluidics
and particle manipulation[176], photo-thermal therapy for cancer treatment [177], thermosphotovoltaic applications[178], heat-assisted magnetic recording (HAMR)[179]. The current
temperature scheme measurements due to plasmonic heating include contact measurements, such
as scanning thermal microscopy [180], phosphor excited thermal microscopy[181] or probing
refractive index change with optical microscope [182]. Existing methods of temperature
measurement have limitations in measurement, such as the spatial uncertainty in measurement due
to averaging of the index, using specific excitation material (phosphor) and difficulty in
measurement in air. Near-field scanning optical microscopy is inherently slow and contacted
measurement technique.
The work described in this chapter introduces Time Domain Optical Pump-Probe Thermoreflectance imaging. The method utilizes reflection change of material due to temperature change,
to measure temperature. The scheme could be further utilized to model temperature distribution in
a smaller scale or be used to model temperature profile of arbitrary shapes. [183]

Theory of Time Domain Thermo-reflectance
It was shown in the late sixties that the temperature effects optical constants of metal heated by
laser radiation [184]. The reflectivity R of a material depends on temperature, and the first order
approximation of temperature dependent reflectivity at T0 + ∆T temperature can be modeled as
follows,
R (T0 + DT ) » R0 +

dR
dT

´ DT

(4.1)

T0

where R0 denotes the reflectivity of a material at T0 temperature. Within the linear limit, the
temperature of an object can then be estimated by the rate of change of reflectivity. The derivative
of reflectivity with respect to temperature is defined as the thermo-reflectance coefficient,
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C TR =

dR
dT

(4.1)
T0

Then, for any given material, if the thermoreflectance coefficient is known, the temperature change
can be easily related to the reflectivity change of the material as,
DT ( x , y ) =

DR ( x, y )
CTR R0

(4.3)

Thermo-reflectance coefficient CTR can be measured by calibrating a sample with controlled
temperature rise and measuring temperature with an alternative direct high-precision technique.

Methods
4.3.1

Measurement Technique

Figure 4.1 Experimental setup for Time Domain Thermo-reflectance
The measurement of the temperature rise due to plasmonic heating was done using a time-domain
thermo-reflectance method. An 825-nm continuous-wave diode laser coupled to a single mode
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fiber was used as an excitation source. The laser was chopped to 1 ms 20% duty-cycle pulses. The
laser was tightly focused using a lens at the pump port, to one-micron diameter spot-size onto the
sample. For probing the reflection change, an LED with emission wavelength centered at 530nm
is used, with a full field of view. The pump beam is collimated from the fiber using a collimator
lens, and using a short-pass dichroic beam splitter, reflected onto the sample through the objective.
The dichroic beam splitter reflects light with wavelength larger than 800 nm and transmits light
with a wavelength less than 800 nm, thereby reflecting the pump and transmitting the probe pulse.
A 50/50 beamsplitter is used to reflect the probe onto the sample through the microscope objective
and again, through the CCD detector.
4.3.2

Sample Preparation

Figure 4.2 TiN nanodisk array sample preparation.
Titanium Nitride (TiN) nanopillar array was prepared by patterning an epitaxially grown TiN thinfilm. A 100nm TiN film was grown on a MgO substrate using RF magnetron sputtering. Negative
e-beam resist HSQ needs to be used to fabricated disk structures. Since HSQ removal process
requires hydrofluoric acid (HF) that damages the substrate, a sacrificial PMMA layer is used.
PMMA 950 A2 resist layer was spin-coated at 1000rpm for 1 minute and baked at 160°C for 5
minutes. XR-1541-006 (HSQ) resist was spin coated at 1500rpm for 1 minute and baked at 80°C
for 4 minutes. Patterns were exposed with a Vistec VB6 Electron Beam Lithography (EBL)
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machine. After exposure sample was developed using 25% Tetramethyl Ammonium Hydroxide
(TMAH) solution for 30 seconds and rinsed with DI water for 1 minute. Using the developed HSQ
as mask, the PMMA layer is etched with oxygen plasma (flowrate 15 sccm, pressure 0.6 Pa,
forward power 80 W, and bias power 60 W). The TiN layer acts as an etch stop layer for the oxygen
etch. Next, the TiN thin film is etched using an Inductively Coupled Plasma Reactive Ion Etcher
(ICP-RIE) with Cl2 gas flow rate 26sccm, pressure 0.8 Pa, Forward Power 150 W, and Bias Power
30W and etch time of 8 min. Here the MgO substrate acts as the etch stop layer. After the etching,
the resist is removed by submerging the sample overnight in heated PG Remover solution, and 20minute sonication in PG Remover. The PMMA underlayer is completely dissolved, removing the
HSQ as well. The sample is then washed acetone and isopropanol rinse and N2 blow dry. Figure
4.4 shows the different steps of fabrication process.
4.3.3

Thermoreflectance of Survey of samples

An array of multiple samples with varying periodicity and diameter of disks is prepared to
showcase the capability of the technique for rapidly measuring temperature and characterize
samples.
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Figure 4.3 Sample survey layout. Block diagram in right shows the diameter and periodicity
variation in the sample. In y-direction, diameter is increased in 25 nm steps from 200 nm, and in
x direction, the period is increased from 300 nm in 50 nm steps
Figure 4.3 shows the layout of the sample preparation for the temperature rise survey. The
sample was prepared with multiple 100×100 μm2 arrays with disk diameter varied from 200nm
to 500nm in 25nm steps, and period varied from 300nm to 800 nm in 50 nm steps, minimum gap
size between particles is always considered to be 50nm.

Results

Figure 4.4 Comparison between optical image and obtained thermal image
The pump spot is visible optically through the microscope by removing probe notch filter. Left
panel of Figure 4.4 shows the pump spot captured through the CCD camera and the corresponding
thermal profile obtained through thermoreflectance imaging. Figure 4.5 shows the comparison of
thermoreflection between patterned and unpatterned film. For the patterned film, a disk array of
200nm diameter and 350nm period is used. At the center of the plot maximum temperature rise
for the patterned array becomes 24K, where temperature rise for the unpatterned film remains
3.5K. The temperature rise also is linearly proportional to the input pump power, where the disk
array has more temperature rise than the unpatterned film, as shown in Figure 4.5(c).
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Figure 4.5 Temperature rise of patterned films: thermoreflectance of (a) patterned (b)
unpatterned film, (c) temperature change as a function of pump power and (d) thermoreflectance
image of the unpatterned film.
For the different diameter and period combinations illustrated in Figure 4.3, the thermoreflectance
image is obtained for each array.
To avoid the possible reflection change due to the change in the filling factor, the thermoreflection
coefficient for each array is first determined through calibration process. The samples are heated
with a Joule’s heater, and the thermoreflection coefficient is calculated by measuring the change
in reflection and the measured temperature. The optical-thermoreflectance imaging (OTI) is
performed with the experimental setup shown in Figure 4.1. The resulting temperature change is
measured in steady state by time-averaging the reading, Figure 4.6(a) shows the temperature rise
for selected 56 samples from the survey. To demonstrate the effect of plasmonic heating on the
temperature in the array, only the arrays which exhibit a temperature rise of more than 1°C from
the bare-film is shown. Figure 4.6(b) shows simulated result of optical absorption assuming
periodic boundary condition and an infinite array. It may be mentioned that the spot size for the
measurements in the Figure 4.6(a) is 1μm, and can only illuminate the array in a Gaussian profile.
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Figure 4.6 (a) Thermal map for the survey as measured, (b) simulated optical absorption of the
array assuming periodic boundary condition, (c) fill factor of each array element. [183] (d)
temperature change maxima shown for different array geometries, with simulated absorption and
fill factor of each array
Arbitrary Temperature Profile Mapping
A scheme based on the survey of temperature rise result is proposed here, to arbitrarily shape the
temperature profile by adjusting the diameter and period of optical absorbers. Since the
temperature rise strongly depends on both the periodicity and diameter of the plasmonic structures,
the temperature profile could be engineered by modifying the periodicity and diameter of an array.

Summary
In summary, this is the first reported thermoreflectance imaging of temperature rise due to
plasmonic heating. Heating by laser spot illumination could be imaged at optical diffraction limit.
The measurement technique illustrates fast and non-contact characterization of temperature rise
due to plasmonic heating and can be used to optimize designs and accurately model temperature
rise due to optical heating.
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5.

REFRACTORY PLASMONIC METASURFACE FABRICATION
FOR THERMO-PHOTOVOLTAIC APPLICATION

Introduction
Thermal to photovoltaic energy conversion can be obtained by selectively converting heat energy
to emitted radiation at a wavelength. The radiation is then absorbed by a photovoltaic (PV) cell
that converts it to an electromotive force to drive external current through a circuit. The inherent
small footprint of plasmonic metasurfaces can be used to convert heat to thermal radiation
efficiently. A solar absorber can be combined with the emitter to convert solar energy first to heat
and then to the selective radiation band corresponding to the PV cell. Recently it has been
theoretically predicted that by judiciously tailoring the spectral properties of the emitters and
absorbers components using metasurfaces, the efficiency for direct energy conversion from
solar/thermal energy to electricity could potentially reach an unprecedented value of ~ 85% [185].
This estimated theoretical efficiency is in striking contrast to the current physical limitation (~
30%) imposed by the Shockley-Queisser limit [186] for a single silicon p-n junction cell [187] .
The development of optical MS structures would open new frontiers for realization of solar
thermophotovoltaic and thermophotovoltaic systems. Both systems require metasurface elements
operating at a very high temperature (> 1000°C). Part of this chapter is published in [188] and
reused with permission.

Figure 5.1 Thermophotovoltaics concept (a) Thermophotovoltaic configuration, using external
heat source to generate radiative heating and (b) Solar Thermophotovoltaic configuration where
solar irradiance is used for generating heat
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5.1.1

Thermophotovoltaics (TPV):

In a TPV system, thermal radiation is directly converted to electricity via the photovoltaic (PV)
effect. A TPV system consists of a PV cell array and a selective emitter with the emissivity
matching absorption band of a PV cell. A schematic of a TPV system is shown in Figure 1(a). TPV
energy conversion offers numerous significant advantages over competing technologies [189],
[190]. These include the realization of highly versatile, modular, low-weight, and compact electric
generators (portable or stationary), which are noiseless, low-maintenance, and energy-efficient
[191]. Optimal TPV energy conversion requires large area metasurface emitters (see, Figure 1(a)).
Hence, robust refractory materials, which are compatible with low-cost, large-area fabricationtechniques, are critical for practical highly efficient metasurface TPV elements.
5.1.2

Solar thermophotovoltaics (STPV):

An STPV system comprises an absorber, an emitter, and PV cells, as shown in Figure 1(b). The
absorber, heated by concentrated solar energy, increases the temperature of the emitter, which is
engineered to radiate within the specific band where the absorption of a PV cell is at its maximum.
Hence, by absorbing broadband solar energy and then re-emitting it within a desired working band
of the PV cell array, the MS-based STPV architecture provides an efficient way of harvesting solar
energy [187].

Current and Future Challenges to incorporate TPV
The inherent ability of MSs to tailor the absorption/emittances of optical surfaces is of great
interest in TPV and STPV. The functionality of MSs can be further enhanced by designing emitters
that operate at elevated temperatures and match the spectrum of solar radiation, thus maximizing
the absorption. MS resonant super-absorbers have already demonstrated polarization-independent
absorption in the entire visible spectrum [91]. The absorption/emission can also be engineered to
match that of energies emitted by other forms of radiative emitters, such as a nuclear reactor,
engine, or combustion chamber [192]. Plasmonic metasurface emitters for STPV and TPV require
materials that maintain good optical properties at high-temperatures and field intensities [193].
Conventional noble metals (Au and Ag) have low melting points and damage thresholds. Nanostructuring these materials further decreases the maximum temperature that they can withstand. At
high temperatures, gold MSs were shown to deform [106]. Passivation with a dielectric was shown
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to improve the performance of gold MSs at high field intensities [194]. While TiN is CMOS
compatible, many of the processes used to grow TiN involve the use of lattice matched substrates
and high temperatures, which limits its practical applicability. The material also oxidizes at
elevated temperatures, which makes it important to passivate with a suitable capping layer [194].
There have been few investigations on the high-temperature properties of thermally stable
dielectric capping layers. As refractory plasmonic materials are inherently robust, they often
require special growth conditions to reduce optical losses and require sophisticated etch chemistry
for patterning. A new material platform would also require the characterization of hightemperature optical properties to design, the MS structures for different applications. The optical
properties of a material are heavily dependent on different growth conditions and crystal properties
[195], which necessitates further optimization for the best plasmonic response. Material research
is needed to explore possible refractory materials that would have comparable optical properties
to Ag and Al. Also, for any new material platform there is the challenge of developing a scalable
patterning recipe.

Material Platforms for TPV
5.3.1

Conventional Refractory Materials

With the advent of new material research, alternatives to noble metals were explored for
plasmonics. The first choices for replacing them were high melting point metals such as platinum
(Pt) and tungsten (W). The lower real-part of the permittivity and the higher losses of refractory
materials compared to noble metals are usually compensated with gap-plasmon structures. Pt was
explored as a candidate for TPV emitters, with a Pt disk resonator and an alumina spacer which
can withstand heating cycles of up to 650°C [196]. Recently, Pt nano-disk array is used to
demonstrate up to 24% thermal to electric conversion efficiency [197]. High-temperature
applications with W were also explored for TPV. Gap-plasmon structure with a SiO2 spacer [198]
and W gratings with a SiO2 protective film [199] showed suitable emission properties from 400 nm
to 2000 nm wavelength range.
5.3.2

Refractory transition metal nitrides

Titanium and zirconium nitrides (TiN and ZrN) are promising alternatives to these high loss
materials and demonstrate superior optical functionality at high temperatures. Though they exhibit
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higher losses compared to Au or Al, they can withstand significantly higher temperatures [96]. A
broadband absorber has been demonstrated using a bilayer TiN/SiO2 and patterning the top TiN
into square-shaped loop shapes. The structure has shown a higher damage threshold and stability
to annealing compared to a similar structure made with gold [106].
Moreover, recent studies indicate that temperature-dependent optical properties of epitaxial TiN
degrade at a much lower rate with increasing temperature compared to Au or Ag [200]. Also,
fabricated epitaxial TiN-based nanodisk arrays show a broader optical absorption and a better
tolerance to diameter variation [107]. Multi-objective optimization of TiN nanohole MSs,
generating arbitrary far-field optical patterns, has been demonstrated using an evolutionary
algorithm [201]. Refractory ZrN has been patterned to prepare a photonic-spin-hall-effect (PSHE)based MS for spectroscopic application [108].
5.3.3

Passivating refractory layers

Noble metals have already been reported to be used in absorbers with protective capping layers
that enhance their stability. With a 4-nm passivating alumina layer, noble metals can withstand a
temperature of up to 800°C [194]. With annealed deformation of a gold film, gold islands were
formed on alumina and indium doped tin oxide (ITO), and the resulting structure has been used to
make emitters at 900°C with 22-hour long exposures in an oxidizing environment [202]. Aluminapassivated Pt disks can be heated up to 1055°C and have reported a power conversion efficiency
of 24% [197]. With these results, the use of passivating refractory nitrides with matching refractory
ceramics shows further promise of increasing the damage threshold and robustness of the
structures [203].
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Fabrication process for TiN based TPV emitter
5.4.1

Design Process

(a)

(b)

d
h

tSiN

TiN

tTiN
Sapphire

SiN

p
Figure 5.2 TPV prototype schematic and modeling (a) schematic of TPV array showing different
layers (b) cross-sectional view of a single unit cell
TPV emitter design TiN is explored here. Gap-plasmon structures with TiN back reflector, SiN
spacer, and TiN resonator disks are used for TPV emitter structure fabrication (as shown in Figure
5.2 (a). The structure is optimized for maximum emission in the bandgap of the photovoltaic cell,
and minimum emission in the out of band wavelengths. Parameter space consists of the of disk
diameter, d , periodicity, p , disk height. h , spacer thickness, tSiN and TiN film thickness tTiN .
The optimization procedure is elaborated [204] and based on the particle swarm optimization; the
following parameters are obtained

d = 100nm, p = 165nm, h = 30nm

, tSiN = 48nm, tTiN = 150nm .

To prepare the material stack, first, a TiN film of 150nm thickness is deposited epitaxially on to a
sapphire substrate using RF sputtering. SiN film of 48nm thickness is deposited on top of the TiN
layer using LPCVD nitride furnace. After deposition of each layer, the layer stack is characterized
with VASE ellipsometer. Figure 5.3(a) and Figure 5.3(b) show the fitted real and imaginary part
of the permittivity of TiN. The bottom TiN is lattice matched with the sapphire substrate. However,
the SiN layer is amorphous and not lattice-matched with the substrate. Therefore, the 30nm TiN
grown on SiN thin film is significantly more lossy and less plasmonic than the epitaxially grown
150nm TiN on sapphire. Figure 5.3(c) and Figure 5.3(d) shows the measured permittivity of the
SiN layer.
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Figure 5.3 Fitted optical constants of TiN, SiN and simulated reflection (a) real part and (b)
imaginary part of TiN permittivity for the 200nm and 30nm layers. (c) real part and (d)
imaginary part of SiN permittivity (e) FDTD simulated reflection spectra of the unit cell
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Both the TiN layers are fitted with Drude-Lorentz model with the complex relative permittivity

 r  h    r  h   i r  h  ,
 r  h    r ,  
k

Ak

(5.1)

E   h   iBk  h 
2
k

2

The photon energy h in electron-volts, is related to the wavelength by hv 

hc 1 1243nm

eV

e 

For the 200 nm TiN layer, the film is fitted with a Drude term ( A1  46.094  eV  , B1  0.2547 eV
2

, E1  0eV ) and two Lorentz terms ( A2  14.821  eV  , B2  0.5463 eV , E2  3.428eV ,
2

A3  6.5214  eV  , B3  2.312 eV , E3  2.3153eV ),  r ,  4.544 . For the 30nm TiN grown on
2

SiN, the film is fitted with a Drude term ( A1  52.758  eV  , B1  0.52511eV , E1  3.6774eV )
2

and a Lorentz term ( A2  27.704  eV  , B2  1.1316 eV , E2  3.6774 eV ),  r ,  5.5529 . The
2

term B2 , which is related to the imaginary part of  r  h  , is higher in the 30 nm film, indicating
higher loss.
The unit cell of the periodic disk array can be modeled using the optimized parameters and
measured permittivity of the thin films. Lumerical FDTD is used to model the unit cell of the
periodic array with Bloch periodicity. Figure 5.3(e) shows the reflection spectra of the TiN disks
on top of SiN spacer layer TiN back reflector on a sapphire substrate. The black curve denotes
reflection spectra without any SiN overcoat. As a conformal SiN layer of 60nm is added on top of
the TiN disks, the spectrum is red shifted (as shown with the red curve), with higher reflection
above 1600nm wavelength. This confirms the fitness criteria of the optimization; as for indium
gallium arsenide (InGaAs) PV cell, the bandgap energy is 0.75eV and 1657nm corresponding
cutoff wavelength. Adding the SiN overcoat increases the reflection peaks inside the band while
decreasing the reflection at longer wavelength compared to the bare TiN disk array. This can be
explained as the losses incurred in the SiN film, as seen in Figure 5.3(d).
5.4.2

Prototype Fabrication

A prototype sample of TPV emitter is needed to test the emissivity and optimize the design for
mass production. The fabrication process is outlined in Figure 5.4. A double side polished sapphire
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wafer is used as a substrate. TiN thin film of 150nm is sputtered onto the substrate like the process
described in section 4.3.2. The sample is then taken to an LPCVD nitride furnace, and siliconnitride (SiN) of a predetermined thickness is deposited onto the sample. Then the top layer of TiN
is deposited onto the sample. This tri-layer structure is then patterned using electron-beam
lithography. A negative e-beam resist is spin coated on top of the trilayer stack and exposed with
electron-beam to make the disk structures. After development, the resist is used as a hard mask to
etch the TiN. The SiN layer below the top TiN acts as an etch-stop layer. After resist removal, an
additional SiN protective layer is deposited.
5.4.3

Prototype Characterization

Sapphire substrate

Prebaking

Electron Beam Lithography

TiN Sputtering

SiN Coating

Resist Spincoat

TiN Sputtering

Resist remove

TiN etching

SiN Coating

Resist removal

Figure 5.4 Ebeam Prototype fabrication
Small area prototype of the TPV emitter was fabricated with e-beam lithography as mentioned
above. Patterns of up to 2  2 mm2 could be fabricated with e-beam with around 6 hours of write
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time. The negative e-beam resist, Hydrogen silsesquioxane (HSQ) degrades in vacuum over time,
and cannot be reliably patterned after 6 hours. Figure shows the SEM image of the fabricated
sample. After the exposure, the sample was developed with 25% aqueous tetra-methylammonium-hydroxide (TMAH) for 30s, and rinsed with water. The TiN is etched with inductively
coupled plasma reactive ion etcher (ICP-RIE) for 3.5mins in 26sccm Cl2 gas with forward power
of 150W and bias power of 30W and 0.6Pa pressure. Figure 5.5 shows the SEM image of the
fabricated disk array.

Figure 5.5 SEM image of the fabricated sample. Scalebar represents 1m
Finally, a protective SiN layer is deposited on top of the disk arrays to do spectroscopic
characterization. Temperature-dependent characterization of the disk array is performed with a
VASE ellipsometer with a modified heating stage (experimental setup identical to [205]).
Figure 5.6 shows the temperature-dependent spectroscopic measurement of the sample. The
sample shows a similar trend to the reflection spectra simulated in Figure 5.3, with a much higher
reflection peak inside the band. This effect could be due to several contributing factors. Firstly, the
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non-conformal deposition of SiN would cause additional reflection and cause the particle.
Secondly, the deposition of SiN with LPCVD may cause degradation of the top TiN layer.

Figure 5.6 Temperature dependent spectroscopic characterization of the TPV sample

Figure 5.7 Simulation of TPV structure with increased loss in the 30 nm TiN layer
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To study the effect, we modify the imaginary part of the 30 nm TiN layer (as shown in Figure
5.3(b) ) by a loss-factor multiplier,  r ,new   r  lossfactor  i r . Figure 5.7 shows the simulation
results for different loss factors at room-temperature. The result indicates that the losses of the top
TiN increased significantly, up to a factor of 10.
5.4.4

Large area prototype fabrication

To measure the efficiency of actual thermo-photovoltaic conversion, a system with photo-voltaic
cell, heater, and emitters need to be integrated into a tandem. Therefore, the emitter size needs to
be comparable to the photovoltaic cell dimension. For practical systems, the e-beam lithography
would be too costly and time-consuming to mass manufacture samples. Nano-imprint lithography
could be a viable alternative. The nanoimprinting technique can easily replace the e-beam exposure
step of prototype fabrication, with all the coating layers deposition steps identical to the prototype.
Figure 5.8 shows the possible implementation of large-scale manufacturing of the emitter samples.

Sapphire substrate

Prebaking

Contact Nanoimprint

TiN Sputtering

Resist Spincoat

SiN Coating

TiN Sputtering

Resist remove

TiN etching

SiN Coating

Resist removal

Figure 5.8 Steps for nano-imprint lithography of emitter structures
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Concluding Remarks and Roadmap
The metasurfaces emitter for the thermo-photovoltaic application can improve the efficiency of
photovoltaic cells. Fabrication challenges for mass manufacturing need to be addressed for
demonstration of the device in large scale. In addition to mitigating the fabrication challenges, the
following technological breakthroughs need to be achieved for a metasurface based emitter to be
commercially viable. First, TiN needs to be grown at a low temperature while maintaining good
plasmonic properties. Second, new etch recipes need to be developed, which can etch refractory
materials while retaining the optical properties. Then, CMOS compatible, low loss, dielectric
materials that are lattice-matched with the refractory material should be developed to survive high
temperatures and should be compatible with a refractory material platform. Finally, new materials
should be explored at elevated temperatures for refractory plasmonic applications.
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6.

CONCLUSION

Metasurfaces would continue finding application in new fields and devices. Plasmonic
metasurfaces remain a relevant field for the tight confinement of light and device fabrication with
a low footprint. The challenge remains to find the balance between plasmonic materials in the
visible with the loss but tighter confinement and dielectric materials which have larger feature
sizes but extremely low loss. Dielectric metasurfaces offer the a optical loss-free solution, but at
the cost of increased device footprint. Emerging material platforms with specialized applications
are constantly explored. Material platforms with tunable optical properties, ultra-compact 2D
materials, refractory plasmonic materials find their own applications for field confinement,
detection and specialized applications. Epitaxially grown monocrystalline silver film can be useful
to mitigate the loss and have higher efficiency for plasmonic structures. Color holograms for all
the visible spectrum is designed with it. Refractory titanium nitride is used for preparing plasmonic
nanoparticles for heating and emitter fabrication. Refractory plasmonic MSs are establishing a
field for potential markets where not only high temperatures but harsh environments, in general,
need to be tolerated. The applications could go beyond solar and waste heat harvesting and include
high temperature and high-power sensors, heat-assisted magnetic recording (HAMR), and
photocatalysis – the areas that could potentially benefit from the use of refractory MS optical
elements. Unparalleled functional benefits could be offered by refractory metasurfaces equipped
with novel plasmonic materials. Their implementation in practical systems and mass production
are the next milestones to be achieved.
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