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Table 1. Selected bond lengths (Å) and angles (°) for 1.
	Bond
	Dist.
	Bond
	Dist.

	Co(1)-O(1)
	2.039(3)
	Co(1)-N(2)#1
	2.139(3)

	Co(1)-O(1)#1
	2.039(3)
	Co(1)-N(1)#1
	2.154(4)

	Co(1)-N(2)
	2.139(3)
	Co(1)-N(1)
	2.154(4)

	Angle
	(°)
	Angle
	(°)

	O(1)-Co(1)-O(1)#1
	98.82(18)
	N(2)-Co(1)-N(1)#1
	92.82(13)

	O(1)-Co(1)-N(2)
	98.80(12)
	N(2)#1-Co(1)-N(1)#1
	77.40(12)

	O(1)#1-Co(1)-N(2)
	89.74(12)
	O(1)-Co(1)-N(1)
	89.77(13)

	O(1)-Co(1)-N(2)#1
	89.74(12)
	O(1)#1-Co(1)-N(1)
	165.54(12)

	O(1)#1-Co(1)-N(2)#1
	98.80(12)
	N(2)-Co(1)-N(1)
	77.40(12)

	N(2)-Co(1)-N(2)#1
	166.90(19)
	N(2)#1-Co(1)-N(1)
	92.82(13)

	O(1)-Co(1)-N(1)#1
	165.54(12)
	N(1)#1-Co(1)-N(1)
	84.36(18)

	O(1)#1-Co(1)-N(1)#1
	89.77(13)
	
	


Symmetry transformations used to generate equivalent atoms: #1 -x+1,y,-z+1/2; #2 -x+1,-y,-z+1

Table 2. Selected bond lengths (Å) and angles (°) for 2.
	Bond
	Dist.
	Bond
	Dist.

	Cd(2)-N(16)
	2.230(10)
	Cd(1)-O(3)
	2.216(10)

	Cd(2)-O(7)
	2.241(10)
	Cd(1)-N(1)
	2.252(12)

	Cd(2)-O(6)
	2.257(10)
	Cd(1)-O(1)
	2.258(10)

	Cd(2)-N(10)
	2.347(13)
	Cd(1)-N(14)
	2.282(13)

	Cd(2)-N(2)
	2.356(12)
	Cd(1)-N(5)
	2.360(13)

	Cd(2)-N(4)
	2.401(13)
	Cd(1)-N(3)
	2.368(12)

	Angle
	(°)
	Angle
	(°)

	N(16)-Cd(2)-O(7)
	99.9(4)
	O(3)-Cd(1)-N(1)
	107.7(4)

	N(16)-Cd(2)-O(6)
	81.2(4)
	O(3)-Cd(1)-O(1)
	95.4(4)

	O(7)-Cd(2)-O(6)
	95.8(4)
	N(1)-Cd(1)-O(1)
	83.4(4)

	N(16)-Cd(2)-N(10)
	168.6(4)
	O(3)-Cd(1)-N(14)
	84.7(4)

	O(7)-Cd(2)-N(10)
	87.9(4)
	N(1)-Cd(1)-N(14)
	162.5(5)

	O(6)-Cd(2)-N(10)
	106.5(4)
	O(1)-Cd(1)-N(14)
	108.2(5)

	N(16)-Cd(2)-N(2)
	103.0(4)
	O(3)-Cd(1)-N(5)
	93.5(4)

	O(7)-Cd(2)-N(2)
	157.0(4)
	N(1)-Cd(1)-N(5)
	73.0(4)

	O(6)-Cd(2)-N(2)
	90.2(4)
	O(1)-Cd(1)-N(5)
	156.4(4)

	N(10)-Cd(2)-N(2)
	69.2(4)
	N(14)-Cd(1)-N(5)
	94.4(5)

	N(16)-Cd(2)-N(4)
	73.7(4)
	O(3)-Cd(1)-N(3)
	156.1(4)

	O(7)-Cd(2)-N(4)
	94.0(4)
	N(1)-Cd(1)-N(3)
	95.8(4)

	O(6)-Cd(2)-N(4)
	154.3(4)
	O(1)-Cd(1)-N(3)
	91.7(4)

	N(10)-Cd(2)-N(4)
	97.6(4)
	N(14)-Cd(1)-N(3)
	71.4(4)

	N(2)-Cd(2)-N(4)
	90.0(4)
	N(5)-Cd(1)-N(3)
	88.9(4)


Table 3. Selected bond lengths (Å) and angles (˚) for 3.
	Bond
	Dist.
	Bond
	Dist.

	I(1)-Cu(1)
	2.521(2)
	Cu(2)-N(12)#3
	1.871(11)

	I(1)-Cu(5)
	2.522(2)
	Cu(2)-N(5)
	1.878(12)

	I(2)-Cu(5)#1
	2.554(2)
	Cu(3)-N(7)
	2.008(11)

	I(2)-Cu(5)
	2.569(2)
	Cu(3)-N(10)#4
	2.029(11)

	I(3)-Cu(4)
	2.561(2)
	Cu(3)-N(11)#4
	2.032(11)

	I(3)-Cu(4)#2
	2.609(2)
	Cu(3)-N(8)
	2.063(12)

	I(4)-N(9)
	1.893(10)
	Cu(4)-N(6)
	2.071(13)

	I(4)-N(1)
	1.901(10)
	Cu(4)-N(4)
	2.079(12)

	Cu(1)-N(2)
	2.010(12)
	Cu(4)-I(3)#2
	2.609(2)

	Cu(1)-N(3)
	2.016(11)
	Cu(5)-I(2)#1
	2.554(2)

	Angle
	(°)
	Angle
	(°)

	Cu(1)-I(1)-Cu(5)
	112.73(8)
	N(10)#4-Cu(3)-N(8)
	131.2(5)

	Cu(5)#1-I(2)-Cu(5)
	60.98(8)
	N(11)#4-Cu(3)-N(8)
	109.2(5)

	Cu(4)-I(3)-Cu(4)#2
	61.83(7)
	N(6)-Cu(4)-N(4)
	79.8(4)

	N(9)-I(4)-N(1)
	177.3(5)
	N(6)-Cu(4)-I(3)
	109.0(4)

	N(2)-Cu(1)-N(3)
	106.0(4)
	N(4)-Cu(4)-I(3)
	125.8(4)

	N(2)-Cu(1)-I(1)
	136.1(3)
	N(6)-Cu(4)-I(3)#2
	113.2(4)

	N(3)-Cu(1)-I(1)
	116.8(3)
	N(4)-Cu(4)-I(3)#2
	104.8(4)

	N(12)#3-Cu(2)-N(5)
	167.3(5)
	I(3)-Cu(4)-I(3)#2
	118.17(7)

	N(7)-Cu(3)-N(10)#4
	121.7(5)
	I(1)-Cu(5)-I(2)#1
	123.60(9)

	N(7)-Cu(3)-N(11)#4
	137.1(5)
	I(1)-Cu(5)-I(2)
	117.35(9)

	N(10)#4-Cu(3)-N(11)#4
	83.1(5)
	I(2)#1-Cu(5)-I(2)
	119.02(8)

	N(7)-Cu(3)-N(8)
	81.6(5)
	
	


Symmetry transformations used to generate equivalent atoms: #1 -x-1,-y,-z+2; #2 -x+1,-y+1,-z; #3 -x+1,-y,-z+1; #4 x,y-1,z; #5 x,y+1,z

Table 4. Hydrogen bond lengths (Å) and angles (°) for 1.
	D–H···A
	D–H/ Å
	H···A/ Å
	D···A/ Å
	D–H···A/ deg

	N4–H1C···O2
	1.02
	1.78
	2.801
	174

	N4–H1C···O1
	1.02
	2.64
	3.332
	125

	O1W–H1···O2
	0.824
	2.26
	3.076
	169

	O1W–H2···N3
	0.824
	2.38
	3.03
	137


Table 5. Hydrogen bond lengths (Å) and angles (°) for 3.
	D–H···A
	D–H/ Å
	H···A/ Å
	D···A/ Å
	D–H···A/deg

	C(53)–H(53A)···I(3)
	0.93
	3.02
	3.691(19)
	130

	C(59)–H(59A)···I(2)
	0.93
	3.02
	3.811(19)
	144
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