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Sample Name 

Product Specification 

Aluminum Composite Panel 

2mm 
Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client. 

Date of Receipt 

Testing Start Date 

Testing End Date 

Test result(s) 

Signed for 

Feb 09, 2018 

Feb 09, 2018 

Apr 10, 2018 

*********** 

For further details, please refer to the following page(s) 
(Unless otherwise stated the results shown in this test report refer only to 
the sample(s) tested) 

SGS-CSTC Standards Technical 
Services Co., Ltd. GZ Branch Testing 
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